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Item C-100 Contractor Quality Control Program (CQCP)

100-1 General. Quality is more than test results. Quality is the combination of proper materials, testing,
workmanship, equipment, inspection, and documentation of the project. Establishing and maintaining a
culture of quality is key to achieving a quality project. The Contractor shall establish, provide, and maintain
an effective Contractor Quality Control Program (CQCP) that details the methods and procedures that will
be taken to assure that all materials and completed construction required by this contract conform to
contract plans, technical specifications and other requirements, whether manufactured by the Contractor,
or procured from subcontractors or vendors. Although guidelines are established and certain minimum
requirements are specified here and elsewhere in the contract technical specifications, the Contractor shall
assume full responsibility for accomplishing the stated purpose.

The Contractor shall establish a CQCP that will:

a. Provide qualified personnel to develop and implement the CQCP.

b. Provide for the production of acceptable quality materials.

c. Provide sufficient information to assure that the specification requirements can be met.

d. Document the CQCP process.
The Contractor shall not begin any construction or production of materials to be incorporated into the
completed work until the CQCP has been reviewed and approved by the Resident Project Representative

(RPR). No partial payment will be made for materials subject to specific quality control (QC) requirements
until the CQCP has been reviewed and approved.

The QC requirements contained in this section and elsewhere in the contract technical specifications are in
addition to and separate from the quality assurance (QA) testing requirements. QA testing requirements
are the responsibility of the RPR or Contractor as specified in the specifications.

A Quality Control (QC)/Quality Assurance (QA) workshop with the Engineer, Resident Project
Representative (RPR), Contractor, subcontractors, testing laboratories, and Owner’s representative must
be held prior to start of construction. The QC/QA workshop will be facilitated by the Contractor at the pre-
construction conference. Items to be addressed, at a minimum, will include:

a. Review of the CQCP including submittals, QC Testing, Action & Suspension Limits for Production,
Corrective Action Plans, Distribution of QC reports, and Control Charts.

b. Discussion of the QA program.

c. Discussion of the QC and QA Organization and authority including coordination and information
exchange between QC and QA.

d. Establish regular meetings to discuss control of materials, methods and testing.

e. Establishment of the overall QC culture.

Dibble C-100-1 Contractor Quality Control Program
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100-2 Description of program.

a. General description. The Contractor shall establish a CQCP to perform QC inspection and
testing of all items of work required by the technical specifications, including those performed by
subcontractors. The CQCP shall ensure conformance to applicable specifications and plans with respect to
materials, off-site fabrication, workmanship, construction, finish, and functional performance. The CQCP
shall be effective for control of all construction work performed under this Contract and shall specifically
include surveillance and tests required by the technical specifications, in addition to other requirements of
this section and any other activities deemed necessary by the Contractor to establish an effective level of

QC.

b. Contractor Quality Control Program (CQCP). The Contractor shall describe the CQCP
in a written document that shall be reviewed and approved by the RPR prior to the start of any production,
construction, or off-site fabrication. The written CQCP shall be submitted to the RPR for review and
approval at least 10 calendar days before the CQCP Workshop. The Contractor’s CQCP and QC testing
laboratory must be approved in writing by the RPR prior to the Notice to Proceed (NTP).

The CQCP shall be organized to address, as a minimum, the following:

1. QC organization and resumes of key staff

Project progress schedule

Submittals schedule

Inspection requirements
QC testing plan

Documentation of QC activities and distribution of QC reports

Requirements for corrective action when QC and/or QA acceptance criteria are not met

® N O ! AW N

Material quality and construction means and methods. Address all elements applicable to the
project that affect the quality of the pavement structure including subgrade, subbase, base, and
surface course. Some elements that must be addressed include, but is not limited to mix design,
aggregate grading, stockpile management, mixing and transporting, placing and finishing, quality
control testing and inspection, smoothness, laydown plan, equipment, and temperature
management plan.

The Contractor must add any additional elements to the CQCP that is necessary to adequately control all
production and/or construction processes required by this contract.

100-3 CQCP organization. The CQCP shall be implemented by the establishment of a QC
organization. An organizational chart shall be developed to show all QC personnel, their authority, and how
these personnel integrate with other management/production and construction functions and personnel.

The organizational chart shall identify all QC staff by name and function, and shall indicate the total staff
required to implement all elements of the CQCP, including inspection and testing for each item of work. If
necessary, different technicians can be used for specific inspection and testing functions for different items
of work. If an outside organization or independent testing laboratory is used for implementation of all or
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part of the CQCP, the personnel assigned shall be subject to the qualification requirements of paragraphs
100-03a and 100-03b. The organizational chart shall indicate which personnel are Contractor employees
and which are provided by an outside organization.

The QC organization shall, as a minimum, consist of the following personnel:

a. Program Administrator. The Contractor Quality Control Program Administrator (CQCPA)
must be a full-time employee of the Contractor, or a consultant engaged by the Contractor. The CQCPA
must have a minimum of five (5) years of experience in QC pavement construction with prior QC experience
on a project of comparable size and scope as the contract.

Included in the five (5) years of paving/QC experience, the CQCPA must meet at least one of the
following requirements:

1. Professional Engineer with one (1) year of airport paving experience.
2. Engineer-in-training with two (2) years of airport paving experience.

3. National Institute for Certification in Engineering Technologies (NICET) Civil Engineering
Technology Level IV with three (3) years of airport paving experience.

4. Anindividual with four (4) years of airport paving experience, with a Bachelor of Science Degree in
Civil Engineering, Civil Engineering Technology or Construction.

The CQCPA must have full authority to institute any and all actions necessary for the successful
implementation of the CQCP to ensure compliance with the contract plans and technical specifications. The
CQCPA authority must include the ability to immediately stop production until materials and/or processes
are in compliance with contract specifications. The CQCPA must report directly to a principal officer of the
construction firm. The CQCPA may supervise the Quality Control Program on more than one project
provided that person can be at the job site within two (2) hours after being notified of a problem.

b. QC technicians. A sufficient number of QC technicians necessary to adequately implement the
CQCP must be provided. These personnel must be either Engineers, engineering technicians, or
experienced craftsman with qualifications in the appropriate field equivalent to NICET Level II in Civil
Engineering Technology or higher, and shall have a minimum of two (2) years of experience in their area of
expertise.

The QC technicians must report directly to the CQCPA and shall perform the following functions:

1. Inspection of all materials, construction, plant, and equipment for conformance to the technical
specifications, and as required by paragraph 100-6.

2. Performance of all QC tests as required by the technical specifications and paragraph100-8.
3. Performance of tests for the RPR when required by the technical specifications.

Certification at an equivalent level of qualification and experience by a state or nationally recognized
organization will be acceptable in lieu of NICET certification.

Dibble C-100-3 Contractor Quality Control Program
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c. Staffing levels. The Contractor shall provide sufficient qualified QC personnel to monitor each
work activity at all times. Where material is being produced in a plant for incorporation into the work,
separate plant and field technicians shall be provided at each plant and field placement location. The
scheduling and coordinating of all inspection and testing must match the type and pace of work activity.
The CQCP shall state where different technicians will be required for different work elements.

100-4 Project progress schedule. Critical QC activities must be shown on the project schedule as
required by Section 80, paragraph 80-03, Execution and Progress.

100-5 Submittals schedule. The Contractor shall submit a detailed listing of all submittals (for
example, mix designs, material certifications) and shop drawings required by the technical specifications.
The listing can be developed in a spreadsheet format and shall include as a minimum:

a. Specification item number

b. Item description

€. Description of submittal

d. Specification paragraph requiring submittal

e. Scheduled date of submittal

100-6 Inspection requirements. QC inspection functions shall be organized to provide inspections
for all definable features of work, as detailed below. All inspections shall be documented by the Contractor
as specified by paragraph 100-9.

Inspections shall be performed as needed to ensure continuing compliance with contract requirements until
completion of the particular feature of work. Inspections shall include the following minimum
requirements:

a. During plant operation for material production, QC test results and periodic inspections shall be
used to ensure the quality of aggregates and other mix components, and to adjust and control mix
proportioning to meet the approved mix design and other requirements of the technical specifications. All
equipment used in proportioning and mixing shall be inspected to ensure its proper operating condition.
The CQCP shall detail how these and other QC functions will be accomplished and used.

b. During field operations, QC test results and periodic inspections shall be used to ensure the quality
of all materials and workmanship. All equipment used in placing, finishing, and compacting shall be
inspected to ensure its proper operating condition and to ensure that all such operations are in conformance
to the technical specifications and are within the plan dimensions, lines, grades, and tolerances specified.
The CQCP shall document how these and other QC functions will be accomplished and used.

100-7 Contractor QC testing facility.

a. For projects that include MAG Section 321, Item P-401, Item P-403, and Item P-404, the
Contractor shall ensure facilities, including all necessary equipment, materials, and current reference
standards, are provided that meet requirements in the following paragraphs of ASTM D3666, Standard

Dibble C-100-4 Contractor Quality Control Program
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Specification for Minimum Requirements for Agencies Testing and Inspecting Road and Paving
Materials:

1.  Equipment Calibration and Checks;

2. Equipment Calibration, Standardization, and Check Records;

3. Test Methods and Procedures

b. For projects that include P-501, the Contractor shall ensure facilities, including all necessary
equipment, materials, and current reference standards, are provided that meet requirements in the

following paragraphs of ASTM C1077, Standard Practice for Agencies Testing Concrete and Concrete
Aggregates for Use in Construction and Criteria for Testing Agency Evaluation:

1. Test Methods and Procedures

2. Facilities, Equipment, and Supplemental Procedures
100-8 QC testing plan. As a part of the overall CQCP, the Contractor shall implement a QC testing
plan, as required by the technical specifications. The testing plan shall include the minimum tests and test

frequencies required by each technical specification Item, as well as any additional QC tests that the
Contractor deems necessary to adequately control production and/or construction processes.

The QC testing plan can be developed in a spreadsheet fashion and shall, as a minimum, include the
following;:
a. Specification item number (e.g., P-401, MAG Section 321)
b. Item description (e.g., Hot Mix Asphalt Pavements)
Test type (e.g., gradation, grade, asphalt content)

d. Test standard (e.g., ASTM or American Association of State Highway and Transportation Officials
(AASHTO) test number, as applicable)

e. Test frequency (e.g., as required by technical specifications or minimum frequency when
requirements are not stated)

f. Responsibility (e.g., plant technician)
g. Control requirements (e.g., target, permissible deviations)
The QC testing plan shall contain a statistically-based procedure of random sampling for acquiring test

samples in accordance with ASTM D3665. The RPR shall be provided the opportunity to witness QC
sampling and testing.

All QC test results shall be documented by the Contractor as required by paragraph 100-9.
100-9 Documentation. The Contractor shall maintain current QC records of all inspections and tests

performed. These records shall include factual evidence that the required QC inspections or tests have been
performed, including type and number of inspections or tests involved; results of inspections or tests;

Dibble C-100-5 Contractor Quality Control Program
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nature of defects, deviations, causes for rejection, etc.; proposed remedial action; and corrective actions
taken.

These records must cover both conforming and defective or deficient features, and must include a statement
that all supplies and materials incorporated in the work are in full compliance with the terms of the contract.
Legible copies of these records shall be furnished to the RPR daily. The records shall cover all work placed
subsequent to the previously furnished records and shall be verified and signed by the CQCPA.

Contractor QC records required for the contract shall include, but are not necessarily limited to, the
following records:

a. Daily inspection reports. Each Contractor QC technician shall maintain a daily log of all
inspections performed for both Contractor and subcontractor operations. These technician’s daily reports
shall provide factual evidence that continuous QC inspections have been performed and shall, as a
minimum, include the following:

1. Technical specification item number and description

Compliance with approved submittals

Proper storage of materials and equipment
Proper operation of all equipment
Adherence to plans and technical specifications

Summary of any necessary corrective actions

Safety inspection.

® N O W oA W N

Photographs and/or video

The daily inspection reports shall identify all QC inspections and QC tests conducted, results of
inspections, location and nature of defects found, causes for rejection, and remedial or corrective actions
taken or proposed.

The daily inspection reports shall be signed by the responsible QC technician and the CQCPA. The RPR
shall be provided at least one copy of each daily inspection report on the work day following the day of
record. When QC inspection and test results are recorded and transmitted electronically, the results must
be archived.

b. Daily test reports. The Contractor shall be responsible for establishing a system that will
record all QC test results. Daily test reports shall document the following information:
1. Technical specification item number and description

Test designation

Location

Date of test

U oA W N

Control requirements

Dibble C-100-6 Contractor Quality Control Program
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6. Test results
7. Causes for rejection
8. Recommended remedial actions

9. Retests

Test results from each day’s work period shall be submitted to the RPR prior to the start of the next
day’s work period. When required by the technical specifications, the Contractor shall maintain statistical
QC charts. When QC daily test results are recorded and transmitted electronically, the results must be
archived.

100-10 Corrective action requirements. The CQCP shall indicate the appropriate action to be
taken when a process is deemed, or believed, to be out of control (out of tolerance) and detail what action
will be taken to bring the process into control. The requirements for corrective action shall include both
general requirements for operation of the CQCP as a whole, and for individual items of work contained in
the technical specifications.

The CQCP shall detail how the results of QC inspections and tests will be used for determining the need for
corrective action and shall contain clear rules to gauge when a process is out of control and the type of
correction to be taken to regain process control.

When applicable or required by the technical specifications, the Contractor shall establish and use statistical
QC charts for individual QC tests. The requirements for corrective action shall be linked to the control
charts.

100-11 Inspection and/or observations by the RPR. All items of material and equipment are
subject to inspection and/or observation by the RPR at the point of production, manufacture or shipment
to determine if the Contractor, producer, manufacturer or shipper maintains an adequate QC system in
conformance with the requirements detailed here and the applicable technical specifications and plans. In
addition, all items of materials, equipment and work in place shall be subject to inspection and/or
observation by the RPR at the site for the same purpose.

Inspection and/or observations by the RPR does not relieve the Contractor of performing QC inspections
of either on-site or off-site Contractor’s or subcontractor’s work.

100-12 Noncompliance.
a. The Resident Project Representative (RPR) will provide written notice to the Contractor of any

noncompliance with their CQCP. After receipt of such notice, the Contractor must take corrective action.

b. When QC activities do not comply with either the CQCP or the contract provisions or when the
Contractor fails to properly operate and maintain an effective CQCP, and no effective corrective actions
have been taken after notification of non-compliance, the RPR will recommend the Owner take the
following actions:

1. Order the Contractor to replace ineffective or unqualified QC personnel or subcontractors and/or

Dibble C-100-7 Contractor Quality Control Program
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2. Order the Contractor to stop operations until appropriate corrective actions are taken.

METHOD OF MEASUREMENT

100-13 Basis of measurement and payment. Contractor Quality Control Program (CQCP) is for
the personnel, tests, facilities and documentation required to implement the CQCP. The CQCP will be paid
as a lump sum with the following schedule of partial payments:

a. With first pay request, 30% with approval of CQCP and completion of the Quality Control
(QC)/Quality Assurance (QA) workshop.

b. After completion of the existing aggregate base course, an additional 20%.
c. After completion of the service road, an additional 20%.
d. After completion of the asphalt surface course, an additional 20%

e. After final inspection and acceptance of project, the final 10%.

BASIS OF PAYMENT

100-14 Payment will be made under:
Item C-100-14.1 Contractor Quality Control Program (CQCP) - per Lump Sum

REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

National Institute for Certification in Engineering Technologies (NICET)
ASTM International (ASTM)

ASTM Cio77 Standard Practice for Agencies Testing Concrete and Concrete Aggregates for Use
in Construction and Criteria for Testing Agency Evaluation

ASTM D3665 Standard Practice for Random Sampling of Construction Materials

ASTM D3666 Standard Specification for Minimum Requirements for Agencies Testing and

Inspecting Road and Paving Materials

END OF ITEM C-100

Dibble C-100-8 Contractor Quality Control Program
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Item C-102 Temporary Air and Water Pollution, Soil Erosion, and
Siltation Control

DESCRIPTION

102-1.1 This item shall consist of temporary control measures as shown on the plans or as ordered by the
Resident Project Representative (RPR) during the life of a contract to control pollution of air and water, soil
erosion, and siltation through the use of silt fences, berms, dikes, dams, sediment basins, fiber mats, gravel,
mulches, grasses, slope drains, and other erosion control devices or methods.

Temporary erosion control shall be in accordance with the approved erosion control plan; the approved
Construction Safety and Phasing Plan (CSPP) and AC 150/5370-2, Operational Safety on Airports During
Construction. The temporary erosion control measures contained herein shall be coordinated with the
permanent erosion control measures specified as part of this contract to the extent practical to assure
economical, effective, and continuous erosion control throughout the construction period.

Temporary control may include work outside the construction limits such as borrow pit operations,
equipment and material storage sites, waste areas, and temporary plant sites.

Temporary control measures shall be designed, installed and maintained to minimize the creation of
wildlife attractants that have the potential to attract hazardous wildlife on or near public-use airports.

102-1.2 This project is subject to the terms and conditions of Arizona Pollutant Discharge Elimination
System (AZPDES) General Permit No. AZG2025-001 for Storm Water Discharges Associated with
Construction Activities (2025 CGP). Under the provisions of the 2025 CGP, both the County and the
Contractor shall be designated as operators, and both must ensure compliance with the terms and
conditions contained therein.

Work under this item shall consist of preparing all required documents and certifications, performing

inspections, and furnishing all materials, labor, and equipment necessary to comply with all requirements
of 2025 CGP.

MATERIALS
102-2.1 Grass. Grass that will not compete with the grasses sown later for permanent cover per Item T-
901 shall be a quick-growing species (such as ryegrass, Italian ryegrass, or cereal grasses) suitable to the
area providing a temporary cover. Selected grass species shall not create a wildlife attractant.
102-2.2 Mulches. Not used.

102-2.3 Fertilizer. Not used.

102-2.4 Slope drains. Not used.

Dibble C-102-1 Temporary Air and Water Pollution,
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102-2.5 Silt fence. Not used.

102-2.6 Organic Filter Barrier. An Organic Filter Barrier shall consist of a tubular filament mesh
filled with composted organic matter placed and formed into a stable network such that erosion and
construction runoff can be mitigated. Organic Filter Barriers shall meet the requirements for ASTM D6707
and Flood Control District of Maricopa County (FCDMC) Best Management Practices (BMP) Sediment and
Pollutant Control (SPC) SPC-5.

102-2.7 Stabilized Construction Entrance. A stabilized construction entrance shall consist of a
gravel pad atop a high survivability fabric for traffic entering or exiting the construction site where
sedimentation, clay, silt, or other pollutants would otherwise be tracked onto the existing roadway or
adjacent waterways. Stabilized construction entrances shall meet the requirements of FCDMC BMP Erosion
Control (EC) EC-5.

102-2.8 Check Dam. Check Dams shall meet the requirements of FCDMC BMP SPC SPC-4.

102-2.9 Other. All other materials shall meet commercial grade standards and shall be approved by the
RPR before being incorporated into the project.

CONSTRUCTION REQUIREMENTS

102-3.1 General. In the event of conflict between these requirements and pollution control laws, rules,
or regulations of other federal, state, or local agencies, the more restrictive laws, rules, or regulations shall

apply.

The RPR shall be responsible for assuring compliance to the extent that construction practices, construction
operations, and construction work are involved.

102-3.2 Schedule. Prior to the start of construction, the Contractor shall submit schedules in
accordance with the approved Construction Safety and Phasing Plan (CSPP) and the plans for
accomplishment of temporary and permanent erosion control work for clearing and grubbing; grading;
construction; paving; and structures at watercourses. The Contractor shall also submit a proposed method
of erosion and dust control on haul roads and borrow pits and a plan for disposal of waste materials. Work
shall not be started until the erosion control schedules and methods of operation for the applicable
construction have been accepted by the RPR.

102-3.3 Construction details. The Contractor will be required to incorporate all permanent erosion
control features into the project at the earliest practicable time as outlined in the plans and approved CSPP.
Except where future construction operations will damage slopes, the Contractor shall perform the
permanent seeding and mulching and other specified slope protection work in stages, as soon as substantial
areas of exposed slopes can be made available. Temporary erosion and pollution control measures will be
used to correct conditions that develop during construction that were not foreseen during the design stage;
that are needed prior to installation of permanent control features; or that are needed temporarily to control
erosion that develops during normal construction practices, but are not associated with permanent control
features on the project.

Dibble C-102-2 Temporary Air and Water Pollution,
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Where erosion may be a problem, schedule and perform clearing and grubbing operations so that grading
operations and permanent erosion control features can follow immediately if project conditions permit.
Temporary erosion control measures are required if permanent measures cannot immediately follow
grading operations. The RPR shall limit the area of clearing and grubbing, excavation, borrow, and
embankment operations in progress, commensurate with the Contractor’s capability and progress in
keeping the finish grading, mulching, seeding, and other such permanent control measures current with
the accepted schedule. If seasonal limitations make such coordination unrealistic, temporary erosion
control measures shall be taken immediately to the extent feasible and justified as directed by the RPR.

The Contractor shall provide immediate permanent or temporary pollution control measures to minimize
contamination of adjacent streams or other watercourses, lakes, ponds, or other areas of water
impoundment as directed by the RPR. If temporary erosion and pollution control measures are required
due to the Contractor’s negligence, carelessness, or failure to install permanent controls as a part of the
work as scheduled or directed by the RPR, the work shall be performed by the Contractor and the cost shall
be incidental to this item.

The RPR may increase or decrease the area of erodible earth material that can be exposed at any time based
on an analysis of project conditions.

The erosion control features installed by the Contractor shall be maintained by the Contractor during the
construction period.

Provide temporary structures whenever construction equipment must cross watercourses at frequent
intervals. Pollutants such as fuels, lubricants, bitumen, raw sewage, wash water from concrete mixing
operations, and other harmful materials shall not be discharged into any waterways, impoundments or into
natural or manmade channels.

102-3.4 Installation, maintenance and removal of silt fence. Not used.

PERMIT REQUIREMENTS

102-4.1 Please note that the terms and conditions of Arizona Pollutant Discharge Elimination System
(AZPDES) Construction General Permit (CGP) No. AZG2025-001 for Storm Water Discharges Associated
with Construction Activity (2025 CGP), except to the extent that more explicit or more stringent
requirements are written directly into the contract documents, have the same force and effect (and are made
a part of the contract documents by reference) as if copied directly into the contract documents, or as if
published copies are bound herewith.

Both the Airport and the Contractor are designated as operators of the construction site. Both must
complete a joint Notice of Intent (NOI) with both the Airport and the Contractor listed on the NOI and the
Storm Water Pollution Prevention Plan (SWPPP) to comply with the terms and conditions of the 2025 CGP.

Dibble C-102-3 Temporary Air and Water Pollution,
April 2026 Soil Erosion, and Siltation Control



m}\_\ Sedona Airport
Y/A\\//A\FJAI Helicopter Six-Pack Reconstruction
FAA AIP No. 3-04-0033-033-2026

—COUNTY —

The NOI's must be signed by the contractor in accordance with the signatory requirements of the 2025 CGP
and must contain all required eligibility certifications. The Project Manager for the Airport will ensure that
both the Contractor’s and the Airport’s completed and signed NOI'’s are submitted to the ADEQ.

It shall be the responsibility of the Contractor to prepare a joint SWPPP and both the Airport and the
Contractor must ensure its compliance with the minimum conditions of the 2025 CGP, including measures
to protect impaired or unique waters, measures to protect threatened and/or endangered species, and
measures to protect properties eligible for protection under the National Historic Preservation Act. The
SWPPP must reflect the Contractor’s entire scope of activities at the job site as anticipated for the duration
of the construction activities. The Contractor must indicate in the SWPPP those changes in job site
requirements and for the order of work performance that will require modifications to the SWPPP and
include those modifications in the SWPPP.

Once completed, it shall be the responsibility of the Airport to review and approve the SWPPP prior to the
start of work. The preconstruction conference shall not be held and the Contractor shall not be allowed to
start work until the Airport has approved the SWPPP as being adequate and in accordance with the
requirements of the 2025 CGP. The Airport shall approve or not approve the SWPPP within seven (7)
calendar days after receipt of the SWPPP from the Contractor for purposes of review. Failure of the
Contractor and the Airport to reach agreement on the adequacy of the SWPPP prior to the preconstruction
conference will delay the start of work. The Contractor shall not be entitled to additional compensation for
costs that result from such delay in the construction start date.

The SWPPP is not to be submitted to the ADEQ unless directed to do so by the Airport or in response to a
direct request from the ADEQ Director (or authorized representative). If the SWPPP must be submitted to
the ADEQ for review and approval, authorization to discharge under the 2025 CGP may be withheld by
ADEQ for up to thirty-two (32) business days after receipt of the SWPPP.

It shall be the responsibility of the Contractor to implement the SWPPP, and ensure day-to-day compliance
with the terms and conditions of the SWPPP and the 2025 CGP The Contractor shall, with the approval of
the Airport Project Coordinator, update and revise the SWPPP as necessary throughout the duration of the
project to ensure compliance with the 2025 CGP requirements.

The Contractor shall retain a copy of the SWPPP and the 2025 CGP at a central location on the job site for
the use of all operators whenever they are on the construction site. A copy of the signed SWPPP must be
retained on the construction site or at another location easily accessible during normal working hours.

All subcontractors and construction site operators having control over only a portion of the construction
site shall comply with the requirements of the 2025 CGP and the common SWPPP under the supervision of
the Contractor. The Contractor shall ensure that all partial site operators having day-today operational
control of activities necessary to ensure compliance with the SWPPP or other permit requirements submit
NOIs to ADEQ as required by the 2025 CGP. Subcontractors and partial site operators shall ensure that
their activities do not render any other party’s pollution prevention plan measures ineffective.

The Contractor shall obtain and incorporate into the SWPPP copies of all NOIs required by the 2025 CGP.
The Contractor shall ensure that all required documents are complete and accurate, and all required NOIs
are received by ADEQ at least two (2) business days before a contractor, subcontractor, or partial site
operator is allowed to perform any work at the construction site.
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The Contractor shall submit the Contractor’s completed and signed NOI form to the ADEQ through the
myDEQ through the ADEQ website (www.azdeq.gov).

The Contractor shall provide a copy of the Contractor’s completed and signed NOI form to the Airport at
the preconstruction conference. The Contractor shall ensure that a copy of the Contractor’s completed NOI
form along with a copy of the Airport’s completed NOI form is incorporated into the SWPPP. The Contractor
must submit the NOI to the County if so directed by the Airport.

Failure by the Contractor to provide copies of the required completed NOI forms by the time of the
preconstruction conference shall cause a delay in the construction start date. The Contractor shall not be
entitled to additional compensation for costs that result from such delay in the construction start date.

The Contractor may assume coverage under the 2025 CGP two (2) business days after receipt of the NOI by
ADEQ; unless ADEQ provides notification that the NOI needs additional evaluation. Such notification may
be made in writing, electronically, by fax, or by phone; and will typically be made within two (2) business
days after receipt of the NOI. The Contractor cannot assume coverage under the permit and must delay the
start of construction for a period of thirty-two (32) business days after receipt of the NOI by ADEQ, unless
additional notice is received from ADEQ during this time period. If there is no additional notice, the
Contractor may assume coverage under the 2025 CGP and initiate construction activities at the end of the
32 business days.

102-4.2 The SWPPP must be prepared prior to submitting the NOI to ADEQ for coverage under the 2025
CGP, and the Contractor must implement the SWPPP as written from the initial commencement of
construction activity until final stabilization is complete. A Draft SWPPP Plan Template is included in the
project plans for use by the Contractor in preparing the final SWPPP. The SWPPP must be prepared in
accordance with good engineering practice, and must:

a. Identify potential sources of pollution which may reasonably be expected to affect the quality of
storm water discharges from the construction site;

b. Identify, describe and ensure implementation of Best Management Practices (BMPs) that will be
used to reduce the amount of pollutants in storm water discharges from the construction site;

€. Assure compliance with the terms and conditions of the 2025 CGP; and
d. Identify the party responsible for on-site implementation of the SWPPP.
Specific requirements for the contents of the SWPPP include identification of all operators of the project

site, and the areas over which each operator has control. The SWPPP must also provide a description of the
nature of the construction activity that includes:

a. A description of the project and its intended use after the Notice of Termination (NOT) is filed (e.g.
a municipal park, a municipal building, high density housing, a city street, a water treatment plant,
a municipal airport, etc.);

b. A description of the intended sequence of activities that disturb the soil at the site (e.g. grubbing,
excavation, grading, utilities, infrastructure installation, etc.);
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c. The total area of the site, and an estimate of the total area of the site expected to be disturbed by
excavation, grading, or other activities, including off-site barrow and fill areas;

d. An estimate of the runoff coefficient of the site for both the pre-construction and postconstruction
conditions, and data describing the soil and any existent data on the quality of any discharge from
the site;

e. Ageneral location map (e.g. USGS quadrangle map, a portion of a city or county map, or other map)
with enough detail to identify the location of the construction site and the receiving waters within
one mile of the site.

The SWPPP must contain a legible site map completed to scale that shows the entire site, and identifies:

a. The directions of storm water flow (e.g. use arrows to show which way or ways storm water will
flow on, through, and off the site), and the approximate slopes anticipated after major grading
activities;

b. Areas of soil disturbance and areas of no soil disturbance;

C. Locations of structural and non-structural controls identified in the SWPPP;

d. Locations where stabilization practices are expected to occur;

e. Locations of off-site material, waste, borrow areas, or equipment storage areas;
f. Locations of all surface water bodies (including wetlands);

g. Locations where storm water discharges to surface water (including dry washes) and to the
County’s storm sewer system;

h. Locations and registration numbers of on-site drywells;

i. Areas where final stabilization has been accomplished and no further construction-phase permit
requirements apply.

The SWPPP must identify the nearest receiving water or waters, including ephemeral and intermittent
streams, dry sloughs, and arroyos. If applicable, the SWPPP must also identify the area and extent of, and
describe any wetlands near the site that could be disturbed or that could potentially receive discharges from
the disturbed areas of the project.

The SWPPP must identify the location and describe any storm water or non-storm water discharges at the
site associated with activity other than construction and other pollutant sources, such as fueling operations,
on-site material storage areas, waste piles, etc. This includes discharges from dedicated asphalt plants and
dedicated concrete plants that are covered by the 2025 CGP.

The SWPPP must identify and address off-site storage areas or borrow areas that are used solely for this
construction project.

The SWPPP must describe all pollution control measures that will be implemented as part of the
construction project to control pollutants in storm water discharges. For each major activity identified in
the project description, the SWPPP must clearly describe appropriate control measures; the general
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sequence during the construction process when the measures will be implemented; and identify the
construction site operator responsible for the implementation of the described control measures.

Off-site material storage areas (including overburden and stockpiles of dirt, borrow areas, etc.) used solely
by the Contractor for the permitted construction project are considered a part of the project and must be
addressed in the SWPPP.

For purposes of controlling erosion and sediment, the SWPPP must address the following:

a. Erosion and sediment controls must be designed to retain sediment on the construction site to the
extent practicable.

b. All control measures must be properly selected, installed, and maintained per the manufacturer’s
specifications and good engineering practices. If periodic inspections or information is discovered
that indicates a control has been used inappropriately, or installed incorrectly, the Contractor must
replace or modify the control for site situations as soon as practicable and before the next
anticipated storm event.

c. When sediment escapes the construction site, off-site accumulations of sediment must be routinely

removed at a frequency sufficient to ensure no adverse effects on water quality.

The SWPPP must describe good housekeeping procedures to prevent litter, construction debris, and
construction chemicals exposed to storm water from becoming a pollutant source for storm water
discharges.

The SWPPP must include a description of and identify interim and permanent stabilization practices for
the construction site, including a schedule of when the practices will be implemented. The SWPPP shall
document those areas where existing vegetation will be preserved.

The Contractor must initiate stabilization measures within 14 calendar days in those areas where
construction activities have temporarily or permanently ceased, except:

a. Where stabilization by the 14th day is precluded by frozen ground conditions, stabilization
measures must be initiated as soon as practicable.

b. Where construction activity on a portion of the site has temporarily ceased, but earth disturbing
activities will resume in that area within the 14 days. In this event, temporary stabilization measures
do not have to be initiated on that portion of the site.

c. When the site is using vegetative stabilization measures and it is during seasonally arid conditions,
vegetative stabilization measures must be initiated as soon as practicable.
The Contractor must maintain the following records as part of the SWPPP:
a. Dates when major grading activities occur;
b. Dates when construction activities temporarily or permanently cease on a portion of the site;

c. Dates when stabilization measures are initiated and completed, and the reasons for any delay.
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The SWPPP must describe structural practices to divert flows from exposed soils, store flows or otherwise
limit runoff and the discharge of pollutants from exposed areas of the site to the degree attainable.
Placement of structural practices in floodplains should be avoided to the degree attainable. A combination
of sediment and erosion control measures is required to achieve maximum pollutant removal. Sediment
basins and velocity dissipation devices must be utilized and placed in accordance with Part IV.D.5 of the
2025 CGP.

The SWPPP must include a description of post-construction storm water management measures that will
be installed during the construction process to control pollutants in storm water discharges after
construction operations have been completed. Structural measures shall be placed on upland soils to the
degree attainable and must be designed and installed consistent with applicable Airport or County storm
water management requirements.

The SWPPP must identify all allowable sources of non-storm water discharges listed in Part 1.C.2 of the
2025 CGP except for flows from firefighting activities. Non-storm water discharges are to be eliminated or
reduced to the extent feasible. The Contractor must implement appropriate BMPs to minimize pollutants
in any non-storm water discharges and must describe those BMPs in the SWPPP. Except if used in
emergency firefighting, super- chlorinated wastewaters must be held on-site until the chorine dissipates, or
otherwise dechlorinated prior to discharge.

The SWPPP must describe:

a. Measures to prevent the discharge of solid materials, including building materials, to waters of the
United States, except as authorized by a permit issued under section 404 of the Clean Water Act;

b. Measures to minimize off-site vehicle tracking of sediments, to the extent practicable, and the
generation of on-site dust;

c. Construction and waste materials expected to be stored on-site with updates as appropriate. The
SWPPP must also include a description of the controls to reduce pollutants from these materials
including storage practices to minimize exposure of the materials to storm water, and spill
prevention and response practices;

d. Any pollutant sources from areas other than construction (including storm water discharges from
dedicated asphalt plants, dedicated concrete plants, and/or any other nonconstruction pollutant
sources), with details of controls and measures that will be implemented at those sites to minimize
pollutant discharges; and

e. Measures to sufficiently stabilize soil at culvert locations to prevent the formation of rills and gullies
during construction.

The SWPPP must include a copy of the 2025 CGP. Copies of the NOIs submitted to ADEQ and/or copies of
the certificates received from ADEQ specifying the authorization numbers must also be incorporated into
the SWPPP as they become available. If any other agreements with state, federal, or local officials exist that
would affect the provisions or implementation of the SWPPP, copies of these agreements must also be
included in the SWPPP. (Please note: these types of agreements would include grading and drainage
approvals and/or permits, and storm water management approvals and/or permits issued by the County.)
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The SWPPP must be consistent with applicable federal, state, and local requirements for soil and erosion
control or storm water management. The SWPPP may incorporate by reference the appropriate elements
of soil and erosion or storm water management plans required by other agencies. A copy of these
requirements incorporated by reference must be provided as an attachment to the SWPPP and must be
updated as necessary to remain consistent with any revisions made to the requirements by the responsible
agency or agencies.

A schedule for routine inspections of the construction site must be included in the SWPPP. This schedule
must comply with Part IV.H.1 and Part IV.H.2 of the 2025 CGP.

The Contractor must sign the SWPPP in accordance with Part VILK of the 2025 CGP. A copy of the signed
SWPPP must be retained on the construction site or at another location easily accessible during normal
working hours.

102-4.3 The Contractor shall not begin any construction activity until all applicable SWPPP controls,
devices, and practices have been put into place.

In accordance with the terms and conditions of the 2025 CGP, the Contractor shall post the following
documents at the construction site near the main entrance:

a. The AZPDES authorization number for the project or a copy of the NOI if an authorization number
has not yet been assigned,

b. The name and telephone number of a local office or site contact person,
C. Abrief description of the construction project, and

d. The location of the SWPPP if the site is inactive or does not have an on-site location to store the
plan, and the name of the contact person for accessing the SWPPP.

The Contractor shall provide adequate and timely maintenance of vegetation, erosion and sediment control
measures, and other protective measures and/or BMPs identified in the site plan or SWPPP to ensure that
they remain in effective operating condition. Maintenance needs identified through inspections or other
means shall be accomplished as soon as practicable and before the next anticipated storm event. If existing
protective measures need to be modified or additional measures added, implementation of these changes
must be completed before the next anticipated storm event, if practicable. If not practicable,
implementation must be completed as soon as it is practicable. Sediment and debris must be removed from
sediment traps, sediment ponds, trash racks, and similar structures when the design capacity of the
structure has been reduced by fifty (50) percent.

The Contractor shall employ qualified personnel as defined by Part IV.H.3 of the 2025 CGP to inspect
construction site areas in accordance with the requirements of Part IV.H.4 of the 2025 CGP. All inspection
results shall be documented in reports that, at a minimum, include:

a. The inspection date;

b. The name, title, and qualifications of the person or persons performing the inspection. The
qualifications must be either on or attached to the report. Alternatively, if the SWPPP documents

Dibble C-102-9 Temporary Air and Water Pollution,
April 2026 Soil Erosion, and Siltation Control



éz P Sedona Airport

YAVAPAI Helicopter Six-Pack Reconstruction

COLNTY FAA AIP No. 3-04-0033-033-2026

the qualifications of the person or persons performing the inspection, then that portion of the
SWPPP may be referenced;

€. The weather information for the period since the last inspection (or since the start of construction
if this is the first inspection), including the best estimate of the beginning of each storm event, the
duration of each event, the time that has elapsed since the last storm event, and the approximate
amount of rainfall for each event in inches;

d. The location or locations of discharges of sediment or other pollutants from the site; Airport;

e. The location or locations and identification of BMP’s that need to be maintained, failed to operate
as designed, or proved inadequate;

f. Thelocation or locations where additional BMP’s that do not exist at the time of the inspection need
to be implemented;

g. Any corrective actions required, including any changes to the SWPPP that are needed, and the dates
for implementation;

h. Identification of all sources of non-storm water and their associated pollution prevention control
measures; and

i. Identification of material storage areas, and any evidence of or potential for pollutant discharge
from such areas.

The Contractor must retain the inspection reports and any records of follow-up actions taken for a period
of at least three (3) years from the date permit coverage expires or is terminated. Inspection reports must
identify any instance of non-compliance with the terms and conditions of the 2025 CGP. Where no instance
of non-compliance is identified, the report must contain a certification that the construction project or site
is being operated in compliance with the SWPPP and the 2025 CGP. The report shall be signed in
accordance with Part VILK of the permit. Copies of all inspection reports shall be provided to the Airport
at least once each month throughout the duration of the project.

Based on the results of the inspection, the Contractor must modify the SWPPP to include additional or
modified BMPs designed to correct problems identified. These revisions must be completed within seven
(7) calendar days following the inspection. If existing BMPs need to be modified, or if additional BMPs are
needed, implementation must be completed before the next anticipated storm event. If implementation
before the next anticipated storm event is not practicable, implementation must occur as soon as it is
practicable.

The Contractor, with the approval of the Airport, must amend the SWPPP within fifteen (15) business days
whenever:

1. There is a change in design, construction, operation, or maintenance at the construction site that
has a significant effect on the discharge of pollutants to the waters of the United States, and such effect has
not been previously addressed in the SWPPP; or

2. Inspections, monitoring (if required), or investigations by the Contractor, the County, state
officials, or federal officials determine the discharges are causing or contributing to water quality
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exceedances, or the SWPPP is ineffective in eliminating or significantly minimizing pollutants in storm
water discharges from the construction site.

The SWPPP and all reports required under this contract shall be available to the public in accordance with
the requirements of section 308b. of the Clean Water Act. The Contractor shall make plans and reports
available upon request to the ADEQ Director (or authorized representative); State, Tribal, or local agency
with approval authority for sediment and erosion control plans, grading plans, or storm water management
plans; local government officials; or to the operator of a municipal separate storm sewer receiving
discharges from the site in accordance with the terms and conditions of the 2025 CGP.

The ADEQ Director (or authorized representative) may notify the Contractor and/or the Airport at any time
that the SWPPP is inadequate or does not meet one or more of the requirements of Part IV of the 2025 CGP.
Within fifteen (15) business days of receipt of such notification from ADEQ (or as otherwise provided by
ADEQ), the Contractor must make the required changes to the SWPPP and submit to the ADEQ a written
certification that the requested changes were made and implemented. The ADEQ may request submittal or
re-submittal of the SWPPP to verify that all deficiencies have been adequately addressed.

No condition of the 2025 CGP or the SWPPP shall release the Contractor from any responsibilities or
requirements under any other environmental statutes or regulations, including requirements for the
prevention or minimization of the discharge of hazardous substances or oil. If there is a release containing
a hazardous substance or oil in an amount equal to or greater than the reportable quantities established
under federal regulations that has the potential to impact storm water discharges from this site, the
Contractor must report the release to the regulatory agencies in accordance with regulatory requirements.
In addition, the Contractor must modify the SWPPP within fourteen (14) calendar days after gaining
knowledge of the release to provide a description of the release, the circumstances leading to the release,
and the date of the release. The SWPPP must identify measures to minimize and/or prevent the occurrence
of such releases, and appropriate measures for responding to such releases. The 2025 CGP does not
authorize the discharge of any substance resulting from on-site spills, or the discharge of oil or chemicals.

The SWPPP (including a copy of the 2025 CGP) shall be kept on the project site from the date of
commencement of construction activities to the date of submittal of the Notice of Termination (NOT). A
copy of the SWPPP and the permit shall be retained by the Contractor for a period of at least three (3) years
following the date of final stabilization of the construction site. The Contractor shall also retain for the same
three-year period all reports required by the 2025 CGP and all records of data used to complete the NOI.

It shall be the responsibility of the Contractor to ensure that copies of all documents and records retained
by the Contractor in accordance with requirements of the AZPDES permit are also provided to the Airport.

Within thirty (30) days of the date of final stabilization of the construction site, the Contractor shall submit
a completed and properly signed Notice of Termination (NOT) form to the Airport. The Airport will also
complete a NOT form, and will submit both the Contractor’s and the Airport’s NOT to the ADEQ at the
address specified on the NOT form; thereby terminating the Contractor’s and the Airport’s 2025 CGP
coverage for the project.
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METHOD OF MEASUREMENT

102-5.1 Temporary erosion and pollution control work required will be performed as scheduled or
directed by the Engineer. Completed and accepted work will be measured as a Lump Sum.

102-5.2 Control work performed for protection of construction areas outside the construction limits, such
as borrow and waste areas, haul roads, equipment and material storage sites, and temporary plant sites,
will not be measured and paid for directly but shall be considered as a subsidiary obligation of the
Contractor.

102-5.3 No separate measurement will be made for Permanent Check Dams to be installed; per the
requirements of FCDMC BMP SPC SPC-4 with a size of Dy, = 4”.

BASIS OF PAYMENT

102-6.1 Payment will be made under:
Item C-102-6.1 Storm Water Pollution Prevention Plan (SWPPP)— per Lump Sum
REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

Advisory Circulars (AC)
AC150/5200-33 Hazardous Wildlife Attractants on or Near Airports
AC 150/5370-2 Operational Safety on Airports During Construction

ASTM International (ASTM)
ASTM D6461 Standard Specification for Silt Fence Materials

United States Department of Agriculture (USDA)
FAA/USDA Wildlife Hazard Management at Airports, A Manual for Airport Personnel

END OF ITEM C-102
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Item C-105 Mobilization

105-1 Description. This item of work shall consist of, but is not limited to, work and operations
necessary for the movement of personnel, equipment, material and supplies to and from the project site for
work on the project except as provided in the contract as separate pay items.

105-2 Mobilization limit. Mobilization shall be limited to 10 percent of the total project cost.

105-3 Posted notices. Prior to commencement of construction activities, the Contractor must post the
following documents in a prominent and accessible place where they may be easily viewed by all employees
of the prime Contractor and by all employees of subcontractors engaged by the prime Contractor: Equal
Employment Opportunity (EEO) Poster “Equal Employment Opportunity is the Law” in accordance with
the Office of Federal Contract Compliance Programs Executive Order 11246, as amended; Davis Bacon
Wage Poster (WH 1321) - DOL “Notice to All Employees” Poster; and Applicable Davis-Bacon Wage Rate
Determination. These notices must remain posted until final acceptance of the work by the Owner.

105-4 Engineer/RPR field office. An Engineer/RPR field office is not required.

METHOD OF MEASUREMENT

105-5 Basis of measurement and payment. Based upon the contract lump sum price for
“Mobilization” partial payments will be allowed as follows:

a. With first pay request, 50%

b. With second pay request, 40%

c. After Final pay request, 10%

BASIS OF PAYMENT
105-6 Payment will be made under:
Item C-105-6.1 Mobilization (10% Max) - per Lump Sum
REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

Office of Federal Contract Compliance Programs (OFCCP)

Executive Order 11246, as amended
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EEOC-P/E-1 Equal Employment Opportunity is the Law Poster

United States Department of Labor, Wage and Hour Division (WHD)

WH 1321 Employee Rights under the Davis-Bacon Act Poster

END OF ITEM C-105
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Item P-101 Preparation/Removal of Existing Pavements

DESCRIPTION

101-1 This item shall consist of preparation of existing pavement surfaces for overlay, surface treatments,
removal of existing pavement, and other miscellaneous items. The work shall be accomplished in
accordance with these specifications and the applicable plans.

EQUIPMENT AND MATERIALS

101-2 All equipment and materials shall be specified here and in the following paragraphs or approved
by the Resident Project Representative (RPR). The equipment shall not cause damage to the pavement to
remain in place.

CONSTRUCTION

101-3.1 Removal of existing pavement.

The Contractor’s removal operation shall be controlled to not damage adjacent pavement structure, and
base material, cables, utility ducts, pipelines, or drainage structures which are to remain under the
pavement.

a. Concrete pavement removal. Not used.

b. Asphalt pavement removal. Asphalt pavement to be removed shall be cut to the full depth
of the asphalt pavement around the perimeter of the area to be removed. If the material is to be incorporated
into the service road or embankment, it shall be broken to a maximum size of 2 inches.

c. Repair or removal of Base, Subbase, and/or Subgrade. All failed material including
surface, base course, subbase course, and subgrade shall be removed and repaired as shown on the plans or
as directed by the RPR. Materials and methods of construction shall comply with the applicable sections of
these specifications. Any damage caused by Contractor’s removal process shall be repaired at the
Contractor’s expense.

101-3.2 Preparation of joints and cracks prior to overlay/surface treatment.
Not used.

101-3.3 Removal of Foreign Substances/contaminates prior to remarking. Not used.

101-3.4 Concrete spall or failed asphaltic concrete pavement repair.

a. Repair of concrete spalls. Repair of concrete spalls. The Contractor shall repair all spalled
concrete as shown on the plans or as directed by the RPR. The perimeter of the repair shall be saw cut a
minimum of 2 inches outside the affected area and 2 inches deep. Saw cuts should be straight lines forming

Dibble P-101-1 Preparation/Removal of Existing
April 2026 Pavements



m Sedona Airport
YIA\\/IA\PAI Helicopter Six-Pack Reconstruction
FAA AIP No. 3-04-0033-033-2026

—COUNTY —

rectangular areas surrounding the spalled area. Remove unsound concrete and at least 1/2 inch of visually
sound concrete between the saw cut and the joint or crack with a light chipping hammer. Remove all loose
material by hand and vacuum to minimize any damage to the remaining pavement. Clean the spall repair
area with high-pressure water. Place nonabsorbent board or other approved material (Step 1) in the existing
joint and form a new joint sealant reservoir adjacent to the repair area. Maintain the joint through the full
depth of the spall repair and prevent a bond between the patch and the adjacent slab. Prepare the surface
of the joint repair area in accordance with the manufacturer’s recommendations for the material used for
the repair. This may require treating the surface of the spall repair with a neat cement grout or a liquid
bonding agent or a prime coat of epoxy resin, Type III, Grade I. The removed area shall be filled with a low
slump concrete or mortar or with epoxy resin concrete or mortar on the Arizona Department of
Transportation Approved Products List (APL), latest edition, Section 1016 Structural Concrete Patching or
other material approved by the Engineer.

b. Asphalt pavement repair. The Contractor shall repair all failed asphalt concrete as shown on
the plans or as directed by the RPR. The failed areas shall be removed as specified in paragraph 101-3.1b.
All failed material including surface, base course, subbase course, and subgrade shall be removed. Materials
and methods of construction shall comply with the applicable sections of these specifications.

101-3.5 Cold milling. Milling shall be performed with a power-operated milling machine or grinder,
capable of producing a uniform finished surface. The milling machine or grinder shall operate without
tearing or gouging the underlaying surface. The milling machine or grinder shall be equipped with grade
and slope controls, and a positive means of dust control. All millings shall be removed and incorporated
into the service road or embankment in areas designated on the plans. Millings shall be broken to a
maximum size of 2 inches. If the Contractor mills or grinds deeper or wider than the plans specify, the
Contractor shall replace the material removed with new material at the Contractor’s Expense.

a. Patching. The milling machine shall be capable of cutting a vertical edge without chipping or
spalling the edges of the remaining pavement and it shall have a positive method of controlling the depth
of cut. The RPR shall layout the area to be milled with a straightedge in increments of 1-foot widths. The
area to be milled shall cover only the failed area. Any excessive area that is milled because the Contractor
doesn’t have the appropriate milling machine, or areas that are damaged because of his negligence, shall be
repaired by the Contractor at the Contractor’s Expense.

b. Profiling, grade correction, or surface correction. The milling machine shall have a
minimum width of 7 feet and it shall be equipped with electronic grade control devices that will cut the
surface to the grade specified. The tolerances shall be maintained within +0 inch and -1/4 inch the specified
grade. The machine must cut vertical edges and have a positive method of dust control. The machine must
have the ability to remove the millings or cuttings from the pavement and load them into a truck. All
millings shall be removed and incorporated into the service road or embankment in areas designated on
the plans.

c. Clean-up. The Contractor shall sweep the milled surface daily and immediately after the milling
until all residual materials are removed from the pavement surface. Prior to paving, the Contractor shall
wet down the milled pavement and thoroughly sweep and/or blow the surface to remove loose residual
material. Waste materials shall be collected and removed from the pavement surface and adjacent areas by
sweeping or vacuuming. Waste materials shall be removed and disposed in areas designated on the plans.
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101-3.6. Preparation of asphalt pavement surfaces prior to surface treatment.
Existing asphalt pavements to be treated with a surface treatment shall be prepared as follows:

a. Patch asphalt pavement surfaces that have been softened by petroleum derivatives or have failed
due to any other cause. Remove damaged pavement to the full depth of the damage and replace
with new asphalt pavement similar to that of the existing pavement in accordance with paragraph
101-3.4b.

b. Repair joints and cracks in accordance with paragraph 101-3.2.

c. Remove oil or grease that has not penetrated the asphalt pavement by scrubbing with a detergent
and washing thoroughly with clean water. After cleaning, treat these areas with an oil spot primer.

d. Clean pavement surface immediately prior to placing the surface treatment so that it is free of dust,
dirt, grease, vegetation, oil or any type of objectionable surface film.

101-3.7 Maintenance. The Contractor shall perform all maintenance work necessary to keep the
pavement in a satisfactory condition until the full section is complete and accepted by the RPR. The surface
shall be kept clean and free from foreign material. The pavement shall be properly drained at all times. If
cleaning is necessary or if the pavement becomes disturbed, any work repairs necessary shall be performed
at the Contractor’s expense.

101-3.8 Preparation of Joints in Rigid Pavement prior to resealing. Prior to application
of sealant material, clean and dry the joints of all scale, dirt, dust, old sealant, curing compound, moisture
and other foreign matter. The Contractor shall demonstrate, in the presence of the RPR, that the method
used cleans the joint and does not damage the joint.

101-3.8.1 Removal of Existing Joint Sealant. All existing joint sealants will be removed by
plowing or use of hand tools. Any remaining sealant and or debris will be removed by use of wire brushes
or other tools as necessary. Resaw joints removing no more than 1/16 inch from each joint face. Immediately
after sawing, flush out joint with water and other tools as necessary to completely remove the slurry.
101-3.8.2 Cleaning prior to sealing. Immediately before sealing, joints shall be cleaned by
removing any remaining laitance and other foreign material. Allow sufficient time to dry out joints prior to
sealing. Joint surfaces will be surface-dry prior to installation of sealant.

101-3.8.3 Joint sealant. Joint material and installation will be in accordance with Item P-605.
101-3.9 Preparation of Cracks in Flexible Pavement prior to sealing. Not used.
101-3.9.1 Preparation of Crack. Not used.

101-3.9.2 Removal of Existing Crack Sealant. Not used.

101-3.9.3 Crack Sealant. Not used.
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101-3.9.4 Removal of Pipe and other Buried Structures.

a. Removal of Existing Pipe Material. Not used.

b. Removal of Inlets/Manhole’s. Not used.

METHOD OF MEASUREMENT

101-4.1 Pavement removal. The unit of measurement for pavement removal shall be the number of
square yards removed by the Contractor. Any pavement removed outside the limits of removal because the
pavement was damaged by negligence on the part of the Contractor shall not be included in the
measurement for payment. No direct measurement or payment shall be made for saw cutting. Saw cutting
shall be incidental to pavement removal. Dowel bar installation shall be incidental to pavement removal.

101-4.2 Sawcut Existing Asphalt Pavement. The unit of measurement for sawcut shall be the
linear foot of joint.

101-4.3 PCCP Spall Repair. The unit of measurement for PCCP Spall Repair shall be per square foot.

BASIS OF PAYMENT

101-5.1 Payment. Payment shall be made at contract unit price for the unit of measurement as
specified above. This price shall be full compensation for furnishing all materials and for all preparation,
hauling, and placing of the material and for all labor, equipment, tools, and incidentals necessary to
complete this item.

Item P 101-5.1 Pavement Removal, Cold Milling, Full Depth (+/- 3-inch) - per square yard
Item P 101-5.2 Sawcut Existing Asphalt Pavement (Full Depth) - per linear foot

Item P 101-5.3 PCCP Spall Repair — per square foot

REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

Adpvisory Circulars (AC)

AC150/5380-6 Guidelines and Procedures for Maintenance of Airport Pavements

ASTM International (ASTM)

ASTM D6690 Standard Specification for Joint and Crack Sealants, Hot Applied, for Concrete
and Asphalt Pavements
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END OF ITEM P-101
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Item P-152 Excavation, Subgrade, and Embankment

DESCRIPTION

152-1.1 This item covers excavation, disposal, placement, and compaction of all materials within the
limits of the work required to construct safety areas, runways, taxiways, aprons, and intermediate areas as
well as other areas for drainage, building construction, parking, or other purposes in accordance with these
specifications and in conformity to the dimensions and typical sections shown on the plans.

152-1.2 Classification. All material excavated shall be classified as defined below:

a. Unclassified excavation. Unclassified excavation shall consist of the excavation and disposal
of all material, regardless of its nature which is not otherwise classified and paid for under one of the
following items.

152-1.3 Unsuitable excavation. Unsuitable material shall be disposed in designated waste areas as
shown on the plans. Materials containing vegetable or organic matter, such as muck, peat, organic silt, or
sod shall be considered unsuitable for use in embankment construction. Material suitable for topsoil may
be used on the embankment slope when approved by the RPR.

If soft, wet, unstable, or unsuitable subgrade material is encountered, the Contractor shall perform one of
the following repair methods (pending verification of existing field conditions and approval of the proposed
repair method by the RPR):

i. For Wet, Suitable Subgrade. Contractor shall over-excavate, disk, and aerate wet suitable
subgrade material to a depth of 24-inches, and compact to a density of not less than 95% of the
maximum density as determined by ASTM D698 after the material has dried sufficiently. This work
shall be considered incidental to unclassified excavation.

ii. For Unsuitable Subgrade. Contractor shall remove the unsuitable subgrade material to a depth
of 24-inches and backfill with asphalt millings generated from the project or engineered fill material
in accordance with the geotechnical report, and compact to a density of not less than 95% of the
maximum density as determined by ASTM D698.

The work required for unsuitable subgrade repair shall only be performed after the RPR has verified

the existing field conditions and concurs with the Contractor’s proposed repair method. This work
shall be considered incidental to unclassified excavation.

CONSTRUCTION METHODS

152-2.1 General. Before beginning excavation, grading, and embankment operations in any area, the
area shall be cleared or cleared and grubbed.
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The suitability of material to be placed in embankments shall be subject to approval by the RPR. All
unsuitable material shall be disposed of off airport property. All waste areas shall be graded
to allow positive drainage of the area and adjacent areas. The surface elevation of waste areas shall be
specified on the plans or approved by the RPR.

When the Contractor’s excavating operations encounter artifacts of historical or archaeological significance,
the operations shall be temporarily discontinued and the RPR notified per Section 70, paragraph 70-20. At
the direction of the RPR, the Contractor shall excavate the site in such a manner as to preserve the artifacts
encountered and allow for their removal. Such excavation will be paid for as extra work.

Areas outside the limits of the pavement areas where the top layer of soil has become compacted by hauling
or other Contractor activities shall be scarified and disked to a depth of 4 inches, to loosen and pulverize
the soil. Stones or rock fragments larger than 4 inches in their greatest dimension will not be permitted in
the top 6 inches of the subgrade.

If it is necessary to interrupt existing surface drainage, sewers or under-drainage, conduits, utilities, or
similar underground structures, the Contractor shall be responsible for and shall take all necessary
precautions to preserve them or provide temporary services. When such facilities are encountered, the
Contractor shall notify the RPR, who shall arrange for their removal if necessary. The Contractor, at their
own expense, shall satisfactorily repair or pay the cost of all damage to such facilities or structures that may
result from any of the Contractor’s operations during the period of the contract.

a. Blasting. Blasting shall not be allowed.

152-2.2 Excavation. No excavation shall be started until the work has been staked out by the
Contractor and the RPR has obtained from the Contractor, the survey notes of the elevations and
measurements of the ground surface. The Contractor and RPR shall agree that the original ground lines
shown on the original topographic mapping are accurate, or agree to any adjustments made to the original
ground lines.

Digital terrain model (DTM) files of the existing surfaces, finished surfaces and other various surfaces were
used to develop the design plans.

Volumetric quantities were calculated by comparing DTM files of the applicable design surfaces and
generating Triangle Volume Reports. Electronic copies of DTM files will be issued to the successful bidder.

Existing grades on the design cross sections or DTM’s, where they do not match the locations of actual spot
elevations shown on the topographic map, were developed by computer interpolation from those spot
elevations. Prior to disturbing original grade, Contractor shall verify the accuracy of the existing ground
surface by verifying spot elevations at the same locations where original field survey data was obtained as
indicated on the topographic map. Contractor shall recognize that, due to the interpolation process, the
actual ground surface at any particular location may differ somewhat from the interpolated surface shown
on the design cross sections or obtained from the DTM’s. Contractor's verification of original ground
surface, however, shall be limited to verification of spot elevations as indicated herein, and no adjustments
will be made to the original ground surface unless the Contractor demonstrates that spot elevations shown
are incorrect. For this purpose, spot elevations which are within 0.1 foot of the stated elevations for ground
surfaces, or within 0.04 foot for hard surfaces (pavements, buildings, foundations, structures, etc.) shall be
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considered “no change”. Only deviations in excess of these will be considered for adjustment of the original
ground surface. If Contractor's verification identifies discrepancies in the topographic map, Contractor shall
notify the RPR in writing at least two weeks before disturbance of existing grade to allow sufficient time to
verify the submitted information and make adjustments to the design cross sections or DTM’s. Disturbance
of existing grade in any area shall constitute acceptance by the Contractor of the accuracy of the original
elevations shown on the topographic map for that area.

All areas to be excavated shall be stripped of vegetation and topsoil. Topsoil shall be stockpiled for future
use in areas designated on the plans or by the RPR. All suitable excavated material shall be used in the
formation of embankment, subgrade, or other purposes as shown on the plans. All unsuitable material shall
be disposed of off Airport Property.

The grade shall be maintained so that the surface is well drained at all times.

When the volume of the excavation exceeds that required to construct the embankments to the grades as
indicated on the plans, the excess shall be used to grade the areas of ultimate development or disposed as
directed by the RPR. When the volume of excavation is not sufficient for constructing the embankments to
the grades indicated, the deficiency shall be obtained from borrow areas on airport property.

a. Selective grading. When selective grading is indicated on the plans, or as directed by the RPR,
the more suitable material designated by the RPR shall be used in constructing the embankment or in
capping the pavement subgrade. If, at the time of excavation, it is not possible to place this material in its
final location, it shall be stockpiled in approved areas until it can be placed. The more suitable material shall
then be placed and compacted as specified. Selective grading shall be considered incidental to the work
involved. The cost of stockpiling and placing the material shall be included in the various pay items of work
involved.

b. Undercutting. Rock, shale, hardpan, loose rock, boulders, or other material unsatisfactory for
safety areas, subgrades, roads, shoulders, or any areas intended for turf shall be excavated to a minimum
depth of 12 inches below the subgrade or to the depth specified by the RPR. Muck, peat, matted roots, or
other yielding material, unsatisfactory for subgrade foundation, shall be removed to the depth specified.
Unsuitable materials shall be disposed off the airport. This excavated material shall be paid for at the
contract unit price per cubic yard for unclassified excavation. The excavated area shall be backfilled with
suitable material obtained from the grading operations or borrow areas and compacted to specified
densities. The necessary backfill will constitute a part of the embankment. Where rock cuts are made,
backfill with select material. Any pockets created in the rock surface shall be drained in accordance with the
details shown on the plans. Undercutting will be paid as unclassified excavation.

c. Over-break. Over-break, including slides, is that portion of any material displaced or loosened
beyond the finished work as planned or authorized by the RPR. All over-break shall be graded or removed
by the Contractor and disposed of as directed by the RPR. The RPR shall determine if the displacement of
such material was unavoidable and their own decision shall be final. Payment will not be made for the
removal and disposal of over-break that the RPR determines as avoidable. Unavoidable over-break will be
classified as “Unclassified Excavation.”

Dibble P-152-3 Excavation, Subgrade, and
April 2026 Embankment



éz P Sedona Airport

YAVAF)AI Helicopter Six-Pack Reconstruction

COUNTY FAA AIP No. 3-04-0033-033-2026

d. Removal of utilities. The removal of existing structures and utilities required to permit the
orderly progress of work will be accomplished by someone other than the Contractor. All existing
foundations shall be excavated at least 2 feet below the top of subgrade or as indicated on the plans, and the
material disposed of as directed by the RPR. All foundations thus excavated shall be backfilled with suitable
material and compacted as specified for embankment or as shown on the plans.

152-2.3 Borrow excavation. Borrow areas within the airport property are indicated on the plans.
Borrow excavation shall be made only at these designated locations and within the horizontal and vertical
limits as staked or as directed by the RPR. All unsuitable material shall be disposed of by the Contractor as
shown on the plans. All borrow pits shall be opened to expose the various strata of acceptable material to
allow obtaining a uniform product. Borrow areas shall be drained and left in a neat, presentable condition
with all slopes dressed uniformly. Borrow areas shall not create a hazardous wildlife attractant.

152-2.4 Drainage excavation. Drainage excavation shall consist of excavating drainage ditches
including intercepting, inlet, or outlet ditches; or other types as shown on the plans. The work shall be
performed in sequence with the other construction. Ditches shall be constructed prior to starting adjacent
excavation operations. All satisfactory material shall be placed in embankment fills; unsuitable material
shall be placed in designated waste areas or as directed by the RPR. All necessary work shall be performed
true to final line, elevation, and cross-section. The Contractor shall maintain ditches constructed on the
project to the required cross-section and shall keep them free of debris or obstructions until the project is
accepted.

152-2.5 Preparation of cut areas or areas where existing pavement has been
removed. In those areas on which a subbase or base course is to be placed, the top 12 inches of subgrade
shall be compacted to not less than 100% of maximum density for non-cohesive soils, and 95% of maximum
density for cohesive soils as determined by ASTM D698. As used in this specification, "non-cohesive" shall
mean those soils having a plasticity index (PI) of less than 3 as determined by ASTM D4318.

152-2.6 Preparation of embankment area. All sod and vegetative matter shall be removed from
the surface upon which the embankment is to be placed. The cleared surface shall be broken up by plowing
or scarifying to a minimum depth of 6 inches and shall then be compacted per paragraph 152-2.10.

Sloped surfaces steeper than one (1) vertical to four (4) horizontal shall be plowed, stepped, benched, or
broken up so that the fill material will bond with the existing material. When the subgrade is part fill and
part excavation or natural ground, the excavated or natural ground portion shall be scarified to a depth of
12 inches and compacted as specified for the adjacent fill.

No direct payment shall be made for the work performed under this section. The necessary clearing and
grubbing and the quantity of excavation removed will be paid for under the respective items of work.

152-2.7 Control Strip. The first half-day of construction of subgrade and/or embankment shall be
considered as a control strip for the Contractor to demonstrate, in the presence of the RPR, that the
materials, equipment, and construction processes meet the requirements of this specification. The sequence
and manner of rolling necessary to obtain specified density requirements shall be determined. The
maximum compacted thickness may be increased to a maximum of 12 inches upon the Contractor’s
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demonstration that approved equipment and operations will uniformly compact the lift to the specified
density. The RPR must witness this demonstration and approve the lift thickness prior to full production.

Control strips that do not meet specification requirements shall be reworked, re-compacted, or removed
and replaced at the Contractor’s expense. Full operations shall not begin until the control strip has been
accepted by the RPR. The Contractor shall use the same equipment, materials, and construction methods
for the remainder of construction, unless adjustments made by the Contractor are approved in advance by
the RPR.

152-2.8 Formation of embankments. The material shall be constructed in lifts as established in
the control strip, but not less than 6 inches nor more than 12 inches of compacted thickness.

When more than one lift is required to establish the layer thickness shown on the plans, the construction
procedure described here shall apply to each lift. No lift shall be covered by subsequent lifts until tests verify
that compaction requirements have been met. The Contractor shall rework, re-compact and retest any
material placed which does not meet the specifications.

The lifts shall be placed, to produce a soil structure as shown on the typical cross-section or as directed by
the RPR. Materials such as brush, hedge, roots, stumps, grass and other organic matter, shall not be
incorporated or buried in the embankment.

Earthwork operations shall be suspended at any time when satisfactory results cannot be obtained due to
rain, freezing, or other unsatisfactory weather conditions in the field. Frozen material shall not be placed in
the embankment nor shall embankment be placed upon frozen material. Material shall not be placed on
surfaces that are muddy, frozen, or contain frost. The Contractor shall drag, blade, or slope the embankment
to provide surface drainage at all times.

The material in each lift shall be within +2% of optimum moisture content before rolling to obtain the
prescribed compaction. The material shall be moistened or aerated as necessary to achieve a uniform
moisture content throughout the lift. Natural drying may be accelerated by blending in dry material or
manipulation alone to increase the rate of evaporation.

The Contractor shall make the necessary corrections and adjustments in methods, materials or moisture
content to achieve the specified embankment density.

The Contractor will take samples of excavated materials which will be used in embankment for testing and
develop a Moisture-Density Relations of Soils Report (Proctor) in accordance with ASTM D698. A new
Proctor shall be developed for each soil type based on visual classification.

Two (2) density tests will be taken by the Contractor for every 1,000 square yards of compacted
embankment for each lift which is required to be compacted, or other appropriate frequencies as
determined by the RPR.

If the material has greater than 30% retained on the 3/4-inch sieve, follow AASHTO T-180 Annex
Correction of maximum dry density and optimum moisture for oversized particles.
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Rolling operations shall be continued until the embankment is compacted to not less than 100% of
maximum density for non-cohesive soils, and 95% of maximum density for cohesive soils as determined by
ASTM D698. Under all areas to be paved, the embankments shall be compacted to a depth of 8 Inches and
to a density of not less than 95 percent of the maximum density as determined by ASTM D698. As used in
this specification, "non-cohesive" shall mean those soils having a plasticity index (PI) of less than 3 as
determined by ASTM D4318.

The in-place field density shall be determined in accordance with ASTM 6938 using Procedure A, the direct
transmission method, and ASTM D6938 shall be used to determine the moisture content of the material.
The machine shall be calibrated in accordance with ASTM D6938. The Contractor’s laboratory shall
perform all density tests in the RPR’s presence and provide the test results upon completion to the RPR for
acceptance. If the specified density is not attained, the area represented by the test or as designated by the
RPR shall be reworked and/or re-compacted and additional random tests made. This procedure shall be
followed until the specified density is reached.

Compaction areas shall be kept separate, and no lift shall be covered by another lift until the proper density
is obtained.

During construction of the embankment, the Contractor shall route all construction equipment evenly over
the entire width of the embankment as each lift is placed. Lift placement shall begin in the deepest portion
of the embankment fill. As placement progresses, the lifts shall be constructed approximately parallel to the
finished pavement grade line.

When rock, concrete pavement, asphalt pavement, and other embankment material are excavated at
approximately the same time as the subgrade, the material shall be incorporated into the outer portion of
the embankment and the subgrade material shall be incorporated under the future paved areas. Stones,
fragmentary rock, and recycled pavement larger than 4 inches in their greatest dimensions will not be
allowed in the top 12 inches of the subgrade. Rockfill shall be brought up in lifts as specified or as directed
by the RPR and the finer material shall be used to fill the voids forming a dense, compact mass. Rock,
cement concrete pavement, asphalt pavement, and other embankment material shall not be disposed of
except at places and in the manner designated on the plans or by the RPR.

When the excavated material consists predominantly of rock fragments of such size that the material cannot
be placed in lifts of the prescribed thickness without crushing, pulverizing or further breaking down the
pieces, such material may be placed in the embankment as directed in lifts not exceeding 2 feet in thickness.
Each lift shall be leveled and smoothed with suitable equipment by distribution of spalls and finer fragments
of rock. The lift shall not be constructed above an elevation 4 feet below the finished subgrade.

There will be no separate measurement of payment for compacted embankment. All costs incidental to
placing in lifts, compacting, discing, watering, mixing, sloping, and other operations necessary for
construction of embankments will be included in the contract price for unclassified excavation.

152-2.9 Proof rolling. The purpose of proof rolling the subgrade is to identify any weak areas in the
subgrade and not for compaction of the subgrade. After compaction is completed, the subgrade area shall
be proof rolled with a 20 ton Tandem axle Dual Wheel Dump Truck loaded to the legal limit with tires
inflated to 100 psi in the presence of the RPR. Apply a coverage as specified by the RPR under pavement
areas. A coverage is defined as the application of one tire print over the designated area. Soft areas of
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subgrade that deflect more than 1 inch or show permanent deformation greater than 1 inch shall be removed
and replaced with suitable material or reworked to conform to the moisture content and compaction
requirements in accordance with these specifications. Removal and replacement of soft areas is incidental
to this item.

152-2.10 Compaction requirements. The subgrade shall be compacted to a depth of 8 inches and
to a density of not less than 95 percent of the maximum dry density as determined by ASTM D698.

The material to be compacted shall be within +2% of optimum moisture content before being rolled to
obtain the prescribed compaction (except for expansive soils). When the material has greater than 30
percent retained on the 34 inch sieve, follow the methods in ASTM D698. Two (2) tests for moisture content
and compaction will be taken at a minimum of 1,000 S.Y. of subgrade. All quality assurance testing shall be
done by the Contractor’s laboratory in the presence of the RPR, and density test results shall be furnished
upon completion to the RPR for acceptance determination.

The in-place field density shall be determined in accordance with ASTM D1556 and ASTM D6938 using
Procedure A, the direct transmission method, and ASTM D6938 shall be used to determine the moisture
content of the material. The machine shall be calibrated in accordance with ASTM D6938 within 12 months
prior to its use on this contract. The gage shall be field standardized daily.

Maximum density refers to maximum dry density at optimum moisture content unless otherwise specified.

If the specified density is not attained, the entire lot shall be reworked and/or re-compacted and additional
random tests made. This procedure shall be followed until the specified density is reached.

All cut-and-fill slopes shall be uniformly dressed to the slope, cross-section, and alignment shown on the
plans or as directed by the RPR and the finished subgrade shall be maintained.

152-2.11 Finishing and protection of subgrade. Finishing and protection of the subgrade is
incidental to this item. Grading and compacting of the subgrade shall be performed so that it will drain
readily. All low areas, holes or depressions in the subgrade shall be brought to grade. Scarifying, blading,
rolling and other methods shall be performed to provide a thoroughly compacted subgrade shaped to the
lines and grades shown on the plans. All ruts or rough places that develop in the completed subgrade shall
be graded, re-compacted, and retested. The Contractor shall protect the subgrade from damage and limit
hauling over the finished subgrade to only traffic essential for construction purposes.

The Contractor shall maintain the completed course in satisfactory condition throughout placement of
subsequent layers. No subbase, base, or surface course shall be placed on the subgrade until the subgrade
has been accepted by the RPR.

152-2.12 Haul. All hauling will be considered a necessary and incidental part of the work. The
Contractor shall include the cost in the contract unit price for the pay of items of work involved. No payment
will be made separately or directly for hauling on any part of the work.

The Contractor's equipment shall not cause damage to any excavated surface, compacted lift or to the
subgrade as a result of hauling operations. Any damage caused as a result of the Contractor's hauling
operations shall be repaired at the Contractor's expense.
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The Contractor shall be responsible for providing, maintaining and removing any haul roads or routes
within or outside of the work area, and shall return the affected areas to their former condition, unless
otherwise authorized in writing by the Owner. No separate payment will be made for any work or materials
associated with providing, maintaining and removing haul roads or routes.

152-2.13 Surface Tolerances. In those areas on which a subbase or base course is to be placed, the
surface shall be tested for smoothness and accuracy of grade and crown. Any portion lacking the required
smoothness or failing in accuracy of grade or crown shall be scarified to a depth of at least 3 inches, reshaped
and re-compacted to grade until the required smoothness and accuracy are obtained and approved by the
RPR. The Contractor shall perform all final smoothness and grade checks in the presence of the RPR. Any
deviation in surface tolerances shall be corrected by the Contractor at the Contractor’s expense.

a. Smoothness. The finished surface shall not vary more than +/- %2 inch when tested with a 12-
foot straightedge applied parallel with and at right angles to the centerline. The straightedge shall be moved
continuously forward at half the length of the 12-foot straightedge for the full length of each line on a 50-
foot grid.

b. Grade. The grade and crown shall be measured on a 50-foot grid and shall be within +/-0.05 feet
of the specified grade.

On safety areas, turfed areas and other designated areas within the grading limits where no subbase or
base is to placed, grade shall not vary more than 0.10 feet from specified grade. Any deviation in excess of
this amount shall be corrected by loosening, adding or removing materials, and reshaping.

152-2.14 Topsoil. When topsoil is specified or required as shown on the plans, it shall be salvaged from
stripping or other grading operations. If, at the time of excavation or stripping, the topsoil cannot be placed
in its final section of finished construction, the material shall be stockpiled at approved locations. Stockpiles
shall be located as shown on the plans and the approved CSPP, and shall not be placed on areas that
subsequently will require any excavation or embankment fill. If, in the judgment of the RPR, it is practical
to place the salvaged topsoil at the time of excavation or stripping, the material shall be placed in its final
position without stockpiling or further re-handling.

Upon completion of grading operations, stockpiled topsoil shall be handled and placed as shown on the
plans. No direct payment will be made for topsoil under Item P-152.

METHOD OF MEASUREMENT

152-3.1 The quantity of unclassified excavation to be paid for shall be the number of cubic yards
measured in its original position. Measurement shall not include the quantity of materials excavated
without authorization beyond normal slope lines, or the quantity of material used for purposes other than
those directed.

Dibble P-152-8 Excavation, Subgrade, and
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BASIS OF PAYMENT

152-4.1 Unclassified excavation payment shall be made at the contract unit price per cubic yard. This
price shall be full compensation for furnishing all materials, labor, equipment, tools, and incidentals
necessary to complete the item.

Payment will be made under:
Item P-152-4.1 Unclassified Excavation - per cubic yard
REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

American Association of State Highway and Transportation Officials (AASHTO)

AASHTO T-180 Standard Method of Test for Moisture-Density Relations of Soils Using a 4.54-kg
(10-1Ib) Rammer and a 457-mm (18-in.) Drop

ASTM International (ASTM)

ASTM D698 Standard Test Methods for Laboratory Compaction Characteristics of Soil Using
Standard Effort (12,400 ft-1bf/ft3 (600 kN-m/m3))

ASTM D1556 Standard Test Method for Density and Unit Weight of Soil in Place by the Sand-
Cone Method

ASTM D1i557 Standard Test Methods for Laboratory Compaction Characteristics of Soil Using
Modified Effort (56,000 ft-1bf/ft3 (2700 kN-m/m3))

ASTM D6938 Standard Test Methods for In-Place Density and Water Content of Soil and Soil-

Aggregate by Nuclear Methods (Shallow Depth)

Adpvisory Circulars (AC)
AC150/5370-2 Operational Safety on Airports During Construction Software

Software

FAARFIELD — FAA Rigid and Flexible Iterative Elastic Layered Design

U.S. Department of Transportation

FAA RD-76-66 Design and Construction of Airport Pavements on Expansive Soils

END OF ITEM P-152

Dibble P-152-9 Excavation, Subgrade, and
April 2026 Embankment



m}\_\ Sedona Airport
Y/A\\//A\FJAI Helicopter Six-Pack Reconstruction
FAA AIP No. 3-04-0033-033-2026

—COUNTY —

Item P-605 Joint Sealants for Pavements

DESCRIPTION

605-1.1 This item shall consist of providing and installing a resilient and adhesive joint sealing material
capable of effectively sealing joints in pavement; joints between different types of pavements; and cracks in
existing pavement.

MATERIALS

605-2.1 Joint sealants. Joint sealant materials shall meet the requirements of ASTM D5893 Standard
Specifications for Cold Applied, Single Component, Chemically Curing Silicone Joint Sealant for Portland
Cement Concrete Pavements and ASTM D669o Standard Specification for Joint and Crack Sealants, Hot
Applied, for Concrete and Asphalt Pavements. Each lot or batch of sealant shall be delivered to the jobsite
in the manufacturer’s original sealed container. Each container shall be marked with the manufacturer’s
name, batch or lot number, the safe heating temperature, and shall be accompanied by the manufacturer’s
certification stating that the sealant meets the requirements of this specification.

605-2.2 Backer rod. The material furnished shall be a compressible, non-shrinking, non-staining,
non-absorbing material that is non-reactive with the joint sealant in accordance with ASTM D5249. The
backer-rod material shall be 25% + 5 % larger in diameter than the nominal width of the joint.

605-2.3 Bond breaking tapes. Not used.

CONSTRUCTION METHODS

605-3.1 Time of application. Joints shall be sealed as soon after completion of the curing period as
feasible and before the pavement is opened to traffic, including construction equipment. The pavement
temperature shall be 50°F and rising at the time of application of the poured joint sealing material. Do not
apply sealant if moisture is observed in the joint.

605-3.2 Equipment. Machines, tools, and equipment used in the performance of the work required by
this section shall be approved before the work is started and maintained in satisfactory condition at all
times. Submit a list of proposed equipment to be used in performance of construction work including
descriptive data, 14 days prior to use on the project.

a. Tractor-mounted routing tool. Provide a routing tool, used for removing old sealant from
the joints, of such shape and dimensions and so mounted on the tractor that it will not damage the sides of
the joints. The tool shall be designed so that it can be adjusted to remove the old material to varying depths
as required. The use of V-shaped tools or rotary impact routing devices will not be permitted. Hand-
operated spindle routing devices may be used to clean and enlarge random cracks.

Dibble P-605-1 Joint Sealants for Pavements
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b. Concrete saw. Provide a self-propelled power saw, with water-cooled diamond or abrasive saw
blades, for cutting joints to the depths and widths specified.

c. Sandblasting equipment. Sandblasting is not allowed.

d. Waterblasting equipment. The Contractor must demonstrate waterblasting equipment
including the pumps, hose, guide and nozzle size, under job conditions, before approval in accordance with
paragraph 605-3.3. The Contractor shall demonstrate, in the presence of the RPR, that the method cleans
the joint and does not damage the joint.

e. Hand tools. Hand tools may be used, when approved, for removing defective sealant from a crack
and repairing or cleaning the crack faces. Hand tools should be carefully evaluated for potential spalling
effects prior to approval for use.

f. Hot-poured sealing equipment. The unit applicators used for heating and installing ASTM
D6690 joint sealant materials shall be mobile and shall be equipped with a double-boiler, agitator-type
kettle with an oil medium in the outer space for heat transfer; a direct-connected pressure-type extruding
device with a nozzle shaped for inserting in the joint to be filled; positive temperature devices for controlling
the temperature of the transfer oil and sealant; and a recording type thermometer for indicating the
temperature of the sealant. The applicator unit shall be designed so that the sealant will circulate through
the delivery hose and return to the inner kettle when not in use.

g. Cold-applied, single-component sealing equipment. The equipment for installing
ASTM D5893 single component joint sealants shall consist of an extrusion pump, air compressor, following
plate, hoses, and nozzle for transferring the sealant from the storage container into the joint opening. The
dimension of the nozzle shall be such that the tip of the nozzle will extend into the joint to allow sealing
from the bottom of the joint to the top. Maintain the initially approved equipment in good working
condition, serviced in accordance with the supplier’s instructions, and unaltered in any way without
obtaining prior approval. Small hand-held air-powered equipment (i.e., caulking guns) may be used for
small applications."

605-3.3 Preparation of joints. Pavement joints for application of material in this specification must
be dry, clean of all scale, dirt, dust, curing compound, and other foreign matter. The Contractor shall
demonstrate, in the presence of the RPR, that the method cleans the joint and does not damage the joint.

a. Sawing. All joints shall be sawed in accordance with specifications and plan details. Immediately
after sawing the joint, the resulting slurry shall be completely removed from joint and adjacent area by
flushing with a jet of water, and by use of other tools as necessary.

b. Sealing. Immediately before sealing, the joints shall be thoroughly cleaned of all remaining
laitance, curing compound, filler, protrusions of hardened concrete, old sealant and other foreign material
from the sides and upper edges of the joint space to be sealed. Cleaning shall be accomplished by
tractor-mounted routing equipment, concrete saw, or waterblaster as specified in paragraph 605-3.2. The
newly exposed concrete joint faces and the pavement surface extending a minimum of 1/2 inch from the
joint edge shall be sandblasted clean. Sandblasting shall be accomplished in a minimum of two passes. One
pass per joint face with the nozzle held at an angle directly toward the joint face and not more than 3 inches

Dibble P-605-2 Joint Sealants for Pavements
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from it. After final cleaning and immediately prior to sealing, blow out the joints with compressed air and
leave them completely free of debris and water. The joint faces shall be surface dry when the seal is applied.

c. Backer Rod. When the joint opening is of a greater depth than indicated for the sealant depth,
plug or seal off the lower portion of the joint opening using a backer rod in accordance with paragraph 605-
2.2 to prevent the entrance of the sealant below the specified depth. Take care to ensure that the backer rod
is placed at the specified depth and is not stretched or twisted during installation.

d. Bond-breaking tape. Not used.

605-3.4 Installation of sealants. Joints shall be inspected for proper width, depth, alignment, and
preparation, and shall be approved by the RPR before sealing is allowed. Sealants shall be installed in
accordance with the following requirements:

Immediately preceding, but not more than 50 feet ahead of the joint sealing operations, perform a final
cleaning with compressed air. Fill the joints from the bottom up to 1/4 inch +1/16 inch below the top of
pavement surface; or bottom of groove for grooved pavement. Remove and discard excess or spilled sealant
from the pavement by approved methods. Install the sealant in such a manner as to prevent the formation
of voids and entrapped air. In no case shall gravity methods or pouring pots be used to install the sealant
material. Traffic shall not be permitted over newly sealed pavement until authorized by the RPR. When a
primer is recommended by the manufacturer, apply it evenly to the joint faces in accordance with the
manufacturer’s instructions. Check the joints frequently to ensure that the newly installed sealant is cured
to a tack-free condition within the time specified.

605-3.5 Inspection. The Contractor shall inspect the joint sealant for proper rate of cure and set,
bonding to the joint walls, cohesive separation within the sealant, reversion to liquid, entrapped air and
voids. Sealants exhibiting any of these deficiencies at any time prior to the final acceptance of the project
shall be removed from the joint, wasted, and replaced as specified at no additional cost to the airport.

605-3.6 Clean-up. Upon completion of the project, remove all unused materials from the site and leave
the pavement in a clean condition.

METHOD OF MEASUREMENT

605-4.1 Joint sealing material shall be measured by the linear foot of sealant in place, completed, and
accepted.

Dibble P-605-3 Joint Sealants for Pavements
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BASIS OF PAYMENT
605-5.1 Payment for joint sealing material shall be made at the contract unit price per linear foot. The
price shall be full compensation for furnishing all materials, for all preparation, delivering, and placing of

these materials, and for all labor, equipment, tools, and incidentals necessary to complete the item.

Payment will be made under:

Item P-605-5.1 Joint Sealing Filler (ASTM D5893)- per linear foot
Item P-605-5.2 PCCP/AC Joint Sealing Filler (ASTM D6690) — per linear foot
REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.
ASTM International (ASTM)

ASTM D789 Standard Test Method for Determination of Relative Viscosity of Polyamide (PA)

ASTM D5249 Standard Specification for Backer Material for Use with Cold- and Hot-Applied
Joint Sealants in Portland-Cement Concrete and Asphalt Joints

ASTM D5893 Standard Specification for Cold Applied, Single Component, Chemically Curing
Silicone Joint Sealant for Portland Cement Concrete Pavements

ASTM D6690 Standard Specification for Joint and Crack Sealants, Hot Applied, for Concrete and
Asphalt

Advisory Circulars (AC)

AC150/5340-30  Design and Installation Details for Airport Visual Aids

END ITEM P-605
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Item P-620 Runway and Taxiway Marking

DESCRIPTION

620-1.1 This item shall consist of the preparation and painting of numbers, markings, and stripes on the
surface of runways, taxiways, and aprons, in accordance with these specifications and at the locations shown
on the plans, or as directed by the Resident Project Representative (RPR). The terms “paint” and “marking
material” as well as “painting” and “application of markings” are interchangeable throughout this
specification.

MATERIALS

620-2.1 Materials acceptance. The Contractor shall furnish manufacturer’s certified test reports,
for materials shipped to the project. The certified test reports shall include a statement that the materials
meet the specification requirements. This certification along with a copy of the paint manufacturer’s surface
preparation; marking materials, including adhesion, flow promoting and/or floatation additive; and
application requirements must be submitted and approved by the Resident Project Representative (RPR)
prior to the initial application of markings. The reports can be used for material acceptance or the RPR may
perform verification testing. The reports shall not be interpreted as a basis for payment. The Contractor
shall notify the RPR upon arrival of a shipment of materials to the site. All material shall arrive in sealed
containers that are easily quantifiable for inspection by the RPR.

620-2.2 Marking materials.

Table 1. Marking Materials

Glass Beads?

Application . .
ppRate Tvpe Application
. ypP Rate Minimum
Maximum
Waterborne 2
Type II Yellow 33538 115 ft?/gal I 7 Ib/gal
Waterborne 2
Type II Black 37038 115 ft?/gal No beads N/A

1 See paragraph 620-2.2a

2 See paragraph 620-2.2b

a. Paint. Paint shall be waterborne in accordance with the requirements of this paragraph. Paint
colors shall comply with Federal Standard No. 595.

Dibble P-620-1 Runway and Taxiway Marking
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Waterborne. Paint shall meet the requirements of Federal Specification TT-P-1952F, Type II. The non-
volatile portion of the vehicle for all paint types shall be composed of a 100% acrylic polymer as determined
by infrared spectral analysis.

b. Reflective media. Glass beads for yellow paint shall meet the requirements for Federal
Specification TT-B-1325D Type I, Gradation A.

Glass beads shall be treated with all compatible coupling agents recommended by the manufacturers of the
paint and reflective media to ensure adhesion and embedment.

Glass beads shall not be used in black paint.

CONSTRUCTION METHODS

620-3.1 Weather limitations. Painting shall only be performed when the surface is dry, and the
ambient temperature and the pavement surface temperature meet the manufacturer’s recommendations in
accordance with paragraph 620-2.1. Painting operations shall be discontinued when the ambient or surface
temperatures does not meet the manufacturer’s recommendations. Markings shall not be applied when the
wind speed exceeds 10 mph unless windscreens are used to shroud the material guns. Markings shall not
be applied when weather conditions are forecasts to not be within the manufacturers’ recommendations for
application and dry time.

620-3.2 Equipment. Equipment shall include the apparatus necessary to properly clean the existing
surface, a mechanical marking machine, a bead dispensing machine, and such auxiliary hand-painting
equipment as may be necessary to satisfactorily complete the job.

The mechanical marker shall be an atomizing spray-type or airless type marking machine with automatic
glass bead dispensers suitable for application of traffic paint. It shall produce an even and uniform film
thickness and appearance of both paint and glass beads at the required coverage and shall apply markings
of uniform cross-sections and clear-cut edges without running or spattering and without over spray. The
marking equipment for both paint and beads shall be calibrated daily.

620-3.3 Preparation of surfaces. Immediately before application of the paint, the surface shall be
dry and free from dirt, grease, oil, laitance, or other contaminates that would reduce the bond between the
paint and the pavement. Use of any chemicals or impact abrasives during surface preparation shall be
approved in advance by the RPR. After the cleaning operations, sweeping, blowing, or rinsing with
pressurized water shall be performed to ensure the surface is clean and free of grit or other debris left from
the cleaning process.

a. Preparation of new pavement surfaces. The area to be painted shall be cleaned by
broom, blower, water blasting, or by other methods approved by the RPR to remove all contaminants,
including PCC curing compounds, minimizing damage to the pavement surface.

b. Preparation of pavement to remove existing markings. Existing pavement markings
shall be removed by sand blasting, water blasting, or by other methods approved by the RPR minimizing
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damage to the pavement surface. The removal area may need to be larger than the area of the markings to
eliminate ghost markings. After removal of markings on asphalt pavements, apply a seal coat approved by
the RPR to ‘block out’ the removal area to eliminate ‘ghost’ markings.

c. Preparation of pavement markings prior to remarking. Prior to remarking existing
markings, loose existing markings must be removed minimizing damage to the pavement surface, with a
method approved by the RPR. After removal, the surface shall be cleaned of all residue or debris.

Prior to the application of markings, the Contractor shall certify in writing that the surface is dry and
free from dirt, grease, oil, laitance, or other foreign material that would prevent the bond of the paint to the
pavement or existing markings. This certification along with a copy of the paint manufactures application
and surface preparation requirements must be submitted to the RPR prior to the initial application of
markings.

620-3.4 Layout of markings. The proposed markings shall be laid out in advance of the paint
application. Layout of markings shall include intermediate marks no greater than 2 feet for straight sections
and 1 foot on curved sections. The locations of markings to receive glass beads shall be shown on the plans.
Temporary layout markings shall not be visible after application of initial markings.

620-3.5 Application. A period of 24 days shall elapse between placement of surface course or seal coat
and application of the permanent paint markings. Paint shall be applied at the locations and to the
dimensions and spacing shown on the plans. Paint shall not be applied until the layout and condition of the
surface has been approved by the RPR. An initial and final application of paint and reflective media shall
be applied at the full application rates.

The edges of the markings shall not vary from a straight line or radii more than 1/2 inch in 50 feet, and
marking dimensions and spacing shall be within the following tolerances:

Marking Dimensions and Spacing Tolerance

Dimension and Spacing Tolerance

36 inch or less +1/2 inch

greater than 36 inch to 6 feet £1 inch

greater than 6 feet to 60 feet £2 inch

greater than 60 feet £3 inch

The paint shall be mixed in accordance with the manufacturer’s instructions and applied to the pavement
with a marking machine at the rate shown in Table 1. The addition of thinner will not be permitted.

Glass beads shall be distributed upon the marked areas at the locations shown on the plans to receive glass
beads immediately after application of the paint. A dispenser shall be furnished that is properly designed
for attachment to the marking machine and suitable for dispensing glass beads. Glass beads shall be applied
at the rate shown in Table 1. Glass beads shall not be applied to black paint or green paint. Glass beads shall
adhere to the cured paint or all marking operations shall cease until corrections are made. Different bead
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types shall not be mixed. Regular monitoring of glass bead embedment and distribution should be
performed.

620-3.6 Application--preformed thermoplastic airport pavement markings.

Preformed thermoplastic pavement markings not used.

620-3.7 Control strip. Prior to the full application of airfield markings, the Contractor shall prepare a
control strip in the presence of the RPR. The Contractor shall demonstrate the surface preparation method
and all striping equipment to be used on the project. The marking equipment must achieve the prescribed
application rate of paint and population of glass beads (per Table 1) that are properly embedded and evenly
distributed across the full width of the marking. Prior to acceptance of the control strip, markings must be
evaluated during darkness to ensure a uniform appearance.

620-3.8 Retro-reflectance. Not used.

620-3.9 Protection and cleanup. After application of the markings, all markings shall be protected
from damage until dry. All surfaces shall be protected from excess moisture and/or rain and from
disfiguration by spatter, splashes, spillage, or drippings. The Contractor shall remove from the work area
all debris, waste, loose reflective media, and by-products generated by the surface preparation and
application operations to the satisfaction of the RPR. The Contractor shall dispose of these wastes in strict
compliance with all applicable state, local, and federal environmental statutes and regulations.

METHOD OF MEASUREMENT

620-4.1 The quantity of pavement markings shall be paid for shall be measured by the square feet of
painting for each marking type performed in accordance with the specifications and accepted by the RPR.
Pavement markings shall include surface preparation and reflective media.

BASIS OF PAYMENT

620-5.1 Payment for surface preparation shall be made at the contract price for the number of square feet
for each type of surface preparation specified in paragraph 620-3.3.

620-5.2 Payment for pavement markings shall be made at the contract price for the number of square
feet of painting for each marking type.
Payment will be made under:

Item P-620-5.1 Permanent Pavement Markings (Yellow) - per square foot

Item P-620-5.2 Temporary Pavement Markings (Yellow) - per square foot

Item P-620-5.3 Permanent Pavement Markings (Black) - per square foot
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REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

ASTM International (ASTM)

ASTM D476 Standard Classification for Dry Pigmentary Titanium Dioxide Products

ASTM D968 Standard Test Methods for Abrasion Resistance of Organic Coatings by Falling
Abrasive

ASTM D1652 Standard Test Method for Epoxy Content of Epoxy Resins

ASTM D2074 Standard Test Method for Total, Primary, Secondary, and Tertiary Amine Values
of Fatty Amines by Alternative Indicator Method

ASTM D2240 Standard Test Method for Rubber Property - Durometer Hardness

ASTM D7585 Standard Practice for Evaluating Retroreflective Pavement Markings Using
Portable Hand-Operated Instruments

ASTM E303 Standard Test Method for Measuring Surface Frictional Properties Using the
British Pendulum Tester

ASTM E1710 Standard Test Method for Measurement of Retroreflective Pavement Marking
Materials with CEN-Prescribed Geometry Using a Portable Retroreflectometer

ASTM E2302 Standard Test Method for Measurement of the Luminance Coefficient Under
Diffuse Illumination of Pavement Marking Materials Using a Portable
Reflectometer

ASTM G154 Standard Practice for Operating Fluorescent Ultraviolet (UV) Lamp Apparatus

for Exposure of Nonmetallic Materials

Code of Federal Regulations (CFR)
40 CFR Part 60, Appendix A-7, Method 24

Determination of volatile matter content, water content, density, volume solids,
and weight solids of surface coatings

29 CFR Part 1910.1200 Hazard Communication

Federal Specifications (FED SPEC)
FED SPEC TT-B-1325D Beads (Glass Spheres) Retro-Reflective
FED SPEC TT-P-1952F Paint, Traffic and Airfield Marking, Waterborne

FED STD 595 Colors used in Government Procurement

Commercial Item Description

A-A-2886B Paint, Traffic, Solvent Based
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Advisory Circulars (AC)
AC 150/5340-1 Standards for Airport Markings

AC 150/5320-12 Measurement, Construction, and Maintenance of Skid Resistant Airport
Pavement Surfaces

END OF ITEM P-620
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Item L-100 Electrical General Requirements

100-1.1 General. This Item includes furnishing and installing all material, equipment and apparatus,
and all labor, tools, services, and equipment required for the removal of portions of the airfield lighting
system as shown on the drawings and as follows:

The demolition, removal and/or salvage of portions of the existing airfield lighting systems
including conduit, cable, hand holes / pull boxes, lighting, light bases, signage, and concrete
foundations.

The removal and/or salvage of existing wind cone.

Installation shall be in accordance with Specifications FAA-C-1217 and FAA-C-1391, or as noted on the
plans. Perform all work not included in the FAA Specifications in accordance with the National Electrical
Code, applicable local and Sedona Airport standards and regulations.

100-1.2 Demolition and Salvage.

Demolition of other airfield electrical system elements shall include the intent, but not limited to
the specific elements, of the following:

(1) Power Cables.
(2) Concrete foundations

(3) Conduits and fittings.

Demolition (removal and non-return) of other elements associated with the airfield electrical
system may also be included under other items of this project. Elements covered within this
specification shall include the intent, but not be limited to the specific elements, of the following:

(1) Underground conduits and duct banks, both concrete encased and direct earth buried.

(2) Grading and backfill associated with removal of the foregoing elements shall be covered
under P-152, Excavation and Embankment.

100-1.3 New Construction Grading and Backfill.

a.

Grading and backfill associated with the removal of existing items or construction of the new ducts
and conduits shall be installed in accordance with P-152, Excavation and Embankment P-153,
Controlled Low-Strength Material (CLSM) and P-610 Concrete for Miscellaneous Structures,
there will be no separate measurement or payment for any backfill, compaction, restoration or
materials for slurry or concrete encased conduits and duct banks but shall be considered incidental
to the associated item being installed.

CR Engineers L-100-1 Electrical General Requirements
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100-1.4 Related Documents. The General Provisions of the Contract, including General and
Special Conditions, apply to work specified in this item.

a. Conflicts between Drawing and Specifications (Contract Documents) and between Contract
Documents and references within the Contract Documents: Drawings and specifications are
complementary. Work called for by one is binding as if called for by both. Prospective Contractors
shall, as part of their proposals, enumerate, identify and list conflicts they find to exist within the
Contract Documents, and between these Documents and the rules, regulations, standards and
codes of the authority having jurisdiction (Airport Authority, City, County) local Utility companies
and local County or State governing bodies. No Allowance shall subsequently be made to the
Contractor by reason of his/her failure to have brought said discrepancies to the attention of the
Consultant during the bidding period or by reason of any error on the Contractor’s part.

b. Execution of Contract is evidence that Contractor has examined all existing conditions, drawings
and specifications related to work and is informed to extent and character of work. Claims made
during construction for labor and materials required due to difficulties encountered as a result of
Contractor’s inattention to this issue, which could have been clarified prior to bid had examination
been made, will be denied.

100-1.5 Temporary Lighting and Circuits.

a. Contractor shall coordinate with Airport Maintenance before the end of each work shift to verify
that all airfield lighting circuits are operational. Contractor shall provide all labor and material for
this work, non-pay item (NPI).

b. Contractor shall provide and maintain on site, sufficient equipment required to provide temporary
lighting and circuit extensions.

€. Re-cabling associated with active runways shall be performed during coordinated runway closures
in segments, reconnected to remaining existing circuit segments and tested for operation prior to
the end of each shift before re-opening runway to prevent the need for excessive temporary cabling.

100-1.6 Specifications and standards. As a supplement to the installation requirements of this
item, the following standards, specifications and regulations of the issues in effect on the date of this
solicitation are incorporated herein by reference and are made a part hereof for electrical work and

installation and splicing of underground cables.
NEC National Electrical Code

FAA-STD-019e
Lightning Protection, Grounding, Bonding and Shielding Requirements for Facilities

FAA-C-1391e

Installation and Splicing of Underground Cables

FAA-C-1217H

Electrical Work, Premises Wiring

Local Governing Bodies' Public Works Department, City of Sedona,
Codes and Regulations Yavapai Association of Governments (YAG)
Codes and Regulations Maricopa Association of Governments (MAG)
APS 2019 Electric Service Requirements Manual (ESRM)
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100-1.7 Shop Drawings and Material Lists. Prior to the installation of any material and
equipment and within 30 days of contract award, the Contractor shall submit to the Owner for approval
electronic PDF copies of manufacturers' brochures containing complete dimensional and performance
characteristics, wiring diagrams, installation and operation instructions, etc., for the equipment listed in
the individual L-Series specification Items. Each submittal shall be titled and include the corresponding
specification section(s).

A materials list shall be submitted listing each specification paragraph number and stating whether the
materials proposed are as specified or are substitutions. If the item is a substitute item, a complete
submittal as described in the above paragraph shall be provided for that item.

Submittal data shall be presented in a clear, precise, and thorough manner. Original catalog sheets are
preferred. Photocopies are acceptable provide they are as a good quality as the original. Clearly and boldly
mark each copy to identify pertinent products or models applicable to this project. Indicate all optional
equipment and delete non-pertinent data. Submittals for components of electrical equipment and systems
shall identify the equipment for which they apply on each submittal sheet. Markings shall be boldly and
clearly made with arrows or circles (highlighting is not acceptable). Contractor is solely responsible for
delays in project accruing directly or indirectly from late submissions or resubmissions of submittals.

The data submitted shall be sufficient, in the opinion of the Engineer, to determine compliance with the
plans and specifications. The Contractor’s submittals shall be labeled and titled by specification section.
The Engineer reserves the right to reject any and all equipment, materials, or procedures, which, in the
Engineer’s opinion, does not meet the system design and the standards and codes, specified herein.

EQUIPMENT AND MATERIALS

100-2.1 Equipment. Conduits, conduit fittings, conductors, connectors, boxes, and wiring devices
shall meet requirements of Specification FAA-C-1217 and Item L-110.

100-2.2 Conduit, Underground. Conduits run underground are specified in Item L-110 of these
specifications. Existing conduit will remain for reuse and installation of new cables as indicated in plans.

100-2.3 Conduit Fittings. Each conduit and nipple entrance to duct and other such electrical
enclosures shall be fitted with double locknuts (one each side of metal penetrated) and insulating bushing.
Bushings on 1-1/4 inch and larger conduits shall be insulated metallic, type OZ/Gedney Cat. No. IBC Series,
or equal; bushings for 3/4 inch and 1 inch shall be plastic insulated T&B rated for 150 C, or equal. All
insulated bonding and grounding bushings of conduits for 2400 volts or higher voltages, for conduit going
underground, and for conduits going into concrete slabs shall be OZ/Gedney Cat. No. IBC-xxL (fitted with
grounding lug), or equal. The bushings shall be connected to the grounding system within the terminating
enclosure and not on the underground end. The buried end of each conduit shall be fitted with a
thermosetting, plastic-insulated, metallic bushing. All openings where conduits enter junction boxes, other
enclosures and shelters shall be sealed weather tight. The conduit shall be capped, if left empty, or sealed
with Ducseal, or equal, around the conductors for exterior conduits.

100-2.4 Concrete-encased Duct. Concrete-encased PVC duct shall be as specified in Item L-110.

100-2.5 Concrete Duct Markers. Markers shall be as specified in Item L-110 and as detailed on
drawings.
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100-2.6 Concrete Handholes. Hand holes shall be as specified in Item L-115 and as detailed on
drawings.

100-2.7 Light Bases and Transformer Housing. New light bases, transformer housings,
junction cans and covers shall be specified in items L-115 or L-125 and as detailed on drawings.

CONSTRUCTION METHODS

100-3.1 Existing Utilities. Prior to any excavation or trenching, Contractor shall provide utility
locator or contact Blue Stake to locate any existing cables and utilities, which will be crossed by the trench.
Where existing underground utilities are shown on plans to conflict with existing conduit removal and / or
new conduit installation, Contractor shall pothole to verify the location and depth. Ensure these utilities
are permanently disconnected if they are going to be demolished. The existing service lines shall be exposed
by hand digging in those areas that will be crossed and shall be protected from any possible damage. If any
damage occurs, it shall be the Contractor's responsibility to immediately repair such damage with materials
and methods approved by the Owner and in compliance with applicable codes and standards, at
Contractor’s expense. Existing utilities to be abandoned shall be removed at the point of crossing as shown
on the drawings.

100-3.2 Demolition. Airfield Lighting and Signage.

a. Removal of existing conductors associated with runway(s) and taxiway(s) that are required to remain
active during daytime operations (or as required by Airport) shall be performed after isolating circuit
segments affected by construction and temporary jumper installation to maintain operation of lighting
during hours when construction is not occurring.

b. Removal of cables associated with lighting or signage that is to remain operational during construction
shall be coordinated with Airport. Existing cables may be removed from underground conduits and
sleeved with PVC conduit, secured with sandbags to provide temporary power during construction as
required for facilitating removal of existing and construction of new bases, foundations, and hand holes
/ junction cans.

f. Removal of existing pull boxes shall include excavation to remove existing structures after cables have
been removed, protection of existing conduit ends for reconnection to extend to new hand hole and
backfill and compaction to restore the infield area.

g. Coordination with Airport for Lockout / Tagout of affected panelboard is required to connect to existing
airfield lighting circuit.

100-3.3 Conductors. Installation of underground 5 kV conductors is specified in Item L-108 of
these specifications. Existing conductors for CCR power and control / communications cables will remain
for reconnection to new and existing, relocated CCRs.

100-3.4 Grounding. All metal support structures, metal enclosures and CCRs shall be grounded in
accordance with the requirements of the latest edition of Specifications FAA-C-1217, FAA-C-1391, and FAA-
STD-019, as indicated in Item L-108 and as detailed on the drawings.

100-3.5 Ground Rods. Grounding rods shall be 3/4-inch diameter by 10 feet long copper-jacketed
steel. Grounding connections to ground rods where buried or encased shall be by the exothermic weld
process, Cadweld or equal. Extruded, drawn or stamped-type ground clamps will not be acceptable. The
resistance to ground shall not exceed 25 ohms.
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100-3.6 Ground Conductors. Equipment grounding conductors shall be insulated copper, except
where shown on the project drawings to be bare, and sized as shown on the project drawings; and all
grounds will be shown in accordance with Article 250 of the National Electrical Code, with FAA-STD-019
and Item L-108. Attachment of wire to supports, boxes, etc., shall be accomplished using approved ground
lug attached with a separate stainless-steel screw, lock washer and nut. Screws used for support of the
electrical enclosure shall not be used for connection of the ground wire. Pipe straps shall not be used for
ground purposes.

COLOR CODING OF GROUND CONDUCTORS

TYPE OF GROUND CONDUCTOR COLOR OF INSULATION

Grounding Electrode Conductor Bare - No Insulation

Counterpoise Conductor Bare — No Insulation

External Sign and Transformer

Housing Ground Conductor Bare — No Insulation

Equipment Grounding Conductor Green (safety)

CCR Grounding Conductor Bare or Insulated — Reconnect
existing

The multi-ground system supplements but does not replace the equipment-grounding conductor required
by the National Electrical Code.

Each of these separate ground conductors is insulated in order to keep it distinct and not allow contact with
any other conductor.

Electrical continuity of cable armor or shield shall be maintained. Grounding of the cable armor or shield
shall be required at all terminations and shall be accomplished by connecting a #6 AWG solid bare copper
wire to the cable armor or shield by means of a compression-type ground clamp installed within the
terminating enclosure. Armor or shield ground wire shall be connected to the ground electrode conductor
using split bolt connector, Burndy or equal. Grounding of direct earth burial (DEB) armored power and
shielding control cable shall be at each end in accordance with FAA-C-1391.

100-3.7 Identification. Conductors shall be identified as per FAA-C-1217, Section 4.6.5.2.2. Cable
tagging and circuit identification markers shall be identified as per FAA-C-1391, Sections 5.11.1 and 5.11.2.
Transformers, panelboards, constant current regulators, splice cabinets, enclosures and other vault
equipment shall be identified by nameplate of nonferrous metal or rigid plastic, engraved with 3/8-inch
high lettering with information as per FAA-C-1217, Section 4.16.

100-3.8 Contractor Testing and Submittals. Equipment and materials list and shop drawings
shall be submitted as per FAA-C-1217, Section 5.1. Testing shall be required and performed as per FAA-C-
1217, Section 5.3, and FAA-C-1391, Section 3.3.6. The Contractor shall pretest all cable on the reel prior to
installation and provide a copy of the test results to the Owner. The Contractor shall be responsible for
repairs or replacement of any cable found defective after installation.

The Contractor shall test existing affected circuits prior to start of construction and the installed airfield
lighting and miscellaneous power cables at the completion of this project. The results of the testing shall be
provided to the Owner for review and acceptance. The Contractor shall be responsible for repairs or
replacement of any cable found defective after installation.

Installation tests in addition to all tests contained in other L-Series Items shall be provided as follows:
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Item Test Required Manufactur
er's Rep.
Present?
5 kV Rated Airfield Lighting and | Megger check at 500 to 1000 Volts prior to | No
Power Cables (On the Reel, Not installation. Values of insulation resistance for each
Including Equipment for reel shall be noted and given to the Construction
Contractor Quality Control. Manager/ Owner for acceptance. It is expected that
Maybe deleted per-coordination | the readings will be greater than 1000 meg-ohms
with Engineer). (1 gig-ohm).
5 kV Rated Airfield Lighting and | Megger check at 500 to 1000 volts at the completion | No
Power Cables (All Circuits | of installation. Test every circuit for conductor-to-
Installed in This Project) ground and conductor-to-conductor (between
circuits) insulation resistance. Test results shall be
tabulated and given to the Construction
Manager/Owner for acceptance. It is required that
the readings be greater than 100 meg-ohms.
5 kV Rated Airfield Lighting and | Megger check at 500 to 1000 volts at the completion | No
Power Cables (All Circuits | of installation. Test every circuit for conductor-to-
Installed in This Project) ground and conductor-to-conductor (between
circuits) insulation resistance. Test results shall be
tabulated and given to the Construction
Manager/Owner for acceptance.
5kV and 600 Volt and Multi-pair | If a power cable puller is used, continuous-tape pull | No
Cables tension readings for each section of cable shall be
provided to the Construction Manager or Owner for
review.

100-3.9 Notification of Testing. The Contractor shall notify the project RPR and the Airport, a
minimum of 48 hours in advance of system, or partial system, testing including, but not limited to, installed
cable insulation resistance (megger) testing, and operational testing of any modified lighting circuit.

METHOD OF MEASUREMENT

100-4.1 Remove and Salvage Existing Floodlight, Receptacle, and Concrete Base.
The quantity to be measured shall be for the removal of existing helicopter six-pack floodlights, receptacle,
and existing concrete foundation shall be completely removed and disposed of offsite in accordance with
local ordinances per the Plans and Specifications and as accepted.

100-4.2 Excavate and Remove Existing Conductor Back to Panel (600LF). Abandon
Existing Conduit. This item shall consist of removal and disposal off site of cable and / or complete
removal of existing cable from within existing underground conduits in accordance with the Plans and
Specifications and as accepted. Measured quantities for existing cable removals are provided in bid item
description for Contractor to budget a lump sum price for this task. Cable removal is quantified as an effort
to remove any number of conductors from within each conduit in a single run or each duct bank conduit.
No separate measurement will be made for multiple conductors located in each conduit. No separate
measurement will be made for slack.
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100-4.3 Provide and Install New Siemens, 20Amp, 120V Circuit Breaker in Existing
Panel. The quantity to be measured shall be for the installation of new circuit breakers in existing
panelboards in accordance with the Plans.

100-4.4 Provide and Install New 20A, 120V, 4-Plex, GFCI Power Pedestal, Nema
3R. The quantity to be measured shall be for the installation of new 20A, 120V, 4-plex, GFCI, Nema 3R
Power Pedestal in accordance with the Plans.

100-4.5 Provide and Install New Timeclock and 240V, 3 Pole Lighting Contactor to
Replace Existing for New Wind Cone. The quantity to be measured shall be for the installation of
new timeclock, and 240V, 3 pole lighting contactor to replace the existing in accordance with the Plans.

100-4.6 Grounding Electrode Resistant Testing. The quantity to be measured shall be a lump
sum amount to perform ground resistance testing at all existing ground rod tie-downs in 6-pack helicopter
pad and helipad in accordance with the Plans. Test results shall be provided to the Engineer.

100-4.7 Remove and Salvage Existing Lighted Wind Cone and Concrete Base. The
quantity to be measured shall be for the removal and salvage of existing L.-806 wind cone and existing
concrete foundation. Existing wind cone shall be removed and returned to Airport. Existing concrete
foundation shall be completely removed and disposed of offsite in accordance with local ordinances per the
Plans and Specifications and as accepted.

BASIS OF PAYMENT

100-5.1 Electrical services. Payment will be made at the contract price for the electrical services
completed and accepted. This price shall be full compensation for furnishing all materials and for all labor,
equipment, tools, and incidentals necessary to complete these items. The unit price of each of these items
shall also include the Contractor’s overhead, profit, and markup.

Payment will be made under:

Item L-100-5.1 Remove and Salvage Existing Floodlight, Receptacle, and Concrete Base —
per Each
Item L-100-5.2 Excavate and Remove Existing Conductor Back to Panel (600LF).

Abandon Existing Conduit — per Lump Sum

Item L-100-5.3 Provide and Install New Siemens, 20Amp, 120V Circuit Breaker in
Existing Panel — per Each

Item L-100-5.4 Provide and Install New 20A, 120V, 4-Plex, GFCI Power Pedestal, Nema
3R — per Each

Item L-100-5.5 Provide and Install New Timeclock and 240V, 3 Pole Lighting Contactor
to Replace Existing for New Wind Cone — per Lump Sum

Item L-100-5.6 Grounding Electrode Resistant Testing — per Each

Item L-100-5.7 Remove and Salvage Existing Lighted Wind Cone and Concrete Base — per
Each
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ITEM L-107 AIRPORT WIND CONES

DESCRIPTION

107-1.1 This item shall consist of removal of existing airport wind cones; furnishing and installing an
airport wind cone per these specifications and per the dimensions, design, and details shown in the plans.

The work shall include the furnishing and installation of a support for mounting the wind cone, the specified
interconnecting wire, and a concrete foundation. The item shall also include all cable connections, conduit
and conduit fittings, the furnishing and installation of all lamps, ground rod and ground connection, the
testing of the installation, and all incidentals necessary to place the wind cone in operation (as a completed
unit) to the satisfaction of the RPR.

EQUIPMENT AND MATERIALS

107-2.1 General.

a. Airport lighting equipment and materials covered by advisory circulars (ACs) shall be certified in
AC 150/5345-53, Airport Lighting Equipment Certification Program (ALECP) and listed in the ALECP
Addendum.

b. All other equipment and materials covered by other referenced specifications shall be subject to
acceptance through manufacturer’s certification of compliance with the applicable specification when
requested by the RPR.

c. Manufacturer’s certifications shall not relieve the Contractor of the responsibility to provide
materials per these specifications. Materials supplied and/or installed that do not comply with these
specifications shall be removed (when directed by the RPR) and replaced with materials that comply with
these specifications, at the Contractor’s cost.

d. All materials and equipment used to construct this item shall be submitted to the RPR for approval
prior to ordering the equipment. Submittals consisting of marked catalog sheets or shop drawings shall be
provided. Submittal data shall be presented in a clear, precise and thorough manner. Original catalog sheets
are preferred. Photocopies are acceptable provided they are as good a quality as the original. Clearly and
boldly mark each copy to identify products or models applicable to this project. Indicate all optional
equipment and delete any non-pertinent data. Submittals for components of electrical equipment and
systems shall identify the equipment to which they apply on each submittal sheet. Markings shall be made
bold and clear with arrows or circles (highlighting is not acceptable). Contractor is solely responsible for
delays in the project that may accrue directly or indirectly from late submissions or resubmissions of
submittals.

e. The data submitted shall be sufficient, in the opinion of the RPR, to determine compliance with the
plans and specifications. The Contractor’s submittals shall be in electronic pdf format, tabbed by
specification section. The RPR reserves the right to reject any and all equipment, materials or procedures,
that do not meet the system design and the standards and codes, specified in this document.

f. All equipment and materials furnished and installed under this section shall be guaranteed against
defects in materials and workmanship for at least [ twelve (12) months ] from the date of final acceptance
by the Owner. The defective materials and/or equipment shall be repaired or replaced, at the Owner’s
discretion, with no additional cost to the Owner.

107-2.2 Wind cones. The primary wind cone assembly shall be Type L-807(L), Style I-B, Size 2.

CR Engineers Inc. L-107-1 Airport Wind Cones
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107-2.3 Electrical wire and cable. Cable rated up to 5,000 volts in conduit shall conform to AC
150/5345-7, Specification for L-824 Underground Electrical Cable for Airport Lighting Circuits. For ratings
up to 600 volts, moisture and heat resistant thermoplastic wire conforming to Commercial Item
Description A-A-59544A Type THWN-2 shall be used. The wires shall be of the type, size, number of
conductors, and voltage shown in the plans or in the proposal.

107-2.4 Conduit. Rigid steel conduit and fittings shall conform to the requirements of Underwriters
Laboratories Standards 6, 514B, and 1242.

107-2.5 Plastic conduit (for use below grade only). Plastic conduit and fittings shall be per the
following;:

e UL 514B covers W-C-1094 - Conduit fittings all types, Classes 1 thru 3 and 6 thru 10

e UL 514C covers W-C-1094 - all types, Class 5 junction box and cover in plastic (polyvinyl chloride
(PV0O))

e UL 651 covers W-C-1094 - Rigid PVC Conduit, types I and II, Class 4

e UL 651A covers W-C-1094 - Rigid PVC Conduit and high-density polyethylene (HDPE) Conduit
type III and Class 4

Underwriters Laboratories Standard UL-651 shall be one of the following, as shown in the plans:
a. Type I-Schedule 40 PVC suitable for underground use either direct-buried or encased in concrete.
b. Type II-Schedule 40 PVC suitable for either above ground or underground use.

Plastic conduit adhesive shall be a solvent cement manufactured specifically for the purpose of gluing the
type of plastic conduit and fitting.

107-2.6 Concrete. The concrete for foundations shall be proportioned, placed, and cured per Item P-610,
Concrete for Miscellaneous Structures.

107-2.7 Paint.

a. Priming paint for non-galvanized metal surfaces shall be a high solids alkyd primer compatible with
the manufacturer’s recommendations for the intermediate or topcoat.

b. Priming paint for galvanized metal surfaces shall be zinc dust-zinc oxide primer paint conforming to
MIL-DTL-24441C/19B. Use MIL-24441 thinner per paint manufacturer’s recommendations.

c. Orange paint for the body and the finish coats on metal and wood surfaces shall consist of a ready-
mixed non-fading paint per Master Painter’s Institute (MPI) Reference #9 (gloss). The color shall be per
Federal Standards 595, International Orange, Number 12197.

d. White paint for body and finish coats on metal and wood surfaces shall be ready-mixed paint
conforming to the MPI, Reference #9, Exterior Alkyd, Gloss.

e. Priming paint for wood surfaces shall be mixed on the job by thinning the above specified aviation-
orange or white paint by adding 1/2 pint (0.24 liter) of raw linseed oil to each gallon (liter).

CONSTRUCTION METHODS

107-3.1 Installation. The hinged support or hinged pole shall be installed on a concrete foundation per
the plans.

107-3.2 Support pole erection. The Contractor shall erect the pole on the foundation following the
manufacturer’s requirements and erection details. The pole shall be level and secure.

CR Engineers Inc. L-107-2 Airport Wind Cones
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107-3.3 Electrical connection. The Contractor shall furnish all labor and materials and shall make
complete electrical connections per the wiring diagram furnished with the project plans. The electrical
installation shall conform to the requirements of the latest edition of National Fire Protection Association,
NFPA-70, National Electric Code (NEC).

Underground cable and duct for cable installation shall be installed in accordance with Item L-108,
Underground Power Cables for Airports, and Item L-110, Airport Underground Electrical Duct Banks and
Conduits in locations as shown on the plans.

107-3.4 Booster transformer. Not used.

107-3.5 Ground connection and ground rod. The Contractor shall furnish and install a ground rod,
grounding cable, and ground clamps for grounding the “A” frame of the 12-foot (3.7-m) assembly or pipe
support of the 8-foot (2.4-m) support near the base. The ground rod shall be of the type, diameter and
length specified in Item L-108, Underground Power Cable for Airports. The ground rod shall be driven into
the ground adjacent to the concrete foundation (minimum distance from foundation of 2 feet (60 cm)) so
that the top is at least 6 inches (150 mm) below grade. The grounding cable shall consist of No.6 American
wire gauge (AWG) minimum stranded copper wire or larger and shall be firmly attached to the ground rod
by exothermic welding. If an exothermic weld is not possible, connections to the grounding bus shall be
made by using connectors approved for direct burial in soil or concrete per UL 467. The other end of the
grounding cable shall be securely attached to a leg of the frame or to the base of the pipe support with non-
corrosive metal and shall be of substantial construction. The resistance to ground shall not exceed 25 ohms.
If a single rod grounding electrode has a resistance to earth of over 25 ohms, then install one supplemental
rod not less than 10 feet from the first rod. If desired resistance to ground levels are still not achieved, see
FAA-STD-019 for guidance on the application of coke breeze.

107-3.6 Painting. Three coats of paint shall be applied (one prime, one body, and one finish) to all exposed
material installed under this item except the fabric cone, obstruction light globe, and lamp reflectors. The
wind cone assembly, if already painted upon receipt, shall be given one finish coat of paint in lieu of the
three coats specified above. The paint shall be per MPI Reference #9 (gloss). The color shall be per Federal
Standard 595, International Orange, Number 12197.

107-3.7 Light sources. The Contractor shall furnish and install lamps per the manufacturer’s instruction
book.

107-3.8 Chain and padlock. (Not Used) The Contractor shall furnish and install a suitable operating
chain for lowering and raising the hinged top section. The chain shall be attached to the pole support in a
manner to prevent the light fixture assembly from striking the ground in the lowered position.

A padlock shall also be furnished by the Contractor on the 8-foot (2.4-m) wind cone for securing the hinged
top section to the fixed lower section. Keys for the padlock shall be delivered to the RPR.

107-3.9 Segmented circle. Not used.

METHOD OF MEASUREMENT

107-4.1 The quantity to be paid shall be the number of wind cones and concrete foundations installed as
completed, accepted, and ready for operation.

107-4.2 The quantity to be paid shall be the number of wind cones and concrete foundations removed as
completed units, accepted, and ready for operation.

BASIS OF PAYMENT

107-5.1 Payment will be made at the contract unit price for each completed and accepted job. This price
shall be full compensation for removal of existing airport wind cones; furnishing all materials and for all
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preparation, assembly, and installation of these materials, and for all labor, equipment, tools, and
incidentals necessary to complete this item.

Payment will be made under:

Item L-107-5.1 New L-806(L) LED, Size 1, Internally Lighted Wind Cone with Obstruction Light
on New Concrete Foundation-- per Each

REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

Advisory Circulars (AC)

AC 150/5340-5 Segmented Circle Airport Marker System

AC 150/5340-30 Design and Installation Details for airport Visual Aids

AC150/5345-7 Specification for L-824 Underground Electrical Cable for Airport Lighting Circuits
AC 150/5345-27 Specification for Wind Cone Assemblies

AC150/5345-53 Airport Lighting Equipment Certification Program

Commercial Item Description

A-A-59544 Cable and Wire, Electrical (Power, Fixed Installation)

Federal Standard (FED STD)

FED STD 595 Colors Used in Government Procurement

Master Painter’s Institute (MPI)

MPI Reference #9 Alkyd, Exterior, Gloss (MPI Gloss Level 6)

Mil Standard

MIL-DTL-24441C/19B Paint, Epoxy-Polyamide, Zinc Primer, Formula 159, Type III

Underwriters Laboratories (UL)

UL Standard 6 Electrical Rigid Metal Conduit — Steel

UL Standard 514B Conduit, Tubing, and Cable Fittings

UL Standard 514C Nonmetallic Outlet Boxes, Flush-Device Boxes, and Covers

UL Standard 651 Schedule 40, 80, Type EB and A Rigid PVC Conduit and Fittings
UL Standard 651A Type EB and A Rigid PVC Conduit and HDPE Conduit

UL Standard 1242 Electrical Intermediate Metal Conduit - Steel

National Fire Protection Association (NFPA)
NFPA-70 National Electric Code (NEC)

END OF ITEM L-107
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Item L-108 Underground Power Cable for Airports

DESCRIPTION

108-1.1 This item shall consist of furnishing and installing power cables within conduit or duct banks per
these specifications at the locations shown on the plans. Also included are the installation of counterpoise
wires, ground wires, ground rods and connections, cable splicing, cable marking, cable testing, and all
incidentals necessary to place the cable in operating condition as a completed unit to the satisfaction of the
Engineer. This item shall not include the installation of duct banks or conduit, trenching and backfilling for
duct banks or conduit, or furnishing or installation of cable for FAA-owned/operated facilities.
Requirements and payment for trenching and backfilling for the installation of underground conduit and
duct banks are in Item L-110, Airport Underground Electrical Duct Banks and Conduits.

EQUIPMENT AND MATERIALS

108-2.1 General.

Airport lighting equipment and materials covered by advisory circulars (AC) shall be approved
under the Airport Lighting Equipment Certification Program per AC 150/5345-53, current version.

All other equipment and materials covered by other referenced specifications shall be subject to
acceptance through manufacturer’s certification of compliance with the applicable specification,
when requested by the Engineer.

Manufacturer’s certifications shall not relieve the Contractor of the responsibility to provide
materials per these specifications. Materials supplied and/or installed that do not comply with
these specifications shall be removed (when directed by the Engineer) and replaced with materials
that comply with these specifications at the Contractor’s cost.

. All materials and equipment used to construct this item shall be submitted to the Engineer for

approval prior to ordering the equipment. Submittals consisting of marked catalog sheets or shop
drawings shall be provided. Submittal data shall be presented in a clear, precise, and thorough
manner. Original catalog sheets are preferred. Photocopies are acceptable provided they are as good
a quality as the original. Clearly and boldly mark each copy to identify products or models
applicable to this project. Indicate all optional equipment and delete any non-pertinent data.
Submittals for components of electrical equipment and systems shall identify the equipment to
which they apply on each submittal sheet. Markings shall be made bold and clear with arrows or
circles (highlighting is not acceptable). The Contractor is solely responsible for delays in the project
that may accrue directly or indirectly from late submissions or resubmissions of submittals.

. The data submitted shall be sufficient, in the opinion of the Engineer, to determine compliance with

the plans and specifications. The Contractor’s submittals shall be Electronic PDF, organized,
labeled, and tabbed by specification section. The Engineer reserves the right to reject any and all
equipment, materials, or procedures that do not meet the system design and the standards and
codes, specified in this document.

f. All equipment and materials furnished and installed under this section shall be guaranteed against
defects in materials and workmanship for at least twelve (12) months from the date of final
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acceptance by the Owner. The defective materials and/or equipment shall be repaired or replaced,
at the Owner’s discretion, with no additional cost to the Owner. The Contractor shall be responsible
to maintain a minimum insulation resistance per AC 150/5340-26C, Maintenance of Airport
Visual aid Facilities, Table 5-1 and paragraph 5.1.3.1, with isolation transformers connected in new
circuits and new segments of existing circuits through the end of the contract warranty period.

108-2.2 Cable. Underground cable for airfield lighting facilities (runway and taxiway lights and signs)
shall conform to the requirements of AC 150/5345-7, Specification for L-824 Underground Electrical Cable
for Airport Lighting Circuits latest edition. Conductors for use on 6.6 ampere primary airfield lighting
series circuits shall be single conductor, seven-strand, #8 American wire gauge AWG), L-824 Type C, 5,000
volts, non-shielded, with cross-linked polyethylene insulation. L-824 conductors for use on the L-830
secondary of airfield lighting series circuits shall be sized in accordance with the manufacturer’s
recommendations. All other conductors shall comply with FAA and National Electric Code (NEC)
requirements. Conductor sizes noted above shall not apply to leads furnished by manufacturers on airfield
lighting transformers and fixtures.

Wire for electrical circuits up to 600 volts shall comply with Specification L-824 and/or Federal
Specification J-C-30 and shall be type THWN-2, 75°C. Conductors for parallel (voltage) circuits shall be
sized and installed in accordance with NFPA-70, National Electrical Code.

Unless noted otherwise, all 600-volt and less non-airfield lighting conductor sizes are based on a 75°C,
THWN-2, 600 Volt insulation, copper conductors, not more than three single insulated conductors, in
raceway, in free air. The conduit/duct sizes are based on the use of THWN-2, 600 volt insulated conductors.
The Contractor shall make the necessary increase in conduit/duct sizes for other types of wire insulation.
In no case shall the conduit/duct size be reduced. The minimum power circuit wire size shall be #12 AWG.

Conductor sizes may have been adjusted due to voltage drop or other engineering considerations.
Equipment provided by the Contractor shall be capable of accepting the quantity and sizes of conductors
shown in the Contract Documents. All conductors, pigtails, cable step-down adapters, cable step-up
adapters, terminal blocks, and splicing materials necessary to complete the cable termination/splice shall
be considered incidental to the respective pay items provided.

Cable type, size, number of conductors, strand and service voltage shall be as specified in the Contract
Documents.

108-2.3 Bare copper wire (counterpoise, bare copper wire ground and ground
rods). Wire for counterpoise or ground installations for airfield lighting systems shall be No. 6 AWG bare
solid copper wire for counterpoise and/or No. 6 AWG insulated stranded for ground wire per ASTM B3 and
ASTM B8 and shall be bare copper wire per ASTM B33. See AC 150/5340-30 for additional details about
counterpoise and ground wire types and installation. For voltage powered circuits, the equipment ground
conductor shall be minimum No. 6 AWG, 600V rated, Type XHHW insulated, green color, stranded copper
equipment ground conductor.

Ground rods shall be copper-clad steel. The ground rods shall be of the length and diameter specified on
the plans, but in no case be less than 10 feet long and 3/4 inch in diameter.

108-2.4 Cable connections. In-line connections or splices of underground primary cables shall be
of the type called for on the plans and shall be one of the types listed below. No separate payment will be
made for cable connections.

a. The cast splice. Not Used.

b. The Field-Attached Plug-In Splice. Figure 3 of AC 150/5345-26, Specification for L-823
Plug and Receptacle, Cable Connectors, employing connector kits, is acceptable for field
attachment to single conductor cable. It shall be the Contractor’s responsibility to determine the
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outside diameter of the cable to be spliced and to furnish appropriately sized connector kits and/or
adapters and heat shrink tubing with integral sealant.

c. The factory-molded plug-in splice. Specification for L-823 Connectors, Factory-Molded
to Individual Conductors, is acceptable.

d. The taped or heat-shrink splice. Taped splices employing field-applied rubber, or synthetic
rubber tape covered with plastic tape is acceptable. The rubber tape should meet the requirements
of ASTM D4388 and the plastic tape should comply with Military Specification MIL-I-24391 or
Commercial Item Description A-A-55809. Heat shrinkable tubing shall be heavy-wall, self-sealing
tubing rated for the voltage of the wire being spliced and suitable for direct-buried installations.
The tubing shall be factory coated with a thermoplastic adhesive-sealant that will adhere to the
insulation of the wire being spliced forming a moisture- and dirt-proof seal. Additionally, heat
shrinkable tubing for multi-conductor cables, shielded cables, and armored cables shall be factory
kits that are designed for the application. Heat shrinkable tubing and tubing kits shall be
manufactured by Tyco Electronics/ Raychem Corporation, Energy Division, or approved
equivalent.

In all the above cases, connections of cable conductors shall be made using crimp connectors using a
crimping tool designed to make a complete crimp before the tool can be removed. All L-823/1-824 splices
and terminations shall be made per the manufacturer’s recommendations and listings.

All connections of counterpoise, grounding conductors and ground rods shall be made by the exothermic
process or approved equivalent, except that a light base ground clamp connector shall be used for
attachment to the light base. See AC 150/5340-30 for additional information about methods of attaching a
ground to a galvanized light base. All exothermic connections shall be made per the manufacturer’s
recommendations and listings.

108-2.5 Splicer Qualifications. Every airfield lighting cable splicer shall be qualified in making
airport cable splices and terminations on cables rated at or above 5,000 volts AC. The Contractor shall
submit to the Engineer proof of the qualifications of each proposed cable splicer for the airport cable type
and voltage level to be worked on. Cable splicing/terminating personnel shall have a minimum of three (3)
years continuous experience in terminating/splicing medium voltage cable.

108-2.6 Concrete. Concrete for cable markers shall be per Specification Item P-610, Structural
Portland Cement Concrete.

108-2.7 Flowable Backfill. Flowable material used to backfill trenches for power cable trenches
shall conform to the requirements of Item P-153, Controlled Low Strength Material.

108-2.8 Cable Identification Tags. Cable identification tags shall be made from a non-corrosive
material with the circuit identification stamped or etched onto the tag. The tags shall be of the type as
detailed on the plans.

108-2.9 Tape. Electrical tapes shall be Scotch™ Electrical Tapes —Scotch™ 88 (1-1/2-inch wide) and
Scotch™ 130C® linerless rubber splicing tape (2-inch wide), as manufactured by the Minnesota Mining and
Manufacturing Company (3M™), or an approved equivalent.

108-2.10 Electrical coating. Electrical coating shall be Scotchkote™ as manufactured by 3M™,
or an approved equivalent.

108-2.11 Existing circuits. Whenever the scope of work requires connection to an existing
circuit, the circuit’s insulation resistance shall be tested, in the presence of the Engineer. The test shall be
performed per this item and prior to any activity that will affect the respective circuit. The Contractor shall
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record the results on forms acceptable to the Engineer. When the work affecting the circuit is complete, the
circuit’s insulation resistance shall be checked again, in the presence of the Engineer. The Contractor shall
record the results on forms acceptable to the Engineer. The second reading shall be equal to or greater than
the first reading or the Contractor shall make the necessary repairs to the circuit to bring the second reading
above the first reading. All repair costs including a complete replacement of the L-823 connectors, L-830
transformers and L-824 cable, if necessary, shall be borne by the Contractor. All test results shall be
submitted in the Operation and Maintenance (O&M) Manual.

108-2.12 Detectable warning tape. Plastic, detectable, American Wood Preservers Association
(AWPA) Red (electrical power lines, cables, conduit, and lighting cable) with continuous legend magnetic
tape shall be polyethylene film with a metalized foil core and shall be 3-6 inches wide. Detectable tape is
incidental to the respective bid item.

CONSTRUCTION METHODS

108-3.1 General. The Contractor shall install the specified cable at the approximate locations
indicated on the plans. Unless otherwise shown on the plans, all cable required to cross under pavements
expected to carry aircraft loads shall be installed in concrete encased duct banks. Wherever possible, cable
shall be run without splices, from connection to connection.

Cable connections between lights will be permitted only at the light locations for connecting the
underground cable to the primary leads of the individual isolation transformers. The Contractor shall be
responsible for providing cable in continuous lengths for home runs or other long cable runs without
connections unless otherwise authorized in writing by the Engineer or shown on the plans.

In addition to connectors being installed at individual isolation transformers, L.-823 cable connectors for
maintenance and test points shall be installed at locations shown on the plans. Cable circuit identification
markers shall be installed on both sides of the L-823 connectors installed or at least once in each access
point where L-823 connectors are not installed.

Provide not less than 3 feet of cable slack on each side of all connections, isolation transformers, light units,
and at points where cable is connected to field equipment. Where provisions must be made for testing or
for future above grade connections, provide enough slack to allow the cable to be extended at least one foot
vertically above the top of the access structure. This requirement also applies where primary cable passes
through empty light bases, junction boxes, and access structures to allow for future connections, or as
designated by the Engineer.

Primary airfield lighting cables installed shall have cable circuit identification markers attached on both
sides of each L-823 connector and on each airport lighting cable entering or leaving cable access points,
such as manholes, hand holes, pull boxes, junction boxes, etc. Markers shall be of sufficient length for
imprinting the cable circuit identification legend on one line, using letters not less than 1/4 inch in size. The
cable circuit identification shall match the circuits noted on the construction plans.

108-3.2 Installation in Duct Banks or Conduits. This item includes the installation of the cable
in duct banks or conduit per the following paragraphs. The maximum number and voltage ratings of cables
installed in each single duct or conduit, and the current-carrying capacity of each cable shall be per the
latest version of the National Electric Code, or the code of the local agency or authority having jurisdiction.

The Contractor shall make no connections or splices of any kind in cables installed in conduits or duct
banks.
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Unless otherwise designated in the plans, where ducts are in tiers, use the lowest ducts to receive the cable
first, with spare ducts left in the upper levels. Check duct routes prior to construction to obtain assurance
that the shortest routes are selected and that any potential interference is avoided.

Duct banks or conduits shall be installed as a separate item per Item L-110, Airport Underground Electrical
Duct Banks and Conduit. The Contractor shall run a mandrel through duct banks or conduit prior to
installation of cable to ensure that the duct bank or conduit is open, continuous, and clear of debris. The
mandrel size shall be compatible with the conduit size. The Contractor shall swab out all conduits/ducts
and clean light bases, manholes, etc., interiors immediately prior to pulling cable. Once cleaned and
swabbed, the light bases and all accessible points of entry to the duct/conduit system shall be kept closed
except when installing cables. Cleaning of ducts, light bases, manholes, etc., is incidental to the pay item of
the item being cleaned. All raceway systems left open, after initial cleaning, for any reason shall be re-
cleaned at the Contractor’s expense. The Contractor shall verify existing ducts proposed for use in this
project as clear and open. The Contractor shall notify the Engineer of any blockage in the existing ducts.

The cable shall be installed in a manner that prevents harmful stretching of the conductor, damage to the
insulation, or damage to the outer protective covering. The ends of all cables shall be sealed with moisture-
seal tape providing moisture-tight mechanical protection with minimum bulk, or alternately, heat
shrinkable tubing before pulling into the conduit and it shall be left sealed until connections are made.
Where more than one cable is to be installed in a conduit, all cable shall be pulled in the conduit at the same
time. The pulling of a cable through duct banks or conduits may be accomplished by hand winch or power
winch with the use of cable grips or pulling eyes. Maximum pulling tensions shall not exceed the cable
manufacturer’s recommendations. A non-hardening cable-pulling lubricant recommended for the type of
cable being installed shall be used where required.

The Contractor shall submit the recommended pulling tension values to the Engineer prior to any cable
installation. If required by the Engineer, pulling tension values for cable pulls shall be monitored by a
dynamometer in the presence of the Engineer. Cable pull tensions shall be recorded by the Contractor and
reviewed by the Engineer. Cables exceeding the maximum allowable pulling tension values shall be
removed and replaced by the Contractor at the Contractor’s expense.

The manufacturer’s minimum bend radius or NEC requirements (whichever is more restrictive) shall apply.
Cable installation, handling and storage shall be per manufacturer’s recommendations. During cold
weather, particular attention shall be paid to the manufacturer’s minimum installation temperature. Cable
shall not be installed when the temperature is at or below the manufacturer’s minimum installation
temperature. At the Contractor’s option, the Contractor may submit a plan, for review by the Engineer, for
heated storage of the cable and maintenance of an acceptable cable temperature during installation when
temperatures are below the manufacturer’s minimum cable installation temperature.

Cable shall not be dragged across base can or manhole edges, pavement, or earth. When cable must be
coiled, lay cable out on a canvas tarp or use other appropriate means to prevent abrasion to the cable jacket.

Re-cabling associated with active runways shall be performed during coordinated runway closures in
segments, reconnected to remaining existing circuit segments with new primary connector kits and tested
for operation prior to the end of each shift before re-opening runway. Insulation resistance testing of new
cable may be performed in segments after each shift before connection to existing circuit and after lighting
circuit cable replacement is completed.

108-3.3 Installation of Direct-Buried Cable in Trenches. Not Used.

108-3.4 Cable Markers for Direct-Buried Cable. Not Used.
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108-3.5 Splicing. Connections of the type shown on the plans shall be made by experienced personnel
regularly engaged in this type of work and shall be made as follows:

a. Cast Splices. These shall be made by using crimp connectors for jointing conductors. Molds
shall be assembled, and the compound shall be mixed and poured per the manufacturer’s
instructions and to the satisfaction of the Engineer.

b. Field-Attached Plug-In Splices. These shall be assembled per the manufacturer’s
instructions. These splices shall be made by plugging directly into mating connectors. In all cases
the joint where the connectors come together shall be wrapped with at least one layer of rubber or
synthetic rubber tape and one layer of plastic tape, one-half lapped, extending at least 1-1/2 inches
on each side of the joint.

c. Factory-Molded Plug-In Splices. These shall be made by plugging directly into mating
connectors. In all cases, the joint where the connectors come together shall be wrapped with at least
one layer of rubber or synthetic rubber tape and one layer of plastic tape, one-half lapped, extending
at least 1-1/2 inches on each side of the joint.

d. Taped or Heat-Shrink Splices. A taped splice shall be made in the following manner:

Bring the cables to their final position and cut so that the conductors will butt. Remove insulation and jacket
allowing for bare conductor of proper length to fit compression sleeve connector with 1/4 inch of bare
conductor on each side of the connector. Prior to splicing, the two ends of the cable insulation shall be
penciled using a tool designed specifically for this purpose and for cable size and type. Do not use emery
paper on splicing operation since it contains metallic particles. The copper conductors shall be thoroughly
cleaned. Join the conductors by inserting them equidistant into the compression connection sleeve. Crimp
conductors firmly in place with crimping tool that requires a complete crimp before tool can be removed.
Test the crimped connection by pulling on the cable. Scrape the insulation to assure that the entire surface
over which the tape will be applied (plus 3 inches on each end) is clean. After scraping, wipe the entire area
with a clean lint-free cloth. Do not use solvents.

Apply high-voltage rubber tape one-half lapped over bare conductor. This tape should be tensioned as
recommended by the manufacturer. Voids in the connector area may be eliminated by highly elongating
the tape, stretching it just short of its breaking point. Throughout the rest of the splice less tension should
be used. Always attempt to exactly half-lap to produce a uniform buildup. Continue buildup to 1-1/2 times
cable diameter over the body of the splice with ends tapered a distance of approximately one inch over the
original jacket. Cover rubber tape with two layers of vinyl pressure-sensitive tape one-half lapped. Do not
use glyptol or lacquer over vinyl tape as they react as solvents to the tape. No further cable covering, or
splice boxes are required.

Heat shrinkable tubing shall be installed following manufacturer’s instructions. Direct flame heating shall
not be permitted unless recommended by the manufacturer. Cable surfaces within the limits of the heat-
shrink application shall be clean and free of contaminates prior to application.

Surfaces of equipment or conductors being terminated or connected shall be prepared in accordance with
industry standard practice and manufacturer’s recommendations. All surfaces to be connected shall be
thoroughly cleaned to remove all dirt, grease, oxides, nonconductive films, or other foreign material. Paints
and other nonconductive coatings shall be removed to expose base metal. Clean all surfaces at least 1/4
inch beyond all sides of the larger bonded area on all mating surfaces. Use a joint compound suitable for
the materials used in the connection. Repair painted/coated surface to original condition after completing
the connection.
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108-3.6 Bare Counterpoise Wire Installation for Lightning Protection and
Grounding. If shown on the plans or included in the job specifications, bare solid #6 AWG copper
counterpoise wire shall be installed for lightning protection of the underground cables. The Engineer shall
select one of two methods of lightning protection for the airfield lighting circuit based on the frequency of
local lightning:

a. Equipotential. This is where the counterpoise is bonded to the light base (edge lights included)
and counterpoise size is as shown on the plans.

b. Isolation. The counterpoise is not bonded to edge light fixtures, in-pavement fixtures are boned
to the counterpoise. The counterpoise size is as shown on the plans.

Counterpoise wire shall be installed in the same trench for the entire length of buried cable, conduits and
duct banks that are installed to contain airfield cables.

For edge light fixtures installed in turf (stabilized soils) and for raceways or cables adjacent to the full-
strength pavement edge, the counterpoise conductor shall be installed halfway between the pavement edge
and the light base, mounting stake, raceway, or cable.

The counterpoise conductor shall be installed 8 inches minimum below grade.
Each light base or mounting stake shall be provided with a grounding electrode.

When a metallic light base is used, the grounding electrode shall be bonded to the metallic light base or
mounting stake with a No. 6 AWG bare, annealed, or soft drawn, solid copper conductor.

For raceways installed under pavement; for raceways and cables not installed adjacent to the full strength
pavement edge; for fixtures installed in full strength pavement and shoulder pavement and for optional
method of edge lights installed in turf (stabilized soils); and for raceways or cables adjacent to the full
strength pavement edge, the counterpoise conductor shall be centered over the raceway or cable to be
protected as described below.

The counterpoise conductor shall be installed no less than 8 inches above the raceway or cable to be
protected, except as permitted below.

The minimum counterpoise conductor height above the raceway or cable to be protected shall be permitted
to be adjusted subject to coordination with the airfield lighting and pavement designs.

Where raceway is installed by the directional bore, jack and bore, or other drilling method, the counterpoise
conductor shall be permitted to be installed concurrently with the directional bore, jack and bore, or other
drilling method raceway, external to the raceway or sleeve.

The counterpoise conductor shall be installed no more than 12 inches above the raceway or cable to be
protected.

The counterpoise conductor height above the protected raceway(s) or cable(s) shall be calculated to ensure
that the raceway or cable is within a 45-degree area of protection.

The counterpoise conductor shall be bonded to each metallic light base, mounting stake, and metallic
airfield lighting component.
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All metallic airfield lighting components in the field circuit on the output side of the constant current
regulator (CCR) or other power source shall be bonded to the airfield lighting counterpoise system.

The counterpoise wire shall also be exothermically welded to ground rods installed as shown on the plans
but not more than 500 feet apart around the entire circuit. The counterpoise system shall be continuous
and terminate at the transformer vault or at the power source. It shall be securely attached to the vault or
equipment external ground ring or other made electrode-grounding system. The connections shall be made
as shown on the plans and in the specifications.

If shown on the plans or in the specifications, a separate equipment (safety) ground system shall be
provided in addition to the counterpoise wire using one of the following methods:

€. A ground rod installed at and securely attached to each light fixture base, mounting stake, and to
all metal surfaces at junction/access structures via #6 AWG wire.

d. For parallel voltage systems only, install a #6 AWG green insulated equipment ground conductor
internal to the conduit system and securely attached it to each light fixture base internal grounding
lug and to all metal surfaces at junction/access structures. Dedicated ground rods shall be installed
and exothermically welded to the counterpoise wires at each end of a duct bank crossing under
pavement.

Where an existing airfield lighting system is being extended or modified, the new counterpoise conductors
shall be interconnected to existing counterpoise conductors at each intersection of the new and existing
airfield lighting counterpoise systems.

108-3.7 Counterpoise Installation Above Multiple Conduits and Duct Banks.
Counterpoise wires shall be installed above multiple conduits/duct banks for airfield lighting cables, with
the intent being to provide a complete area of protection over the airfield lighting cables. When multiple
conduits and/or duct banks for airfield cable are installed in the same trench, the number and location of
counterpoise wires above the conduits shall be adequate to provide a complete cone of protection measured
22-1/2 degrees each side of vertical.

Where duct banks pass under pavement to be constructed in the project, the counterpoise shall be placed
above the duct bank. Reference details on the construction plans.

108-3.8 Counterpoise Installation at Existing Duct Banks. When airfield lighting cables
are indicated on the plans to be routed through existing duct banks, the new counterpoise wiring shall be
terminated at ground rods at each end of the existing duct bank where the cables being protected enter and
exit the duct bank. The new counterpoise conductor shall be bonded to the existing counterpoise system.

108-3.9 Exothermic Bonding. Bonding of counterpoise wire shall be by the exothermic welding
process. Only personnel experienced in and regularly engaged in this type of work shall make these
connections.

Contractor shall demonstrate to the satisfaction of the Engineer, the welding kits, materials, and procedures
to be used for welded connections prior to any installations in the field. The installations shall comply with
the manufacturer’s recommendations and the following:

a. All slag shall be removed from welds.

b. Using an exothermic weld to bond the counterpoise to a lug on a galvanized light base is not
recommended unless the base has been specially modified. Consult the manufacturer’s installation

CR Engineers L-108-8 Underground Power Cable for Airports
April 2026



M\_ Sedona Airport
\(A\\//A\F)AI Helicopter Six-Pack Reconstruction
FAA AIP No. 3-04-033-032-2025

—COUNTY —

directions for proper methods of bonding copper wire to the light base. See also AC 150/5340-30
for galvanized light base exception.

If called for in the plans, all buried copper and weld material at weld connections shall be
thoroughly coated with 6 mm of 3M™ Scotchkote™, or approved equivalent, or coated with coal
tar Bitumastic® material to prevent surface exposure to corrosive soil or moisture.

108-3.10 Testing. The Contractor shall furnish all necessary equipment and appliances for testing the
airport electrical systems and underground cable circuits before and after installation. The Contractor shall
perform all tests in the presence of the Engineer. The Contractor shall demonstrate the electrical
characteristics to the satisfaction of the Engineer. All costs for testing are incidental to the respective item
being tested. For phased projects, the tests must be completed by phase. The Contractor must maintain the
test results throughout the entire project as well as during the warranty period that meet the following;:

Earth resistance testing methods shall be submitted to the Engineer for approval. Earth resistance
testing results shall be recorded on an approved form and testing shall be performed in the presence
of the Engineer. All such testing shall be at the sole expense of the Contractor.

Should the counterpoise or ground grid conductors be damaged or suspected of being damaged by
construction activities the Contractor shall test the conductors for continuity with a low resistance
ohmmeter. The conductors shall be isolated such that no parallel path exists and tested for
continuity. The Engineer shall approve of the test method selected. All such testing shall be at the
sole expense of the Contractor.

After installation, the Contractor shall test and demonstrate to the satisfaction of the Engineer the
following;:

C.

That all affected lighting power and control circuits (existing and new) are continuous and free from
short circuits.

That all affected circuits (existing and new) are free from unspecified grounds.

That the insulation resistance to ground of all new non-grounded high voltage series circuits or
cable segments is not less than 100 meg-ohms.

That the insulation resistance to ground of all new non-grounded conductors of new multiple
circuits or circuit segments is not less than 100 meg-ohms.

That all affected circuits (existing and new) are properly connected per applicable wiring diagrams.

. That all affected circuits (existing and new) are operable. Tests shall be conducted that include

operating each control not less than 10 times and the continuous operation of each lighting and
power circuit for not less than 1/2 hour.

That the impedance to ground of each ground rod does not exceed 25 ohms prior to establishing
connections to other ground electrodes. The fall-of-potential ground impedance test shall be used,
as described by American National Standards Institute/Institute of Electrical and Electronic
Engineers (ANSI/TEEE) Standard 81, to verify this requirement. As an alternate, clamp-on style
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ground impedance test meters may be used to satisfy the impedance testing requirement. Test
equipment and its calibration sheets shall be submitted for review and approval by the Engineer
prior to performing the testing.

Two copies of tabulated results of all cable tests performed shall be supplied by the Contractor to the
Engineer. Where connecting new cable to existing cable, ground resistance tests shall be performed on the
new cable prior to connection to the existing circuit.

There are no approved “repair” procedures for items that have failed testing other than complete
replacement.

METHOD OF MEASUREMENT

108-4.1 Cable or counterpoise wire installed in trench, duct bank or conduit shall be measured by the
number of linear feet installed with primary connector kits, grounding conductor and grounding connectors
ready for operation, and accepted by Owner / Engineer. Separate measurements shall be made for each
single cable (1/C), cable pair (2/C) or feeder set, installed in duct bank or conduit with associated ground
wire and connections included in Contractor’s price. The measurement for this item shall include additional
quantities required for slack — 5’ per cable end at each light base, junction can or transformer housing and
15’ per cable end at each manhole or hand hole. No separate measurement will be made to multiply the

number of individual conductors installed in a single conduit, in one installation effort.

108-4.2 Counterpoise wire and connections are considered incidental to the installation of duct
bank or conduit, per item L-110. No separate payment will be made.

108-4.3 Ground rods shall be considered incidental to the installation of counterpoise, light base,
transformer housing, sign, or other grounding. No separate payment will be made.

BASIS OF PAYMENT

108-5.1 Payment will be made at the contract unit price for cable and equipment ground installed in
duct bank or conduit, in place by the Contractor and accepted by the Engineer. This price shall be full
compensation for furnishing all materials and for all preparation and installation of these materials, and
for all labor, equipment, tools, and incidentals, including ground rods and ground connectors and trench
marking tape, necessary to complete this item.

Payment will be made under:

Item L-108-5.1 L-824, Type C, 2/C #8 AWG, 5kV Cable with Counterpoise — per
Linear Foot
Item L-108-5.2 4-#6 THWN, #6 GND — per Linear Foot
Item L-108-5.3 4-#10 THWN, #10 GND — per Linear Foot
Item L-108-5.4 2-#10 THWN, #10 GND - per Linear Foot
Item L-108-5.5 2-#6 THWN, #6 GND — per Linear Foot
Item L-108-5.6 2-#12 THWN, #12 GND - per Linear Foot
CR Engineers L-108-10 Underground Power Cable for Airports
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Item L-108-5.7 Ground Rod (10' x 3/4" diameter) Installed (Contingency if

AC 150/5340-26
AC150/5340-30

AC150/5345-7

AC 150/5345-26

AC 150/5345-53
Description

A-A-59544
A-A-55809

ASTM B3

ASTM B8

ASTM B33

ASTM D4388

FED SPEC J-C-30

MIL-I-24301

NFPA-70
NFPA-780

MIL-S-23586F

ANSI/IEEE STD 81

Needed to Replace Existing) — per Each

MATERIAL REQUIREMENTS
Maintenance of Airport Visual Aid Facilities
Design and Installation Details for Airport Visual Aids

Specification for L-824 Underground Electrical Cable for Airport Lighting
Circuits

Specification for L-823 Plug and Receptacle, Cable Connectors

Airport Lighting Equipment Certification Program Commercial Item
Cable and Wire, Electrical (Power, Fixed Installation) Commercial Item
Description

Insulation Tape, Electrical, Pressure-Sensitive Adhesive, Plastic

Standard Specification for Soft or Annealed Copper Wire

Standard Specification for Concentric-Lay-Stranded Copper Conductors,
Hard, Medium-Hard, or Soft

Standard Specification for Tin-Coated Soft or Annealed Copper Wire for
Electrical Purposes

Standard Specification for Nonmetallic Semi-Conducting and Electrically
Insulating Rubber Tapes

Cable and Wire, Electrical (Power, Fixed Installation)

Insulation Tape, Electrical, Plastic, Pressure Sensitive

REFERENCE DOCUMENTS
National Electrical Code (NEC)
Standard for the Installation of Lightning Protection Systems

Performance Specification: Sealing Compound (with Accelerator),
Silicone Rubber, Electrical

IEEE Guide for Measuring Earth Resistivity, Ground Impedance, and
Earth Surface Potentials of a Ground System

END OF ITEM L-108
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Item L-110 Airport Underground Electrical Duct Banks and Conduits

DESCRIPTION

110-1.1 This item shall consist of underground electrical conduits and duct banks (single or multiple
conduits encased in concrete or buried in sand) installed per this specification at the locations and per the
dimensions, designs, and details shown on the plans. This item shall include furnishing and installing of all
underground electrical duct banks and individual and multiple underground conduits. It shall also include
all turfing trenching, backfilling, removal, and restoration of any paved or turfed areas; concrete
encasement, mandrelling, pulling lines, duct markers, plugging of conduits, and the testing of the
installation as a completed system ready for installation of cables per the plans and specifications. This item
shall also include furnishing and installing conduits, counterpoise conductor, ground rods and connections
including all incidentals for providing positive drainage of the system. Verification of existing ducts is
incidental to the pay items provided in this specification.

EQUIPMENT AND MATERIALS

110-2.1 General.

All equipment and materials covered by referenced specifications shall be subject to acceptance
through manufacturer’s certification of compliance with the applicable specification when
requested by the Engineer.

Manufacturer’s certifications shall not relieve the Contractor of the responsibility to provide
materials per these specifications and acceptable to the Engineer. Materials supplied and/or
installed that do not comply with these specifications shall be removed, when directed by the
Engineer and replaced with materials that comply with these specifications, at the Contractor’s cost.

All materials and equipment used to construct this item shall be submitted to the Engineer for
approval prior to ordering the equipment. Submittals consisting of marked catalog sheets or shop
drawings shall be provided. Submittal data shall be presented in a clear, precise, and thorough
manner. Original catalog sheets are preferred. Photocopies are acceptable provided they are as good
a quality as the original. Clearly and boldly mark each copy to identify products or models
applicable to this project. Indicate all optional equipment and delete non-pertinent data.
Submittals for components of electrical equipment and systems shall identify the equipment for
which they apply on each submittal sheet. Markings shall be made bold and clear with arrows or
circles (highlighting is not acceptable). The Contractor is solely responsible for delays in project
that accrue directly or indirectly from late submissions or resubmissions of submittals.

. The data submitted shall be sufficient, in the opinion of the Engineer, to determine compliance with

the plans and specifications. The Contractor’s submittals shall be Electronic PDF, labeled and
tabbed by specification section. The Engineer reserves the right to reject any and all equipment,
materials or procedures that do not meet the system design and the standards and codes specified
in this document.

. All equipment and materials furnished and installed under this section shall be guaranteed against

defects in materials and workmanship for a period of at least twelve (12) months from final

CR Engineers L-110-1 Airport Underground Electrical Duct
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acceptance by the Owner. The defective materials and/or equipment shall be repaired or replaced,
at the Owner’s discretion, with no additional cost to the Owner.

110-2.2 Steel Conduit. Rigid galvanized steel (RGS) conduit and fittings shall be hot dipped
galvanized inside and out and conform to the requirements of Underwriters Laboratories Standards 6,
514B, and 1242. All RGS conduits or RGS elbows installed below grade, in concrete, permanently wet
locations or other similar environments shall be painted with a 10-mil thick coat of asphaltum sealer or
shall have a factory bonded polyvinyl chloride (PVC) cover. Any exposed galvanizing or steel shall be coated
with 10 mil of asphaltum sealer. When using PVC coated RGS conduit, care shall be exercised not to damage
the factory PVC coating. Damaged PVC coating shall be repaired per the manufacturer's written
instructions.

110-2.3 Plastic Conduit. Plastic conduit and fittings-shall conform to the following requirements:
e UL 514B covers W-C-1094-Conduit fittings all types, classes 1 thru 3 and 6 thru 10.
¢ UL 514C covers W-C-1094- all types, Class 5 junction box and cover in plastic (PVC).
e UL 651 covers W-C-1094-Rigid PVC Conduit, types I and II, Class 4.

e UL 651A covers W-C-1094-Rigid PVC Conduit and high-density polyethylene (HDPE) Conduit type
IIT and Class 4.

Underwriters Laboratories Standards UL-651 and Article 352 of the current National Electrical Code shall
be one of the following, as shown on the plans:

a. Type I-Schedule 40 PVC suitable for underground use either direct-buried or encased in concrete.
b. Type II-Schedule 40 PVC suitable for either above ground or underground use.

c. Type IIT — Schedule 80 PVC suitable for either above ground or underground use either direct-
buried or encased in concrete.

d. Type III —-HDPE pipe, minimum standard dimensional ratio (SDR) 11, suitable for placement with
directional boring under pavement.

The type of solvent cement shall be as recommended by the conduit/fitting manufacturer.

110-2.4 Split Conduit. Split conduit shall be pre-manufactured for the intended purpose and shall
be made of steel or plastic.

110-2.5 Conduit Spacers. Conduit spacers shall be prefabricated interlocking units manufactured
for the intended purpose. They shall be of double wall construction made of high grade, high density
polyethylene complete with interlocking cap and base pads, they shall be designed to accept No. 4
reinforcing bars installed vertically.

110-2.6 Concrete. Concrete shall be proportioned, placed, and cured per state department of
transportation structural concrete with minimum 25% Type F fly ash, and a minimum allowable
compressive strength of 4,000 psi (28 MPa).

CR Engineers L-110-2 Airport Underground Electrical Duct
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110-2.7 Flowable Backfill. Flowable material used to back fill conduit and duct bank trenches shall
conform to the requirements of Item P-153, Controlled Low Strength Material. Fill shall be designed to
achieve a 28-day compressive strength of 200 psi (1.4 MPa) under pavement.

110-2.8 Detectable Warning Tape. Plastic, detectable, American Wood Preservers Association
(AWPA) Red (electrical power lines, cables, conduit, and lighting cable) with continuous legend magnetic
tape shall be polyethylene film with a metallized foil core and shall be 3-6 inches wide. Detectable tape is
incidental to the respective bid item.

CONSTRUCTION METHODS

110-3.1 General. The Contractor shall install underground duct banks and conduits at the
approximate locations indicated on the plans. The Engineer shall indicate specific locations as the work
progresses, if required to differ from the plans. Duct banks and conduits shall be of the size, material, and
type indicated on the plans or specifications. Where no size is indicated on the plans or in the specifications,
conduits shall be not less than 2 inches inside diameter or comply with the National Electrical Code based
on cable to be installed, whichever is larger. All duct bank and conduit lines shall be laid so as to grade
toward access points and duct or conduit ends for drainage. Unless shown otherwise on the plans, grades
shall be at least 3 inches per 100 feet. On runs where it is not practicable to maintain the grade all one way,
the duct bank and conduit lines shall be graded from the center in both directions toward access points or
conduit ends, with a drain into the storm drainage system. Pockets or traps where moisture may accumulate
shall be avoided. No duct bank or underground conduit shall be less than 18 inches below finished grade.
Where under pavement, the top of the duct bank shall not be less than 18 inches below the subgrade.

The Contractor shall mandrel each individual conduit whether the conduit is direct-buried or part of a duct
bank. An iron-shod mandrel, not more than 1/4 inch smaller than the bore of the conduit shall be pulled or
pushed through each conduit. The mandrel shall have a leather or rubber gasket slightly larger than the
conduit hole.

The Contractor shall swab out all conduits/ducts and clean base can, manhole, pull boxes, etc., interiors
IMMEDIATELY prior to pulling cable. Once cleaned and swabbed the light bases, manholes, pull boxes,
etc., and all accessible points of entry to the duct/conduit system shall be kept closed except when installing
cables. Cleaning of ducts, base cans, manholes, etc., is incidental to the pay item of the item being cleaned.
All raceway systems left open, after initial cleaning, for any reason shall be re-cleaned at the Contractor’s
expense. All accessible points shall be kept closed when not installing cable. The Contractor shall verify
existing ducts proposed for use in this project as clear and open. The Contractor shall notify the Engineer
of any blockage in the existing ducts.

For pulling the permanent wiring, each individual conduit, whether the conduit is direct-buried or part of
a duct bank, shall be provided with a 200-pound test polypropylene pull rope. The ends shall be secured,
and sufficient length shall be left in access points to prevent it from slipping back into the conduit. Where
spare conduits are installed, as indicated on the plans, the open ends shall be plugged with removable
tapered plugs, designed for this purpose.

All conduits shall be securely fastened in place during construction and shall be plugged to prevent
contaminants from entering the conduits. Any conduit section having a defective joint shall not be installed.
Ducts shall be supported and spaced apart using approved spacers at intervals not to exceed 5 feet.

CR Engineers L-110-3 Airport Underground Electrical Duct
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Unless otherwise shown on the plans, concrete encased duct banks shall be used when crossing under
pavements expected to carry aircraft loads, such as runways, taxiways, taxi-lanes, ramps, and aprons. When
under paved shoulders and other paved areas, conduit and duct banks shall be encased using flow-able fill
for protection.

All conduits within concrete encasement of the duct banks shall terminate with female ends for ease in
current and future use. Install factory plugs in all unused ends. Do not cover the ends or plugs with concrete.

Where turf is well established and the sod can be removed, it shall be carefully stripped and properly stored.

Trenches for conduits and duct banks may be excavated manually or with mechanical trenching equipment
unless in pavement, in which case they shall be excavated with mechanical trenching equipment. Walls of
trenches shall be essentially vertical so that a minimum of shoulder surface is disturbed. Blades of graders
shall not be used to excavate the trench.

When rock is encountered, the rock shall be removed to a depth of at least 3 inches below the required
conduit or duct bank depth and it shall be replaced with bedding material of earth or sand containing no
mineral aggregate particles that would be retained on a 1/4 inch sieve. Flowable backfill may alternatively
be used. The Contractor shall ascertain the type of soil or rock to be excavated before bidding. All such rock
removal shall be performed and paid for under Item P-152.

Underground electrical warning (Caution) tape shall be installed in the trench above all underground duct
banks and conduits in unpaved areas. Contractor shall submit a sample of the proposed warning tape for
approval by the Engineer. If not shown on the plans, the warning tape shall be located 6 inches above the
duct/conduit or the counterpoise wire if present.

Joints in plastic conduit shall be prepared per the manufacturer’s recommendations for the particular type
of conduit. Plastic conduit shall be prepared by application of a plastic cleaner and brushing a plastic solvent
on the outside of the conduit ends and on the inside of the couplings. The conduit fitting shall then be
slipped together with a quick one-quarter turn twist to set the joint tightly. Where more than one conduit
is placed in a single trench, or in duct banks, joints in the conduit shall be staggered a minimum of 2 feet.

Changes in direction of runs exceeding 10 degrees, either vertical or horizontal, shall be accomplished using
manufactured sweep bends.

Whether or not specifically indicated on the drawings, where the soil encountered at established duct bank
grade is an unsuitable material, as determined by the Engineer, the unsuitable material shall be removed
per Item P-152 and replaced with suitable material. Alternatively, additional duct bank supports that are
adequate and stable shall be installed, as approved by the Engineer.

All excavation shall be unclassified and shall be considered incidental to the respective L-110 pay item of
which it is a component part. Dewatering necessary for duct installation, erosion, and turbidity control, per
Federal, state, and local requirements is incidental to its respective pay item as a part of Item L-110. The
cost of all excavation regardless of type of material encountered shall be included in the unit price bid for
the L-110 Item.

Unless otherwise specified, excavated materials that are deemed by the Engineer to be unsuitable for use in
backfill or embankments shall be removed and disposed of offsite.

CR Engineers L-110-4 Airport Underground Electrical Duct
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Any excess excavation shall be filled with suitable material approved by the Engineer and compacted per
Item P-152.

It is the Contractor’s responsibility to locate existing utilities within the work area prior to excavation.
Where existing active cables cross proposed installations, the Contractor shall ensure that these cables are
adequately protected. Where crossings are unavoidable, no splices will be allowed in the existing cables,
except as specified on the plans. Installation of new cable where such crossings must occur shall proceed as
follows:

a. Existing cables shall be located manually. Unearthed cables shall be inspected to assure absolutely
no damage has occurred

b. Trenching, etc., in cable areas shall then proceed with approval of the Engineer, with care taken to
minimize possible damage or disruption of existing cable, including careful backfilling in area of
cable.

In the event that any previously identified cable is damaged during the course of construction, the
Contractor shall be responsible for the complete repair.

110-3.2 Duct Banks. Unless otherwise shown in the plans, duct banks shall be installed so that the top
of the concrete envelope is not less than 18 inches below the bottom of the base or stabilized base course
layers where installed under runways, taxiways, aprons, or other paved areas, and not less than 18 inches
below finished grade where installed in unpaved areas.

Unless otherwise shown on the plans, duct banks under paved areas shall extend at least 3 feet beyond the
edges of the pavement or 3 feet beyond any under drains that may be installed alongside the paved area.
Trenches for duct banks shall be opened the complete length before concrete is placed so that if any
obstructions are encountered, provisions can be made to avoid them. Unless otherwise shown on the plans,
all duct banks shall be placed on a layer of concrete not less than 3 inches thick prior to its initial set. The
Contractor shall space the conduits not less than 3 inches apart (measured from outside wall to outside
wall). All such multiple conduits shall be placed using conduit spacers applicable to the type of conduit. As
the conduit laying progresses, concrete shall be placed around and on top of the conduits not less than 3
inches thick unless otherwise shown on the plans. All conduits shall terminate with female ends for ease of
access in current and future use. Install factory plugs in all unused ends. Do not cover the ends or plugs
with concrete.

Conduits forming the duct bank shall be installed using conduit spacers. No. 4 reinforcing bars shall be
driven vertically into the soil a minimum of 6 inches to anchor the assembly into the earth prior to placing
the concrete encasement. For this purpose, the spacers shall be fastened down with locking collars attached
to the vertical bars. Spacers shall be installed at 5-foot intervals. Spacers shall be in the proper sizes and
configurations to fit the conduits. Locking collars and spacers shall be submitted to the Engineer for review
prior to use.

When specified, the Contractor shall reinforce the bottom side and top of encasements with steel reinforcing
mesh or fabric or other approved metal reinforcement. When directed, the Contractor shall supply
additional supports where the ground is soft and boggy, where ducts cross under roadways, or where shown
on the plans. Under such conditions, the complete duct structure shall be supported on reinforced concrete
footings, piers, or piles located at approximately 5-foot intervals.

CR Engineers L-110-5 Airport Underground Electrical Duct
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All pavement surfaces that are to have ducts installed therein shall be neatly saw cut to form a vertical face.
All excavation shall be included in the contract with price for the duct.

Install a plastic, detectable, color as noted, 3 to 6 inches wide tape, 8 inches minimum below grade above
all underground conduit or duct lines not installed under pavement. Utilize the 3-inch wide tape only for
single conduit runs. Utilize the 6-inch wide tape for multiple conduits and duct banks. For duct banks equal
to or greater than 24 inches in width, utilize more than one tape for sufficient coverage and identification
of the duct bank as required.

When existing cables are to be placed in split duct, encased in concrete, the cable shall be carefully located
and exposed by hand tools. Prior to being placed in duct, the Engineer shall be notified so that he may
inspect the cable and determine that it is in good condition. Where required, split duct shall be installed as
shown on the drawings or as required by the Engineer.

110-3.3 Conduits Without Concrete Encasement. Trenches for single-conduit lines shall be
not less than 6 inches nor more than 12 inches wide. The trench for 2 or more conduits installed at the same
level shall be proportionately wider. Trench bottoms for conduits without concrete encasement shall be
made to conform accurately to grade so as to provide uniform support for the conduit along its entire length.

Unless otherwise shown on the plans, a layer of fine earth material, at least 4 inches thick (loose
measurement) shall be placed in the bottom of the trench as bedding for the conduit. The bedding material
shall consist of soft dirt, sand, or other fine fill, and it shall contain no particles that would be retained on a
1/4-inch sieve. The bedding material shall be tamped until firm. Flow-able backfill may alternatively be
used.

Unless otherwise shown on plans, conduits shall be installed so that the tops of all conduits within the
Airport’s secured area where trespassing is prohibited are at least 18 inches below the finished grade.
Conduits outside the Airport’s secured area shall be installed so that the tops of the conduits are at least 24
inches below the finished grade per National Electric Code (NEC), Table 300.5.

When two or more individual conduits intended to carry conductors of equivalent voltage insulation rating
are installed in the same trench without concrete encasement, they shall be spaced not less than 3 inches
apart (measured from outside wall to outside wall) in a horizontal direction and not less than 6 inches apart
in a vertical direction. Where two or more individual conduits intended to carry conductors of differing
voltage insulation rating are installed in the same trench without concrete encasement, they shall be placed
not less than 3 inches apart (measured from outside wall to outside wall) in a horizontal direction and lot
less than 6 inches apart in a vertical direction.

Trenches shall be opened the complete length between normal termination points before conduit is
installed so that if any unforeseen obstructions are encountered, proper provisions can be made to avoid
them.

Conduits shall be installed using conduit spacers. No. 4 reinforcing bars shall be driven vertically into the
soil a minimum of 6 inches to anchor the assembly into the earth while backfilling. For this purpose, the
spacers shall be fastened down with locking collars attached to the vertical bars. Spacers shall be installed
at 5-foot intervals. Spacers shall be in the proper sizes and configurations to fit the conduits. Locking collars
and spacers shall be submitted to the Engineer for review prior to use.

CR Engineers L-110-6 Airport Underground Electrical Duct
April 2026 Banks and Conduits



w}\_ Sedona Airport
YIA\\/A\F)AI Helicopter Six-Pack Reconstruction
FAA AIP No. 3-04-033-032-2025

——COUNTY —

110-3.4 Markers. Thelocation of each end and of each change of direction of conduits and duct banks
shall be marked by a concrete slab marker 2 feet square and 4 - 6 inches thick extending approximately one
inch above the surface. The markers shall also be located directly above the ends of all conduits or duct
banks, except where they terminate in a junction/access structure or building. Each cable or duct run from
a line of lights and signs to the equipment vault must be marked at approximately every 200 feet along the
cable or duct run, with an additional marker at each change of direction of cable or duct run.

The Contractor shall impress the word “DUCT” or “CONDUIT” on each marker slab. Impression of letters
shall be done in a manner, approved by the Engineer, for a neat, professional appearance. All letters and
words must be neatly stenciled. After placement, all markers shall be given one coat of high-visibility orange
paint, as approved by the Engineer. The Contractor shall also impress on the slab the number and size of
conduits beneath the marker along with all other necessary information as determined by the Engineer.
The letters shall be 4 inches high and 3 inches wide with width of stroke 1/2 inch and 1/4-inch-deep or as
large as the available space permits. Furnishing and installation of duct markers is incidental to the
respective duct pay item.

110-3.5 Backfilling for Conduits. For conduits, 8 inches of sand, soft earth, or other fine fill (loose
measurement) shall be placed around the conduits ducts and carefully tamped around and over them with
hand tampers. The remaining trench shall then be backfilled and compacted per Item P-152 “Excavation
and Embankment” except that material used for back fill shall be select material not larger than 4 inches in
diameter.

Flowable backfill may alternatively be used.

Trenches shall not contain pools of water during back filling operations.

The trench shall be completely backfilled and tamped level with the adjacent surface; except that, where
sod is to be placed over the trench, the backfilling shall be stopped at a depth equal to the thickness of the
sod to be used, with proper allowance for settlement.

Any excess excavated material shall be removed and disposed of per instructions issued by the Engineer.
110-3.6 Backfilling for Duct Banks. After the concrete has cured, the remaining trench shall be
backfilled and compacted per Item P-152 Excavation and Embankment except that the material used for
backfill shall be select material not larger than 4 inches in diameter. In addition to the requirements of P-
152, where duct banks are installed under pavement, one moisture/density test per lift shall be made for
each 250 linear feet of duct bank or one work period’s construction, whichever is less.

Flowable backfill may alternatively be used.

Trenches shall not contain pools of water during backfilling operations.

The trench shall be completely backfilled and tamped level with the adjacent surface; except that, where
sod is to be placed over the trench, the backfilling shall be stopped at a depth equal to the thickness of the

sod to be used, with proper allowance for settlement.

Any excess excavated material shall be removed and disposed of per instructions issued by the Engineer.

CR Engineers L-110-7 Airport Underground Electrical Duct
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110-3.7 Restoration. All areas disturbed by the work shall be restored to its original condition. The
Contractor shall be held responsible for maintaining all disturbed surfaces and replacements until final
acceptance. All restoration shall be considered incidental to the respective L-110 pay item. Following
restoration of all trenching near airport movement surfaces, the Contractor shall thoroughly visually inspect
the area for foreign object debris (FOD) and remove any such FOD that is found. This FOD inspection and
removal shall be considered incidental to the pay item of which it is a component part.

METHOD OF MEASUREMENT

110-4.1 Underground conduits and duct banks shall be measured by the linear feet of conduits and duct
banks installed, including encasement, counterpoise conductor, ground rods and connections, locator tape,
trenching and backfill with designated material, and for drain lines, the termination at the drainage
structure, all measured in place, completed, and accepted. Separate measurement shall be made for the
various types and sizes.

BASIS OF PAYMENT

110-5.1 Payment will be made at the contract unit price per linear foot for each type and size of conduit
and duct bank completed and accepted, including trench and backfill with the designated material, and, for
drain lines, the termination at the drainage structure. This price shall be full compensation for furnishing
all materials and for all preparation, assembly, and installation of these materials, and for all labor,
equipment, tools, and incidentals necessary to complete this item per the provisions and intent of the plans
and specifications.

Payment will be made under:

Item L-110-5.1 Single-way, (1) - 2" Conduit, Direct Buried with #6 Solid Copper
Counterpoise Conductor — per Linear Foot

Item L-110-5.2 Single-way, (1) - 1" Conduit, Direct Buried — per Linear Foot

Item L-110-5.3 Multiple-way, (2) - 1" Conduit, Direct Buried — per Linear Foot

MATERIAL REQUIREMENTS

Adpvisory Circular
AC 150/5340-30 Design and Installation Details for Airport Visual Aids
AC 150/5345-53 Airport Lighting Equipment Certification Program

ASTM International (ASTM)

ASTM A615 Standard Specification for Deformed and Plain Carbon-Steel Bars for
Concrete Reinforcement

CR Engineers L-110-8 Airport Underground Electrical Duct
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ASTM D1556 Standard Test Method for Density and Unit Weight of Soil in Place by the
Sand-Cone Method
ASTM Di557 Standard Test Methods for Laboratory Compaction Characteristics of Soil
Using Modified Effort (56,000 ft-1bf/ft3(2,700 Kn-m/ms3))
ASTM D2167 Standard Test Method for Density and Unit Weight of Soil in Place by the
Rubber Balloon Method
ASTM D29g22 Standard Test Methods for Density of Soil and Soil-Aggregate in Place by
Nuclear Methods (Shallow Depth)
NFPA-70 National Electrical Code (NEC)
Underwriters Laboratories Standard 6 Electrical Rigid Metal Conduit — Steel
Underwriters Laboratories Standard 514B Conduit, Tubing, and Cable Fittings
Underwriters Laboratories Standard 514C Nonmetallic Outlet Boxes, Flush-Device Boxes, and
Covers
Underwriters Laboratories Standard 1242 Electrical Intermediate Metal Conduit Steel
Underwriters Laboratories Standard 651 Schedule 40, 80, Type EB and A Rigid PVC Conduit and
Fittings
Underwriters Laboratories Standard 651A Type EB and A Rigid PVC Conduit and HDPE Conduit

END OF ITEM L-110
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Item L-115 Electrical Manholes and Junction Structures

DESCRIPTION

115-1.1 This item shall consist of electrical manholes and junction structures (hand holes, pull boxes,
junction cans, etc.) installed per this specification, at the indicated locations and conforming to the lines,
grades and dimensions shown on the plans or as required by the Engineer. This item shall include the
installation of each electrical manhole and/or junction structures with all associated excavation, backfilling,
sheeting and bracing, concrete, reinforcing steel, ladders, appurtenances, testing, dewatering and
restoration of surfaces to the satisfaction of the Engineer.

EQUIPMENT AND MATERIALS
115-2.1 General.

All equipment and materials covered by referenced specifications shall be subject to acceptance through
manufacturer’s certification of compliance with the applicable specification when so requested by the
Engineer.

Manufacturer’s certifications shall not relieve the Contractor of the responsibility to provide materials per
these specifications. Materials supplied and/or installed that do not comply with these specifications shall
be removed (when directed by the Engineer) and replaced with materials that comply with these
specifications at the Contractor’s cost.

All materials and equipment used to construct this item shall be submitted to the Engineer for approval
prior to ordering the equipment. Submittals consisting of marked catalog sheets or shop drawings shall be
provided. Submittal data shall be presented in a clear, precise, and thorough manner. Original catalog
sheets are preferred. Photocopies are acceptable provided they are as good a quality as the original. Clearly
and boldly mark each copy to identify products or models applicable to this project. Indicate all optional
equipment and delete any non-pertinent data. Submittals for components of electrical equipment and
systems shall identify the equipment to which they apply on each submittal sheet. Markings shall be made
bold and clear with arrows or circles (highlighting is not acceptable). The Contractor is solely responsible
for delays in the project that may accrue directly or indirectly from late submissions or resubmissions of
submittals.

The data submitted shall be sufficient, in the opinion of the Engineer, to determine compliance with the
plans and specifications. The Contractor’s submittals shall be Electronic PDF, labeled and tabbed by
specification section. The Engineer reserves the right to reject any and all equipment, materials or
procedures that do not meet the system design and the standards and codes, specified in this document.

All equipment and materials furnished and installed under this section shall be guaranteed against defects
in materials and workmanship for a period of at least twelve (12) months from the date of final acceptance
by the Owner. The defective materials and/or equipment shall be repaired or replaced, at the Owner’s
discretion, with no additional cost to the Owner.
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115-2.2 Concrete structures. Cast-in-place concrete structures are not used.

Provide precast concrete structures where shown on the plans. Precast concrete structures shall be an
approved standard design of the manufacturer. Precast units shall have mortar or bitumastic sealer placed
between all joints to make them watertight. The structure shall be designed to withstand 100,000 lbs.
aircraft loads, unless otherwise shown on the plans. Openings or knockouts shall be provided in the
structure as detailed on the plans.

Threaded inserts and pulling eyes shall be cast in as shown.

If the Contractor chooses to propose a different structural design, signed and sealed shop drawings, design
calculations, and other information requested by the Engineer shall be submitted by the Contractor to allow
for a full evaluation by the Engineer. The Engineer shall review per the process defined in the General
Provisions.

115-2.3 Junction Boxes. Junction boxes shall be L-867 Class 1 (non-load bearing) or L-868 Class 1
(load bearing) airport light bases that are encased in concrete. The light bases shall have a galvanized steel
blank cover, gasket, and stainless steel or coated steel hardware per FAA Engineering Brief (EB) #83. Covers
shall be 3/8-inch thickness for L-867 and 3/4-inch thickness for L-868.

115-2.4 Mortar. The mortar shall be composed of one part of Portland cement and two parts of mortar
sand, by volume. The Portland cement shall be per the requirements in ASTM C150, Type I. The sand shall
be per the requirements in ASTM C144. Hydrated lime may be added to the mixture of sand and cement in
an amount not to exceed 15% of the weight of cement used. The hydrated lime shall meet the requirements
of ASTM C6. Water shall be potable, reasonably clean and free of oil, salt, acid, alkali, sugar, vegetable, or
other substances injurious to the finished product.

115-2.5 Concrete. All concrete used in structures shall conform to the requirements of Item P-610,
Structural Portland Cement Concrete.

115-2.6 Frames and Covers. The frames shall conform to one of the following requirements:

a. ASTM A48 Gray iron castings

b. ASTM A47 Malleable iron castings

c. ASTM A2y Steel castings

d. ASTM A283, Grade D Structural steel for grates and frames
e. ASTM A536 Ductile iron castings

f. ASTM A897 Austempered ductile iron castings

All castings specified shall withstand a maximum tire pressure of 125 psi and maximum load of 100,000
Ibs.

All castings or structural steel units shall conform to the dimensions shown on the plans and shall be
designed to support the loadings specified.

Each frame and cover unit shall be provided with fastening members to prevent it from being dislodged by
traffic, but which will allow easy removal for access to the structure.
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All castings shall be thoroughly cleaned. After fabrication, structural steel units shall be galvanized to meet
the requirements of ASTM A123.

Each cover shall have the word “ELECTRIC” or other approved designation cast on it. Each frame and
cover shall be as shown on the plans or approved equivalent. No cable notches are required.

Each manhole shall be provided with a “DANGER -- PERMIT-REQUIRED CONFINED SPACE, DO
NOT ENTER” safety warning sign as detailed in the Contract Documents and in accordance with OSHA
1910.146 (c)(2).

115-2.7 Ladders. Ladders, if specified, shall be galvanized steel or as shown on the plans.

115-2.8 Reinforcing Steel. All reinforcing steel shall be deformed bars of new billet steel meeting the
requirements of ASTM A615, Grade 60.

115-2.9 Bedding/Special Backfill. Bedding or special backfill shall be as shown on the plans.

115-2.10 Flowable Backfill. Flowable material used to backfill shall conform to the requirements of
Item P-153, Controlled Low Strength Material.

115-2.11 Cable Racks. Cable Racks shall be of non-conductive plastic. Cable racks shall be located as
shown on the plans.

115-2.12 Plastic Conduit. Plastic conduit shall comply with Item L-110, Airport Underground
Electrical Duct Banks and Conduits.

115-2.13 Conduit Terminators. Conduit terminators shall be pre-manufactured for the specific
purpose and sized as required or as shown on the plans.

115-2.14 Pulling-In Irons. Pulling-in irons shall be manufactured with 7/8-inch diameter hot-
dipped galvanized steel or stress-relieved carbon steel roping designed for concrete applications (7 strand,
1/2 inch diameter with an ultimate strength of 270,000 psi (1862 MPa)). Where stress-relieved carbon steel
roping is used, a rustproof sleeve shall be installed at the hooking point and all exposed surfaces shall be
encapsulated with a polyester coating to prevent corrosion.

115-2.15 Ground Rods. Ground rods shall be one piece, copper clad. The ground rods shall be of the
length and diameter specified on the plans, but in no case shall they be less than 10 feet long nor less than
34 inch in diameter.

CONSTRUCTION METHODS

115-3.1 Unclassified Excavation. It is the Contractor’s responsibility to locate existing utilities
within the work area prior to excavation. Damage to utility lines, through lack of care in excavating, shall
be repaired or replaced to the satisfaction of the Engineer without additional expense to the Owner.

The Contractor shall perform excavation for structures and structure footings to the lines and grades or
elevations shown on the plans or as staked by the Engineer. The excavation shall be of sufficient size to
permit the placing of the full width and length of the structure or structure footings shown.
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All excavation shall be unclassified and shall be considered incidental to the respective L-115 pay item of
which it is a component part. Dewatering necessary for L-115 structure installation, erosion and turbidity
control, per Federal, state, and local requirements is incidental to its respective pay item as a part of Item
L-115. The cost of all excavation regardless of type of material encountered, shall be included in the unit
price bid for the L-115 Item.

Boulders, logs and all other objectionable material encountered in excavation shall be removed. All rock
and other hard foundation material shall be cleaned of all loose material and cut to a firm surface either
level, stepped or serrated, as directed by the Engineer. All seams, crevices, disintegrated rock and thin strata
shall be removed. When concrete is to rest on a surface other than rock, special care shall be taken not to
disturb the bottom of the excavation. Excavation to final grade shall not be made until just before the
concrete or reinforcing is to be placed.

The Contractor shall provide all bracing, sheeting and shoring necessary to implement and protect the
excavation and the structure as required for safety or conformance to governing laws. The cost of bracing,
sheeting, and shoring shall be included in the unit price bid for the structure.

Unless otherwise provided, bracing, sheeting and shoring involved in the construction of this item shall be
removed by the Contractor after the completion of the structure. Removal shall be effected in a manner that
will not disturb, or mar finished masonry. The cost of removal shall be included in the unit price bid for the
structure.

After each excavation is completed, the Contractor shall notify the Engineer. Structures shall be placed after
the Engineer has approved the depth of the excavation and the suitability of the foundation material.

Prior to installation the Contractor shall provide a minimum of 12 inches of 34” gravel or a material
approved by the Engineer as a suitable base to receive the structure. The base material shall be compacted
and graded level and at proper elevation to receive the structure in proper relation to the conduit grade or
ground cover requirements, as indicated on the plans.

115-3.2 Concrete Structures. Concrete structures shall be built on prepared foundations
conforming to the dimensions and form indicated on the plans. The concrete and construction methods
shall conform to the requirements specified in Item P-610. Any reinforcement required shall be placed as
indicated on the plans and shall be approved by the Engineer before the concrete is placed.

115-3.3 Precast Unit Installations. Precast units shall be installed plumb and true. Joints shall be
made watertight by use of sealant at each tongue-and-groove joint and at roof of manhole. Excess sealant
shall be removed and severe surface projections on exterior of neck shall be removed.

115-3.4 Placement and Treatment of Castings, Frames and Fittings. All castings, frames
and fittings shall be placed in the positions indicated on the Plans or as directed by the Engineer and shall
be set true to line and to correct elevation. If frames or fittings are to be set in concrete or cement mortar,
all anchors or bolts shall be in place and position before the concrete or mortar is placed. The unit shall not
be disturbed until the mortar or concrete has set.

Field connections shall be made with bolts, unless indicated otherwise. Welding will not be permitted unless
shown otherwise on the approved shop drawings and written permission is granted by the casting
manufacturer. Erection equipment shall be suitable and safe for the workman. Errors in shop fabrication
or deformation resulting from handling and transportation that prevent the proper assembly and fitting of
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parts shall be reported immediately to the Engineer and approval of the method of correction shall be
obtained. Approved corrections shall be made at Contractor’s expense.

Anchor bolts and anchors shall be properly located and built into connection work. Bolts and anchors shall
be preset by the use of templates or such other methods as may be required to locate the anchors and anchor
bolts accurately.

Pulling-in irons shall be located opposite all conduit entrances into structures to provide a strong,
convenient attachment for pulling-in blocks when installing cables. Pulling-in irons shall be set directly into
the concrete walls of the structure.

115-3.5 Installation of Ladders. Not Used.

115-3.6 Removal of Sheeting and Bracing. In general, all sheeting and bracing used to support
the sides of trenches or other open excavations shall be withdrawn as the trenches or other open excavations
are being refilled. That portion of the sheeting extending below the top of a structure shall be withdrawn,
unless otherwise directed, before more than 6 inches of material is placed above the top of the structure
and before any bracing is removed. Voids left by the sheeting shall be carefully refilled with selected material
and rammed tight with tools especially adapted for the purpose or otherwise as may be approved.

The Engineer may order the Contractor to delay the removal of sheeting and bracing if, in his judgment, the
installed work has not attained the necessary strength to permit placing of backfill.

115-3.7 Backfilling. After a structure has been completed, the area around it shall be backfilled in
horizontal layers not to exceed 6 inches in thickness measured after compaction to the density requirements
in Item P-152. Each layer shall be deposited all around the structure to approximately the same elevation.
The top of the fill shall meet the elevation shown on the plans or as directed by the Engineer.

Backfill shall not be placed against any structure until permission is given by the Engineer. In the case of
concrete, such permission shall not be given until tests made by the laboratory under supervision of the
Engineer establish that the concrete has attained sufficient strength to provide a factor of safety against
damage or strain in withstanding any pressure created by the backfill or the methods used in placing it.

Where required, the Engineer may direct the Contractor to add, at his own expense, sufficient water during
compaction to assure a complete consolidation of the backfill. The Contractor shall be responsible for all
damage or injury done to conduits, duct banks, structures, property, or persons due to improper placing or
compacting of backfill.

115-3.8 Connection of Duct Banks. To relieve stress of joint between concrete-encased duct banks
and structure walls, reinforcement rods shall be placed in the structure wall and shall be formed and tied
into duct bank reinforcement at the time the duct bank is installed.

115-3.9 Grounding. A ground rod shall be installed in the floor of all concrete structures so that the
top of rod extends 6 inches above the floor. The ground rod shall be installed within one foot of a corner of
the concrete structure. Ground rods shall be installed prior to casting the bottom slab. Where the soil
condition does not permit driving the ground rod into the earth without damage to the ground rod, the
Contractor shall drill a 4-inch diameter hole into the earth to receive the ground rod. The hole around the
ground rod shall be filled throughout its length, below slab, with Portland cement grout. Ground rods shall
be installed in precast bottom slab of structures by drilling a hole through bottom slab and installing the
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ground rod. Bottom slab penetration shall be sealed watertight with Portland cement grout around the
ground rod.

A grounding bus of 4/0 bare stranded copper shall be exothermically bonded to the ground rod and loop
the concrete structure walls. The ground bus shall be a minimum of one foot above the floor of the structure
and separate from other cables. No. 2 American wire gauge (AWG) bare copper pigtails shall bond the
grounding bus to all cable trays and other metal hardware within the concrete structure. Connections to the
grounding bus shall be exothermic. If an exothermic weld is not possible, connections to the grounding bus
shall be made by using connectors approved for direct burial in soil or concrete per UL 467. Hardware
connections may be mechanical, using a lug designed for that purpose.

115-3.10 Cleanup and Repair. After erection of all galvanized items, damaged areas shall be
repaired by applying a liquid cold-galvanizing compound per MIL-P-21035. Surfaces shall be prepared, and
compound applied per the manufacturer’s recommendations.

Prior to acceptance, the entire structure shall be cleaned of all dirt and debris.

115-3.11 Restoration. After the backfill is completed, the Contractor shall dispose of all surplus
material, dirt, and rubbish from the site. The Contractor shall restore all disturbed areas equivalent to or
better than their original condition. All sodding, grading and restoration shall be considered incidental to
the respective L-115 pay item.

The Contractor shall grade around structures as required to provide positive drainage away from the
structure.

Areas with special surface treatment, such as roads, sidewalks, or other paved areas shall have the backfill
compacted to match surrounding areas, and surfaces shall be repaired using materials comparable to
original materials.

Following restoration of all trenching near airport movement surfaces, the Contractor shall thoroughly
visually inspect the area for foreign object debris (FOD) and remove any such FOD that is found. This FOD
inspection and removal shall be considered incidental to the pay item of which it is a component part.

After all work is completed, the Contractor shall remove all tools and other equipment, leaving the entire
site free, clear and in good condition.

115-3.12 Inspection. Prior to final approval, the electrical structures shall be thoroughly inspected
for conformance with the plans and this specification. Any indication of defects in materials or
workmanship shall be further investigated and corrected. The earth resistance to ground of each ground
rod shall not exceed 25 ohms. Each ground rod shall be tested using the fall-of-potential ground impedance
test per American National Standards Institute / Institute of Electrical and Electronic Engineers
(ANSI/IEEE) Standard 81. This test shall be performed prior to establishing connections to other ground
electrodes.

METHOD OF MEASUREMENT

115-4.1 Electrical manholes and junction structures shall be measured by each unit completed in place
and accepted. The following additional items are specifically included in each unit:
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All Required Excavation, Dewatering

e Sheeting and Bracing

e All Required Backfilling with On-Site Materials

e Restoration of All Surfaces and Finished Grading, Sodding

e All Required Connections

e Dewatering If Required

e Temporary Cables and Connections

e Ground Rod Testing

BASIS OF PAYMENT

115-5.1 The accepted quantity of electrical manholes and junction structures will be paid for at the
Contract unit price per each, complete and in place. This price shall be full compensation for furnishing all
materials and for all preparation, excavation, backfilling and placing of the materials, furnishing and
installation of appurtenances and connections to duct banks and other structures as may be required to
complete the item as shown on the plans and for all labor, equipment, tools and incidentals necessary to
complete the structure.

Payment will be made under:

Item L-115-5.1 New L-867B 12" Diameter Junction Can with Blank Cover — per Each

MATERIAL REQUIREMENTS

ANSI/IEEE STD 81 IEEE Guide for Measuring Earth Resistivity, Ground Impedance, and Earth
Surface Potentials of a Ground System

Advisory Circular

(AC) 150/5345-7 Specifications for L-824 Underground Electrical Cable for Airport Lighting
Circuits

AC 150/5345-26 Specification for L-823 Plug and Receptacle, Cable Connectors

AC 150/5345-42 Specification for Airport Light Bases, Transformer Housings, Junction Boxes, and
Accessories

AC 150/5340-30 Design and Installation Details for Airport Visual Aids

AC 150/5345-53 Airport Lighting Equipment Certification Program

CR Engineers L-115-7 Electrical Manholes and Junction

April 2026 Structures


http://www.faa.gov/airports/resources/advisory_circulars/index.cfm/go/document.information/documentNumber/150_5345-42G
http://www.faa.gov/airports/resources/advisory_circulars/index.cfm/go/document.information/documentNumber/150_5345-42G
http://www.faa.gov/airports/resources/advisory_circulars/index.cfm/go/document.information/documentNumber/150_5340-30G
http://www.faa.gov/airports/resources/advisory_circulars/index.cfm/go/document.information/documentNumber/150_5345-53D

P >

YAVAPAI

—COUNTY —

Sedona Airport
Helicopter Six-Pack Reconstruction
FAA AIP No. 3-04-033-032-2025

Commercial Item Description

A-A 59544

ASTM A27y
ASTM A47
ASTM A48

ASTM Ai123

ASTM A283

ASTM A536

ASTM A615

ASTM A897
ASTM Ci144
ASTM Ci50
ASTM C206
FAA EB #83
MIL-P-21035

NFPA-70

Cable and Wire, Electrical (Power, Fixed Installation)

Standard Specification for Steel Castings, Carbon, for General Application
Standard Specification for Ferritic Malleable Iron Castings

Standard Specification for Gray Iron Castings

Standard Specification for Zinc (Hot Dip Galvanized) Coatings on Iron and Steel
Products

Standard Specification for Low and Intermediate Tensile Strength Carbon Steel
Plates

Standard Specification for Ductile Iron Castings

Standard Specification for Deformed and Plain Carbon-Steel Bars for Concrete
Reinforcement

Standard Specification for Austempered Ductile Iron Castings
Standard Specification for Aggregate for Masonry Mortar
Standard Specification for Portland Cement

Standard Specification for Finishing Hydrated Lime

In Pavement Light Fixture Bolts

Paint High Zinc Dust Content, Galvanizing Repair

National Electrical Code (NEC)

END OF ITEM L-115
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Item L-125 Installation of Airport Lighting Systems

DESCRIPTION

125-1.1 This item shall consist of airport lighting systems furnished and installed in accordance with this
specification, the referenced specifications, and the applicable advisory circulars (ACs). The systems shall
be installed at the locations and in accordance with the dimensions, design, and details shown in the plans.
This item shall include the furnishing of all equipment, materials, services, and incidentals necessary to

place the systems in operation as completed units to the satisfaction of the RPR.

EQUIPMENT AND MATERIALS

125-2.1 General.

Airport lighting equipment and materials covered by Federal Aviation Administration (FAA)
specifications shall be certified under the Airport Lighting Equipment Certification Program in
accordance with AC 150/5345-53, current version. FAA certified airfield lighting shall be
compatible with each other to perform in compliance with FAA criteria and the intended operation.
If the Contractor provides equipment that does not performs as intended because of incompatibility
with the system, the Contractor assumes all costs to correct the system for to operate properly.

Manufacturer's certifications shall not relieve the Contractor of their responsibility to provide
materials in accordance with these specifications and acceptable to the RPR. Materials supplied
and/or installed that do not comply with these specifications shall be removed, when directed by
the RPR and replaced with materials, which do comply with these specifications, at the sole cost of
the Contractor.

All materials and equipment used shall be submitted to the RPR for approval prior to ordering the
equipment. Submittals consisting of marked catalog sheets or shop drawings shall be provided.
Clearly mark each copy to identify pertinent products or models applicable to this project. Indicate
all optional equipment and delete non-pertinent data. Submittals for components of electrical
equipment and systems shall identify the equipment for which they apply on each submittal sheet.
Markings shall be clearly made with arrows or circles (highlighting is not acceptable). The
Contractor shall be responsible for delays in the project accruing directly or indirectly from late
submissions or resubmissions of submittals.

The data submitted shall be sufficient, in the opinion of the RPR, to determine compliance with the
plans and specifications. The Contractor's submittals shall be submitted in electronic PDF format,
tabbed by specification section. The RPR reserves the right to reject any or all equipment, materials
or procedures, which, in the RPR’s opinion, does not meet the system design and the standards and
codes, specified herein.

. All equipment and materials furnished and installed under this section shall be guaranteed against

defects in materials and workmanship for a period of at least twelve (12) months from final
acceptance by the Owner. The defective materials and/or equipment shall be repaired or replaced,
at the Owner's discretion, with no additional cost to the Owner.
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f. All LED light fixtures, with the exception of obstruction lighting (AC 150/5345-43), must be
warranted by the manufacturer for a minimum of 4 years after date of installation inclusive of all
electronics. Obstruction lighting warranty is set by the individual manufacturer.

125-2.2 Conduit/Duct. Conduit shall conform to Specification Item L-110 Airport Underground
Electrical Duct Banks and Conduits.

125-2.3 Cable and Counterpoise. Cable and Counterpoise shall conform to Item L-108
Underground Power Cable for Airports.

125-2.4 Tape. Rubber and plastic electrical tapes shall be Scotch Electrical Tape Numbers 23 and 88
respectively, as manufactured by 3M Company or an approved equal.

125-2.5 Cable Connections. Cable Connections shall conform to Item L-108 Installation of
Underground Cable for Airports.

125-2.6 Retroreflective Markers. Retroreflective markers shall be type L-853 and shall conform to
the requirements of AC 150/5345-39.

125-2.7 Runway and Taxiway Lights. Runway and taxiway lights shall conform to the
requirements of AC 150/5345-46. Lamps shall be LED or of size and type indicated, or as required by fixture
manufacturer for each lighting fixture required under this contract. Filters shall be of colors conforming to
the specification for the light concerned or to the standard referenced.

LIGHTS
Type Class Mode Style Option Base Filter Transformer Notes
EHP-L 2 — Base 1-6.6A N/A 4 — L-8671.5” Green 10/15W LED
Mounted (Mounting | Threaded LEDs Elevated
Hardware) | Frangible (Globes) Heliport
Coupling Glass Perimeter
Grounding Light Green
Provisions 16” Height
New Base
Plates

125-2.8 Runway and Taxiway Signs. Not Required.

125-2.9 Runway End Identifier Light (REIL). Not Required
125-2.10 Precision Approach Path Indicator (PAPI). Not Required
125-2.11 Circuit Selector Cabinet. Not Required

125-2.12 Light Base and Transformer Housings. Light Base and Transformer Housings should
conform to the requirements of AC 150/5345-42. Light bases shall be Type L-867 Class 1A, Size B shall be
provided as indicated or as required to accommodate the fixture or device installed thereon. All light bases
and transformer housings shall be furnished with 34” drain holes, internal and external grounding tabs and
2” grommeted conduit openings, in accordance with the Plans. Shallow bases may be required where
drainage culverts conflict with placement.
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Base plates, cover plates, and adapter plates shall be provided to accommodate various sizes of fixtures. All
bolts used for securing light fixtures and covers to light bases shall be stainless steel, installed with anti-
seize compound.

125-2.13 Isolation Transformers. Isolation Transformers shall be Type L-830, size as required for
each installation. Transformer shall conform to AC 150/5345-47.

INSTALLATION

125-3.1 Installation. The Contractor shall furnish, install, connect and test all equipment, accessories,
conduit, cables, wires, buses, grounds and support items necessary to ensure a complete and operable
airport lighting system as specified here and shown in the plans.

The equipment installation and mounting shall comply with the requirements of the National Electrical
Code and state and local code agencies having jurisdiction.

The Contractor shall install the specified equipment in accordance with the applicable advisory circulars
and the details shown on the plans.

125-3.2 Testing. All lights shall be fully tested by continuous operation for not less than 24 hours as a
completed system prior to acceptance. The test shall include operating the constant current regulator in
each step not less than 10 times at the beginning and end of the 24-hour test. The fixtures shall illuminate
properly during each portion of the test.

125-3.3 Shipping and Storage. Equipment shall be shipped in suitable packing material to prevent
damage during shipping. Store and maintain equipment and materials in areas protected from weather
and physical damage. Any equipment and materials, in the opinion of the RPR, damaged during
construction or storage shall be replaced by the Contractor at no additional cost to the owner. Painted or
galvanized surfaces that are damaged shall be repaired in accordance with the manufacturer’s
recommendations.

125-3.4 Elevated and In-pavement Lights. Water, debris, and other foreign substances shall be
removed prior to installing fixture base and light.

A jig or holding device shall be used when installing each light fixture to ensure positioning to the proper
elevation, alignment, level control, and azimuth control. Light fixtures shall be oriented with the light beams
parallel to the runway or taxiway centerline and facing in the required direction. The outermost edge of
fixture shall be level with the surrounding pavement. Surplus sealant or flexible embedding material shall
be removed. The holding device shall remain in place until sealant has reached its initial set.

If applicable, bolts used to secure in-pavement light fixtures to L-868 bases shall be of sufficient length to
provide full thread engagement through all spacer rings (3 maximum), flanges and multi-hole adapter rings
with at least three threads exposed at bottom of base can flange, torqued to 12.5ft pounds.

METHOD OF MEASUREMENT

125-4.1 Heliport lights will be measured by the number of each type installed as completed units in place,
ready for operation, and accepted by the RPR.
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Low-profile surface mounted solar LED L-853 retro-reflective edge marker will be measured by the number
of each type and size installed as completed units, in place, ready for operation, and accepted by the RPR.

Spare airfield lights w/ stems, frangible couplings and isolation transformers will be measured by the
number of each type supplied to Airfield Maintenance as complete units, ready for operation, and accepted
by the RPR and Airport at project end.

BASIS OF PAYMENT

125-5.1 Payment will be made at the Contract unit price for each complete runway or taxiway light,
guidance sign or reflective marker installed by the Contractor and accepted by the RPR. This payment will
be full compensation for furnishing all materials and for all preparation, assembly, and installation of these
materials, and for all labor, equipment, tools, and incidentals necessary to complete this item.

Payment will be made under:

Item L-125-5.1 New Green LED Elevated Perimeter Heliport Light (EHP-L) and Isolation
Transformer on New L-867 Light Base - Per Each

Item L-125-5.2 New Low-Profile Surface Mounted Solar LED L-853 Retro-Reflective Edge
Marker, Installed - Per Each

Item L-125-5.3 New Low-Profile Surface Mounted Solar LED L-853 Retro-Reflective Edge
Marker (Spares) - Per Each

Item L-125-5.4 New Green LED Elevated Perimeter Heliport Light (EHP-L) w/ Stems,
Frangible Couplings and Isolation Transformer (Spares) - Per Each

REFERENCES

The publications listed below form a part of this specification to the extent referenced. The publications are
referred to within the text by the basic designation only.

Advisory Circulars (AC)

AC 150/5340-18 Standards for Airport Sign Systems

AC 150/5340-26 Maintenance of Airport Visual Aid Facilities

AC 150/5340-30 Design and Installation Details for Airport Visual Aids

AC 150/5345-5 Circuit Selector Switch

AC 150/5345-7 Specification for L-824 Underground Electrical Cable for Airport Lighting
Circuits

AC 150/5345-26 Specification for L-823 Plug and Receptacle, Cable Connectors

AC 150/5345-28 Precision Approach Path Indicator (PAPI) Systems

AC 150/5345-39 Specification for L-853, Runway and Taxiway Retroreflective Markers

AC 150/5345-42 Specification for Airport Light Bases, Transformer Housings, Junction
Boxes, and Accessories

AC 150/5345-44 Specification for Runway and Taxiway Signs
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AC150/5345-46
AC 150/5345-47

AC150/5345-51
AC150/5345-53

Engineering Brief (EB)
EB No. 67

Specification for Runway and Taxiway Light Fixtures

Specification for Series to Series Isolation Transformers for Airport
Lighting Systems

Specification for Discharge-Type Flashing Light Equipment
Airport Lighting Equipment Certification Program

Light Sources Other than Incandescent and Xenon for Airport and
Obstruction Lighting Fixtures

END OF ITEM L-125
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